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Abstract
Due to the ever-increasing worldwide consumption of memory for digital information, new technologies for
higher capacity and faster data storage systems have been the focus of research and development. A step
towards achieving higher data storage densities for magnetic recording media is the concept of bit patterned
media, where the magnetic recording layer is divided up into magnetically isolated bit units. This approach
is one of the most promising technologies for increasing data storage densities and could be implemented
by nanostructuring the wafer. Therefore, the fabrication of the appropriate nanostructures on a small scale
and then be able to manufacture these structures on an industrial scale is one of the problems where science
and industry are working on a solution. In addition, the answer to the open question about the influence that
patterning on the nano length scale has on the magnetic properties is of great interest.
The main goal of this thesis is to answer the open question, which magnetic properties can be tailored by a
modification of the surface texture on the nanometre length scale. For this purpose the following properties:
anisotropy, remanence, coercivity, switching field distribution, saturation magnetisation, Gilbert damping,
and inhomogeneous linebroadening were compared between planar two dimensional thin ferromagnetic
films and three dimensional magnetic structures. In addition, the influences of the tailored morphology
on the intergranular or the exchange coupling between the structures, which is called interdot exchange
coupling, was investigated. For the ferromagnetic thin films, the focus of the investigations was on the
granular CoCrPt:SiO2 and [Co/Pd] layer, which currently are the state-of-the-art material for magnetic data
storage media. These materials are characterised by their high coercivity and high perpendicular anisotropy,
which has a low spatial distribution in the preferred direction of magnetisation.
In this work the pre-structured GaSb(001) substrate with self-assembled periodic nanocone structures at
the surface are used. The preparation by ion beam erosion of these structures is simple, fast, and highly
reproducible and therefore this method is particularly beneficial for fundamental research. To compare the
2D thin films with the 3D magnetic structures, besides the pre-structured specimen, planar samples were also
fabricated. The first sample series prepared was coated by Py. Due to the fact that the magnetic properties
of this material are well-known, it was also possible to do some OOMMF simulations in addition to the
VNA-FMR and MOKE measurements.
Afterwards two planar samples with CoCrPt and CoCrPt:SiO2 were prepared. The planar CoCrPt:SiO2 sam-
ples were Co+ ion implanted to study the influence of such irradiation on the intergranular and interdot
exchange coupling, switching field distribution, and in particular on the spin dynamics. Moreover, both
samples were measured by TRMOKE in order to obtain information about the spin dynamics.
Subsequently, the perpendicular storage media materials CoCrPt:SiO2 and [Co/Pd] were deposited on a pre-
structured GaSb(001) nanocone substrate surface. These sample series were measured by MOKE, SQUID,
and vector-VSM. The measurements demonstrate the influence of the periodicity and height of the nanocones
on the intergranular and interdot exchange coupling. They also show the reorientation of the magnetisation
with respect to the curvature of the substrate template and furthermore, the morphology-induced influences
on the magnetic domains.
From the comparison between the results for the planar and the pre-structured samples, a decrease of the
interdot exchange coupling was observed, which scales together with the periodicity of the nanocone pattern.
In addition, it was shown that for all samples with thin magnetic films on nanocones,the magnetisation
aligns along the curvature of the underlying nanocone structure. For Py on nanocones, planar granular
CoCrPt:SiO2, and planar granular CoCrPt, measurements by VNA-FMR and TRMOKE could be carried out,
which yielded information about the spin dynamics. The results obtained for both of the planar sample are
comparable to values from the literature for the Gilbert damping. The results for the Py samples showed that
the commonly used 2D model resonance condition is, in case of a 3D magnetic structure, no longer valid due
to the alignment of the magnetisation along the underlying substrate structure and therefore an new model
has to be derived.

Kurzfassung
Aufgrund des weltweiten, immer weiter steigenden Bedarfs an Speicherplatz von digitalen Information, sind
neue Technologien für größere und schnellere Speichermedien im Fokus von Forschung und Entwicklung.
Ein Schritt hin zu einer höheren Speicherdichte in der magnetischen Datenspeicherung ist dabei das sogenan-
nte Konzept der ”Bit patterned media”, das definierte Informationseinheiten auf regelmäßig angeordneten
Nanostrukturen beschreibt. Dieser Ansatz ist einer der derzeit vielversprechendsten Optionen die Spe-
icherdichte zu erhöhen. Dabei ist die Herstellung der benötigten Nanostrukturen und deren Skalierung hin zu
makroskopischen Dimensionen eines der Probleme an deren Lösung die Wissenschaft und Industrie derzeit
arbeitet. Desweiteren ist die Antwort auf die noch offene Frage nach der Beeinflussung der nanoskaligen
Strukturen auf die magnetischen Eigenschaften von großem Interesse.
Das Hauptziel in dieser Arbeit ist es, einen Beitrag zur Beantwortung der Frage, welche magnetischen
Eigenschaften sich durch eine Veränderung der Oberflächenstruktur im Nanometerbereich beeinflussen
lassen, zu leisten. Hierzu wurden die folgenden Eigenschaften, wie zum Beispiel die Anisotropie, Re-
manenz, Koerzitivität, Schaltfeldverteilung, Sättigungsmagnetisierung, Gilbertdämpfung und inhomogene
Linienverbreiterung von planaren zweidimensionalen dünnen ferromagnetischen Schichten mit denen von
dreidimensionalen magnetischen Strukturen verglichen. Zusätzlich wurde der Einfluss der angegpassten
Morphologie auf die intergranularen- beziehungsweise auf die zwischen den Strukturen wirkende (inter-
dot) Austauschkopplung untersucht. Der Hauptaugenmerk bei den ferromagnetisch dünnen Schichten lag
dabei auf den granularen CoCrPt:SiO2 und [Co/Pd] Filmen, die heutzutage ein Standardmaterial für die
magnetischen Speichermedien darstellen. Diese Materialien zeichnen sich durch eine hohe Koerzivität und
senkrechte Anisotropie, mit geringer räumlicher Verteilung der Vorzugsrichtung der Magnetisierung, aus.
Die hier vorgestellten vorstrukturierten GaSb(001) Substrate mit selbstordnenden periodischen Nano-
kegeln auf der Oberfläche, sind mittels Ionenstrahlerosion einfach, schnell und sehr gut reproduzierbar
herzustellen. Deshalb ist diese Methode besonders für die Grundlagenforschung von Vorteil. Um einen
Vergleich zwischen 2D Filmen und 3D Strukturen ziehen zu können, wurden neben den vorstrukturierten
Substraten auch planare Proben beschichtet. Eine erste Versuchsreihe wurde mit einem dünnen Py Film
präpariert. Da dessen magnetische Eigenschaften wohlbekannt sind, konnten neben den Untersuchungen mit
VNA-FMR und MOKE auch einige OOMF Simulationen erstellt werden.
Danach wurden zwei Proben mit planarem CoCrPt beziehungsweise CoCrPt:SiO2 untersucht. Bei den
planaren CoCrPt:SiO2 Proben wurden außerdem noch Co+ Ionen implantiert, um deren Auswirkungen
auf die intergranulare Austauschkopplung, Schaltfeldverteilung und besonders auf die Spindynamik zu
bestimmen. Bei beiden Probensystemen konnte zusätzlich die Spindynamik mittels zeitaufgelöstem MOKE
gemessen werden.
Im Anschluss wurden die beiden senkrechten Speichermedien CoCrPt:SiO2 and [Co/Pd] auf Substraten
mit Nanokegeln vorstrukturierten GaSb(001) Oberflächen abgeschieden. Diese Proben wurden mit MFM,
MOKE, SQUID und Vektor-VSM vermessen. Aus den Messungen konnnten dann die Einflüsse auf die
intergranulare- beziehungsweise interdot Austauschkopplung in Abhängigkeit von der Periodizität und
Höhe der Nanokegel bestimmt werden, sowie die Umorientierung der Magnetisierung bezüglich der Sub-
stratkrümmung und den Morphologie induzierten Einfluss auf die magnetischen Domänen.
Anhand der Vergleiche zwischen den Messungen der planaren und den vorstrukturierten Proben konnte
eine Verringerung der Austauschkopplung zwischen den Strukturen gezeigt werden, die mit der Nanokegel-
strukturperiodizität skaliert. Außerdem wurde in allen dünnen magnetischen Filmen auf Nanokegeln gezeigt,
dass die Magnetisierung sich in Abhängigkeit der darunterliegenden Struktur ausrichtet. Bei den Py auf
Nanokegeln, den planaren CoCrPt und dem planaren CoCrPt:SiO2 Proben konnten außerdem mit VNA-FMR
und TRMOKE Informationen bezüglich der Spindynamik gemessen werden. Die erzielten Ergebnisse,
der beiden planaren Proben, sind vergleichbar mit denen, aus der Literatur bekannten Werten, für die
Gilbertdämpfung. Darüber hinaus wurde durch die Messungen an den Py Proben gezeigt, dass die Theorie,
des bisher genutzten 2D Modells, nicht mehr gültig ist, da sich die Magnetisierung entlang der Substratstruk-
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Chapter 1.
Introduction and Motivation
Nowadays, due to the ever increasing demands of memory usage in information technology, digital data
storage requires a simultaneous increase of density and decrease of access time [see Fig. 1.1(a)]. New
ways must be found to improve and adapt the current data storage technologies to the future demand of
the consumers. Currently, many of the digital data storage systems available are based on a magnetic data
storage medium, such as a thin film of ferromagnetic material, and so the physics of magnetism plays a
part in developing this technology. The aim of this thesis is to provide a contribution to the fundamental
understanding of the physical processes of morphology-induced effects on the magnetic properties of thin
films. These properties are strongly affected by the surface morphology. [1–3] In particular, we study the
evolution of effects arising from the transition from a planar 2D ferromagnetic film to 3D magnetic structures
(nanocones). This transition could be a crucial point in the improvement of data storage technologies.
The introduction of perpendicular magnetic recording (PMR) media improved storage density over the
former longitudinal recording media (LMR) by a factor of at least three and its development has lasted
for three decades [see Fig. 1.1(b)]. [4] Currently, commercial hard disc drives use a continuous granular
PMR media with multiple grains per bit, where an individual grain has a diameter of about 6 – 8 nm and
one bit is approximately 20 nm long and 100 nm wide [see Fig. 1.2(b)].1 The boundaries between the bits
are determined by the grain boundaries which contain a segregating oxide. Compared to the longitudinal
magnetic recording (LMR) media used previously, where the easy axis of magnetisation lays in-plane and
the material is magnetically weaker, the data storage density is significantly higher for PMR media compared
to LMR media due to the smaller bits and the higher coercivity. A brief summary of the advantages of the
PMR media are described as follows: [5]
(a) The pole-head/SUL configuration has a field twice as large as that given by the ring head previously use.
This higher field enables the use of ferromagnetic media with higher anisotropy Ku and higher coercivity.
Therefore it is possible to make use of granular media (switching units) of a smaller volume, which leads to
an increase of the storage density.
(b) The sharp transition between the bits supports the application of thick media. The usage of thicker media
enables the areal density to be increased whilst maintaining the volume of the bits, and thus an increase the
storage density without comprimising the thermal stability of the system.
(c) PMR media have a strong uniaxial orientation of magnetisation compared to LMR media wich has a
random in-plane orientation. Therefore the switching field distribution (SFD) is decreased which allows a
sharper written transition. Furthermore, well-defined oriented media are tantamount to achieving a higher
signal and a lower noise.
The read heads of hard disc drives (HDD) detect the stray field from the magnetic bits. The scheme of a
1Talk of Dr. Olav Hellwig, HZDR e.V., 10/30/2011
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Fig. 1.1 (a) Graph of the worldwide data storage supply (capacity) and demand (information produced) from 2004 up to
2012. (b) Graph of the increase of data storage areal density from 1990 to 2015. The data points represent the milestones
of the different industrial data storage companies. As well as, the different technologies which have allowed these
milestones to be reached. Adapted from the talk of Dr. Olav Hellwig (Hitachi GST), HZDR e.V., 10/30/2011.
current design for a PMR based HDD with a read/write head is shown in Fig. 1.2(a). An important part
of the writing system is the SUL which concentrates the flux under the pole-tip where it generates a high
intensity magnetic field in the gap between the tip and the SUL. Therefore, within this gap the highly intense
magnetic field directly acts on the recording layer, i.e. CoCrPt:SiO2. The higher write field leads to the
means to use magnetic materials with a higher coercivity and anisotropy. In such a highly coercive media the
magnetisation requires on the one hand a higher switching field but on the other hand the magnetisation is
inherently more stable. Moreover, due to the SUL, the read back signal is amplified and in addition decreases
the interference from adjacent bits. [6–13]
The state-of-the-art PMR material is a magnetron sputtered weakly exchange coupled granular CoCrPt:SiO2
film on top of a stack consisting of a dual-Ru layer, seed layer, SUL, and a adhesion layer deposited on a
glass wafer [see Fig. 1.2(b)]. Typically the entire stack is capped by a carbon layer to avoid further oxidation.
The enhanced intergranular exchange decoupling is achieved by the addition of a segregating SiO2 to the
CoCrPt alloy. The CoCrPt:SiO2 grows in columns on top of a stack of several layers, which will be briefly
introduced from the top to the bottom in the following.
The first underlayer typically consists of a dual-Ru intermediate growth layer. This approach achieves
a well-defined c-axis orientation of the CoCrPt:SiO2 recording layer as well as improved macro-magnetic
properties. The first Ru layer below the recording layer was deposited at a high working gas pressure, which
leads to a lower mobility of the Ru atoms during deposition, this deposition condition improves the isolation
of the grain morphology. This is necessary for an improved coercivity and a larger negative nucleation field.
Whereas the second Ru layer beneath, was prepared at a lower working gas pressure and therefore with a
higher mobility of Ru atoms during deposition. The benefit from this process step is a well-defined crystalline
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texture. Due to the presence of the Ru layer the CoCrPt grows with a hcp structure, where the easy axis of
magnetisation points along the (0001)-direction (c-axis) and therefore the magnetisation easy direction is
subsequently out-of-plane. The lattice mismatch of 7.3 % (Ru: a = 2.70389/Co: a = 2.5074 [14]) induces the
hcp growth due to the lattice strain. The lattice mismatch is therefore crucial to obtain a high perpendicular
anisotropy. [15,16] Furthermore the dual-Ru intermediate layer leads to an improved signal-to-noise (SNR). [13]
Another function of the dual-Ru layer is to exchange decouple the magnetic recording layer on top from
the SUL below. Below the Ru layer an additional intermediate seed layer with a crystallographic texture of
hcp(0001), fcc(111), or bcc(110). [17–22] is used to support the epitaxial growth of the Ru. Currently, beneath
the growth underlayer and the intermediate seed layer a SUL is prepared which is needed to conduct the
magnetic flux of the read/write head. Between the SUL and the carrier substrate (i.e. a glass carrier) another
layer is usually deposited as a seed layer to improve the adhesion to the glass carrier substrate.
Usually the entire recording media stack of a conventional HDD stack is more than 40 nm thick. The
entire stack has to be optimised for recording on the following three items: the signal-to-noise ratio (SNR),
the thermal stability, and the writing field [see Fig. 1.2(c)]. As has been discussed in the literature, both the
thermal stability and the writing field, given by Keff , depend on the grain size. [23] The SNR can be improved
by decreasing the grain diameter, but this also reduces the thermal stability and if taken too far this leads
to superparamagnetism. This takes place, when the energy associated with the anisotropy barrier (K · V )
becomes comparable to the thermal energy (kBT ), this is referred to as the superparamagnetic limit and is the
point where the magnetic grains in a material are subject to random thermal fluctuations during the lifetime
of the product which leads to data loss. [24,25] Increasing K gives a better stability but then larger fields are
required to switch the magnetisation. Thus, a balance should be found between the three parameters (i.e.
thermal stability, SNR, and writing field) given above. In this thesis we focus on the investigations of the
magnetic properties of the PMR media, issues regarding the writing field will be not discussed.
We have investigated the magnetic reversal behaviour, the switching field distribution and the spin
dynamics of granular CoCrPt:SiO2 films and [Co/Pd] multilayers ([Co/(Pd,Pt)] and CoCrPt:SiO2 have a high
perpendicular anisotropy [26–31]). We will show that due to the granular nature of the ferromagnetic material,
the collective phenomena of intergranular- and/or interdot exchange coupling influences the magnetic reversal
process. The interdot exchange coupling is an additional complexity, which appears due to the fact that the
pre-structured samples are no longer a simple 2D film, as will be shown in this work. This interdot exchange
coupling is defined by the underlying template length scale. Moreover, the curvature of the structure affects
the interdot- and the intergrain exchange coupling and the anisotropy distribution. In this thesis, changes of
the magnetic properties due to the variation of the length scale of the template pattern will be investigated.
The intergrain exchange coupling can be tailored, on the one hand by the SiO2 content in the CoCrPt alloy or
on the other hand by ion implantation into the CoCrPt:SiO2 layer. Within this work, former investigations
of ion implanted planar, granular CoCrPt:SiO2 films will be extended by investigation regarding the spin
dynamics. [32]
Since PMR media for hard disc drives was introduced to the market in 2005, the technology has steadily
developed and has almost reached the superparamagnetic limit [see Fig. 1.1(b)] a new approach has to be
sought in order to achieve a higher data storage density. One first step was to tailor the intergrain exchange
coupling by ion implantation. [32–35] A new approach currently under investigation is heat-assisted magnetic
recording (HAMR), where the media is locally heated close to the Tc and thus, the switching of highly
anisotropic particles can be achieved with low fields. [36,37] A possible further method is to use discrete
isolated magnetic bit units, this concept is called bit patterned media (BPM). [38–45] The drawback of PMR
media is that the grains are randomly arranged, so in order to define a bit many individual grains have to be
used. In this type of media the grains have to be isolated, so that the bits a properly separeted, which means
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Fig. 1.2 (a) Scheme of a perpendicular recording system on a current hard disc drive. (b) plane transmission electron
microscopy (TEM) image of a triple magnetic layer medium (CoCrPt:SiO2) (adapted from Takenoiri [47]). The false
coloured regions represent exemplarily a bit unit. (a) Triangle of the three parameters in a recording media, which have
to be optimised (balanced).
the thermal stability is defined by the grain volume. In BPM, there may be multiple grains per unit, but these
grains can be coupled because each bit unit is an magnetically separate structure acting as a single domain
particle. Thus, the thermal stability is determined by the volume of the entire bit in contrast to the PMR
where this is defined by the grains.
The size of the bits and their locations are determined by the preparation method, for instance optical
or electron beam lithography. [38] Electorn beam lithography is only suitable for samples for fundamental
research and for preparation of templates due to the long preparation time of this technique. Another
promising candidate for future application in the BPM preparation might be nanoimprint lithography. [46]
For BPM the dimensions of the bit and the material are chosen to yield a thermally stable magnetic unit.
Therefore, by reducing the dimensions of the pattern an increase of the storage density is achievable. Here,
investigations are presented of media on self-assembled nanostructured GaSb(001) which should be a step
toward the BPM.
BPM requires accurately positioned bits in an ordered array that can be addressed by a read/write head.
Currently, several methods are being investigated to find a fast and easy to produce surface patterning on the
nano length scale. [48] Considerable efforts have been dedicated to fabricating ordered arrays of magnetic
nanostructures using various lithography techniques [49] including nanoimprint approaches. [50] However, these
methods are multistep, expensive, and involve time-consuming procedures. Other ways to produce patterned
templates are self-assembly techniques such as anodisation, [51] electro-assisted deposition, [52] evaporation-
induced-self-assembly associated to liquid deposition, [53] phase separation in block co-polymers, [54] self-
assembled magnetic particles, [55] or surface instability induced by ion bombardment. [56] In this thesis the
latter ion erosion technique to produce a substrate with patterns of nanocones.
The magnetic response of thin films fabricated on such templates is strongly affected by the surface
morphology, such as the local surface curvature. [1] These curvature effects result in a substantial mod-
ification of the magnetization reversal behaviour of individual magnetic nanostructures. [57] On the one
hand, curvature-driven changes can be beneficial in reducing the switching field, which is advantageous
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Fig. 1.3 (a) SEM image of an Ar+ ion eroded GaSb(001) substrate surface at an energy of E = 200 eV. Below the
corresponding TEM image of this nanocone structure is shown. (b) TEM image of two nanocones prepared with an
energy of E = 1200 eV and coated with CoCrPt:SiO2 on top. (c) Magnification of the TEM image in (b), where the
growth of the granular structure is shown with respect to the local curvature.
for magnetic recording applications. However, for films with perpendicular magnetic anisotropy, where the
anisotropy lies along the local film normal, curvature might result in a tilt of the grain-averaged easy axis
of magnetization, which may tend to follow the geometry of the nanostructured surface. This tilt might be
considered as an additional source of noise in media, which has to be minimised.
In this work we want to make a progressive step towards the fundamental understanding of curvature
driven changes in the magnetic properties of 3D magnetic films. For this purpose, GaSb nanocone templates
were used, which were created from GaSb wafers by ion beam erosion [see Fig. 1.3] and this fabrication
method is detailed in the following chapter. [58] This ion beam erosion technique provides a rather fast and
easily reproducible way to prepare periodic nanostructures. The ions form a cone-like structure on the
substrate surface with a periodicity, width and height which are typically on the nanometre length scale. The
cones have an irregular long-range order, however, if higher sputter energies are used then in the short-range
regime a hexagonal order is observed. Such order is sufficient for our study of the morphology-induced
effects.
To analyse the differences between the measured magnetic parameters such as coercivity, anisotropy,
remanence, switching field distribution, Gilbert damping, and inhomogeneous linebroadening, for 2D planar
samples and 3D magnetic structures, we prepared the following samples:
• One planar reference sample of GaSb(001) / Cr (5 nm)/Py (20 nm)/Cr (3 nm) thin film and six different
pre-structured GaSb/Cr (5 nm)/Py (20 nm)/Cr (3 nm) thin film samples with increasing periodicity of
the nanocones;
• Two planar granular CoCrPt films with a different saturation magnetisation deposited on a glass wafer;
• One planar granular CoCrPt:SiO2 reference sample and a variation of eighteen planar granular
CoCrPt:SiO2 samples with increasing fluence of ion implanted Co+ deposited on a glass wafer;
• Three different GaSb(001)/granular CoCrPt:SiO2 samples with increasing nanocone periodicity;
• Three different GaSb(001)/[Co/Pd] multilayer film samples with increasing nanocone periodicity.
For the sample series of the Py on nanocones OOMMF simulations were performed to confirm the results
obtained. The magnetic characterisation for the samples was carried out by several magnetometry techniques,
including ferromagnetic resonance and time-resolved magneto-optical Kerr effect. To investigate the structure




Fundamentals: Theory and Experimental
Methods
In this thesis the effects of morphology-induced and ion implantation changes on the properties of ferro-
magnetic thin films are discussed. A special focus is on recording media like the granular CoCrPt:SiO2 and
on [Co/Pd] multilayers. The investigations study the changes in anisotropy, g-factor, remanence, coercivity,
damping, switching field distribution, and saturation magnetisation due to the tailored surface structure and
the intermixed crystalline film structure. In this chapter the latter concepts will be described first. Afterwards
the techniques which were used in the experiments, will be briefly introduced.
2.1. Fundamental Theory
Ferromagnetism is a collective phenomenon which shows a spontaneous magnetisation produced by the
parallel alignment of elementary permanent magnets (i.e. spins or magnetic moments). [59,60] The alignment
of the spins is due to the exchange coupling between them. Thermal excitation exerts a randomly flucating
torque onto the individual spins which has the effect to disorder the spin system. The Curie temperature
defines the point where the thermal excitation dominates over the exchange coupling. Below the Curie
temperature [61] (Tc) an alignment of the spins exists without an applied external magnetic field, above Tc
a paramagnetic behaviour is observed. [62] At room temperature the four elements Iron (Fe), Cobalt (Co),
Gadolinium (Gd), and Nickel (Ni) show a ferromagnetic order. [63]
On a microscopic length scale the exchange coupling is usually the dominating energy term, as a conse-
quence of this the spins tend to aligned locally. Whereas on the macroscopic length scale, other energies
terms which do not drive a parallel alignment of the spins compete with the exchange coupling. Thus, the
spins tend to form domains within the magnetisation is uniform but between them the magnetisation can
point in different directions.1 In nanostructured systems it is common to have small regions which are
magnetically decoupled from each other, as a consequence in each of this regions all of the spins are aligned
due to the dominance of the exchange energy. This is referred to as a single domain particle. Within the
single domain particle due to the alignment of all spins, one can approximate all the magnetic moments
by a single net moment of fixed magnitude size. The saturation magnetisation is referring to the to such a
situation where all spins are aligned in one direction. In a macroscopic system because the domains can point
into different directions, the net moment can be any magnitude between zero and saturation magnetisation.
1Magnetic domains (also called Weiss domains) dominate the properties of ferromagnets, they form regions, wherein the magnetic
moments are coupled. Therefore, the entire spins are aligned parallel, which leads to a uniform magnetisation within the domains.
Typically, the alignment of the single domains is trying to reduce the stray field of the shape. The regions separating domains are
called domain walls. In these areas a coherent rotation of spins is observable. The underlying theory was developed by Pierre Weiss
and can be found elsewhere. [64]
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2.1.1. Ferromagnetic Interactions and Energies
Four main interactions have to be considered in a typical ferromagnetic system, which are the following:
• The Zeeman energy describes the interaction between each spin and an external magnetic field;
• The dipole-dipole energy describes the interaction between spins via their dipole fields which give
sensitivity to the shape of the sample;
• The exchange coupling energy which was discussed in the previous section describes the interaction
between spins
• The spin-orbital energy describes the interaction betwenn spins with their atoms which gives a
sensitivity to the crystal structure of the sample.
Niels Bohr has proved that the ferromagnetic phenomena on the atomic scale cannot be described within the
classical picture. [65,66]
Zeeman Energy The Zeeman energy is the potential energy of a magnetised sample inside an external
magnetic field. This energy is a function of the direction in which ~M points. The energy term is minimised




~M · ~Hext∂V (2.1)
Dipole-Dipole Interaction The long-range dipole-dipole interaction (DDI) is contributing to both the mi-
croscopic behaviour of the magnetocrystalline anisotropy (see 2.1.2), as well as contributing to a macroscopic
phenomenom called shape anisotropy (see 2.1.2). The DDI is described by the following Hamiltonian
HDDI (~rij) = −
∑
i<j









(~µi · ~rij)(~µj · ~rij)
)
. (2.2)
Due to the fact that in case of solids the atoms are regularly assembled in a lattice, thus the spins are also
fixed into said lattice. The vector ~rij in the latter equation represents the relative position of any two spins
within the lattice, and so this energy term is sensitive to the lattice structure. As a consequence in terms of
minimizing the energy the orientation of the spins with respect to the lattice is important, this gives rise to
an anisotropy effect. This anisotropy effect is minor compared to the SOI, which is discussed below, by an
amount determined by the lattice vector ~r 3ij.
In addition, to the microscopic effect the DDI also has a macroscopic impact. This effect is described by
classical magnetism, which normally is describes the effect in terms of the diagram (see Fig. 2.1). [67–69] This
behaviour results in a so-called demagnetizing field ~Hdem, which points in the counter direction of ~Hext.






~M · ~Hdem∂V. (2.3)
Exchange Coupling Interaction The long-range parallel orientation of nearest neighbouring magnetic
moments mentioned in the previous section requires a strong force to stabilize this state. [62,70] The cause
of such strong forces is described by a strong interaction of these moments. The first quantum mechanical
treatment of the exchange interaction was published by Werner Heisenberg. [66] The relevant part (exchange
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~Si · ~Sj. (2.4)
This general Heisenberg-Hamiltonian Hexchange includes the summation of all atomic spins (~Si, ~Sj), as well
as the exchange integral Jex. [71,72] In the case Jex > 0 (~Si ‖ ~Sj) it represents the ferromagnetic alignment.
Despite this exchange interaction being short-range it can lead to a complete parallel alignment of the entire
spin system. Moreover, Jex has a magnitude of 103 cm
−1
, which is four magnitudes larger compared to the
dipole-dipole interactions. From the point of view of quantum mechanics, equation (2.4) is an approximation.
Surprisingly this model works very well for a broad range of systems.
Spin-Orbital Interaction The spin-orbit interaction [73] can be deduced by using the Dirac equation. [72,74]
The complete derivation can be found in the quantum mechanics textbooks. [72] This derivation, from the
Dirac equation via the Pauli equation, leads to the following Hamiltonian, where the magnetic moment µ
consists of two parts, the orbit- and the spin contribution







The term with ~L+ 2~S represents the so-called Russell-Saunders coupling or LS coupling. This coupling
will be explained in more detail in the following discussion about the g-factor. The spin moment has the
magnitude ~µ = g e02mc ~S. Here ge ≈ 2.0023 is the gyromagnetic factor or the Landé factor of a single electron
as determined by the quantum field theory.
2.1.2. Magnetic Anisotropy
Magnetic anisotropy describes a preferential alignment of the magnetisation in a ferromagnetic material
without an applied external magnetic field. The magnetic moments align along the energetically favourable
direction, which is called the easy axis. Whereas, the hard magnetic axis describes the direction where
one needs to apply the highest energy to force ~M to align parallel. In other words, considering the typical
experimental setup, in this direction one has to apply the highest external magnetic field to the system.
Causes for the anisotropy are mainly the contribution of the SOI and the DDI, which lead to the
magnetocrystalline- and the shape anisotropy. [75,76] There exist also the magnetoelastic- and exchange
anisotropy, but these play a minor role for the systems investigated here. The spin-orbital interaction (SOI)
leads to the magnetocrystalline anisotropy (MCA). The dipole-dipole interaction (DDI) is responsible for
both the shape anisotropy and a minor contribution to the MCA. The effect of shape anisotropy is observed
when rotating ~M with respect to the shape of the sample and the effect of magneto-crystalline anisotropy is
observed by rotating ~M with respect to the crystallographic axes. [77]
The magnetisation is defined as the moment per unit volume and it depends on the product of the external




∧ ~M = χmag ~Hext. (2.6)
For the macroscopic description of a FM system it is usual to define a thermodynamic function. Therefore,
starting with the free energy Ffree (T,M,~eM , ε), where M represents the magnitude of the magnetisation,
9
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Fig. 2.1 (a) Scheme of a homogeneously magnetised ellipsoid inside an external field ~Hext. The magnetisation creates
apparent poles on the surface due to charges distribution. The external field and the magnetisation are aligned parallel.
Whereas, ~Hext points in the opposite direction. (b) Presents the polar coordinate system of the limiting case of the
ellipsoid as an infinitely disc.
T is the temperature, ~eM is the unit vector with respect to ~M , and ε is the strain tensor of the system. In a
typical experiment, where ~M is rotated by a rotating external field, the magnetisation ~M changes. Therefore,
in the free energy the magnitude of ~M is no longer an externally controlled parameter. This leads to the
Legendre transformation for the thermodynamic potential of the so-called Gibbs free energy density. The
result of the transformation is given by
F (T,HM , ~eM , ε) ≡ Ffree −HMM. (2.7)
In the latter equation theHM represents the projection ofHext along ~eM . Typically the unit vector, as well as
HM is expressed in polar coordinates as it simplifies the problem. The positions of the minima and maxima
of the Gibbs [78,79] free energy density (F ) of the system defines the direction of the hard magnetic axis (hard
axis, maximum F ) and the easy magnetic axis (easy axis, minimum of F ). The energy which is needed to
turn the magnetisation from the easy to the hard axis is called magnetic anisotropic energy (MAE). [80]
Due to the total free energy it is possible to define the so-called effective magnetic field Heff . [81–83]
~Heff = −∇ ~MFtotal. (2.8)
This functional derivative of the Gibbs free energy with respect to the magnetisation defines the effective
field Heff , which is the axis about which the magnetisation precession occurs, [84] and it is the resulting
magnetic field direction. This means it consists, beside the external magnetic field, of all internal magnetic
fields, as well as the external demagnetizing field.
A ferromagnetic system loses its magnetic anisotropy in the case that it enters into a superparamagnetic
state. [61] Superparamagnetism has to be taken into account for sufficiently small structures on the nanoscale
regime. In that case, ~M randomly switches its direction, due to thermal excitation. [85] There exists a non-
negligible probability of switching during the lifespan of a device, which leads to a data loss in magnetic
recording media. Hence, one issue of investigations in the field of magnetic recording aims to find ways to
overcome this limit. In contrast to the typical transition of ferromagnetism to paramagnetism at Tc, for the
case of superparamagnetism this effect occurs at much lower T . This plays a role, when one considers the
recording materials, like CoCrPt:SiO2 and [Co/Pd] , which are discussed here. Especially, for the granular
films of CoCrPt:SiO2 films the superparamagnetic limit is an essential consideration in the context of
perpendicular recording media. These grains have currently reached the superparamagnetic limit, their size
being about 6–8 nm. [24] A high anisotropy is crucial to align the magnetisation and to keep this condition
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thermally stable.
Magnetocrystalline Anisotropy If one considers an infinitely extended homogeneous ferromagnetic
sample, such a sample should show an isotropic behaviour. Nevertheless, in practice there will be a magnetic
anisotropic distribution observable. This phenomena can be explained in terms of the SOI and microscopic
DDI. [86] Both interactions are coupled to the crystal lattice of a solid state sample. The short-range SOI via
the orbital angular momentum and the long-range DDI via the vector ~rij . One has to mention that compared
to the Heisenberg exchange interaction (2.4) these interactions are 10 - 100 times smaller. [87] Values for
the magnetic anisotropy energy (MAE) obtained using perturbation theory, can be found elsewhere, [80].
Recent ab-initio theoretical calculations were performed which achieve more precise results than perturbation
theory. [88]
The geometry for theory and experiment is shown in Fig. 2.1(b).2 The crystallographic directions are
defined by the Miller indices. [89] The crystallographic [001] direction represents the z-axis, which in this
case corresponds to the surface normal. Moreover, [110] is chosen to be the y-axis and [11̄0] is the x-axis.
There are four corresponding angles to be considered, which depend on ~H and ~M . The polar angles θ and θH
are measured with respect to the surface normal. Whereas, the azimuth angles ϕ and ϕH are measured with
respect to [100]. The azimuth angle ϕu represents the easy axis of the uniaxial in-plane magnetic anisotropy.
In most ferromagnetic materials the magnetocrystalline anisotropy is the main source of the magnetic
anisotropy-energy density. [90] Typical values for the anisotropy-energy densities, the so-called anisotropy
constants are for example 0.5 × 106 ergs/cm3 for the bcc Fe and 5.0 × 106 ergs/cm3 for hcp Co. The





and has the dimension of a magnetic field. The benefit of the factor 2 in the numerator is to compare the
anisotropic field with the coercivity directly, as well as with the applied external field. [70]. The derivation of
the mathematical expression of a fcc tetragonally distorted (fct) system, as well as for a hexagonal (hcp)
system is presented in appendix A.
Shape Anisotropy The demagnetizing field can be derived starting from Gauss’ and Ampère’s laws of
magnetism from the Maxwell equations. [73]
∇ · ~B = 0 ∧ ~B = µ0( ~Hdem + ~M) ⇒ ∇ · ~Hdem = −∇ · ~M (2.10)
Therefore, the divergence of the magnetisation is causing the demagnetizing field, which is always directed
contrary to ~M . Due to the shape dependence of the dipole-dipole interaction the calculation of arbitrary
shapes is in most cases very complex because of inhomogeneity. For most geometries the demagnetizing
factors have to be determined by numerical calculations. A simple system was derived by Aharoni and
Osborn. [61,91] It describes a uniformly magnetised ellipsoid [see Fig. 2.1(b)]. In this case, ~Hdem can be





, where N̂ =
 Nxx 0 00 Nyy 0
0 0 Nzz
 with Trace(N̂) ≡ 1. (2.11)
2For all calculations the polar coordinate system is used: x = sin θ cosϕ, y = sin θ sinϕ, z = cos θ
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Considering the limiting case of an infinite two-dimensional cylindrical disc [see Fig. 2.1(b)] the following
demagnetizing factors are valid: N‖ = Nxx = Nyy = 0 and N⊥ = Nzz = 1.For the calculation of the
shape anisotropy one needs the z component of the magnetisation Mz = M cos θ. By considering all of the
assumptions mentioned previously the general integral for the dipole-dipole contribution of the free energy






~M · ~Hdem ∂V = 2πMs cos θ. (2.12)
In several publications one can find examples of analytical and numerical calculations for the demagnetizing
factors for other shapes. [92–99]
2.1.3. g-Factor
In section 2.1.1 the electron g-factor was mentioned and its value was given as ge ≈ 2.023. In a real sample
system, one observes, for instance from the FMR experiments a deviation to higher values. Here, some of
these values for the materials discussed in this work are listed:
I Iron gFe ≈ 2.09 [100,101]
I Nickel gNi ≈ 2.17 [102] - 2.21 [101,103]
I Cobalt gCo ≈ 2.18 [101,102]
I Permalloy gNiFe ≈ 2.10 [101,104,105]
I CoCrPt -Ta gCoCrPt −Ta ≈ 2.16 [106]
Obviously, these listed values differ significantly from the ge derived. Attempts to explain this deviation
by the anomalous Zeeman effect [107–111] do not work out because the influence of the crystal lattice in a
solid cannot be neglected. Therefore, one has to take into account, that the atoms are fixed to a lattice which
leads to a description by crystal field theory (CFT). [112,113] This theory combines the fields of neighbouring
atoms to a macroscopic average field. In the case of 3d atoms the crystal field (CF) is dominant compared
to the LS-coupling, because the 3d electrons are weakly shielded. Moreover, the spherical symmetry is
disrupted. Therefore, the expectation value ~Lz is quenched, due to the fact that the ~Lz is not rotationally
symmetric anymore. This effect is known as the ”quenching of the orbital momenta” (⇒ 〈0|~Lz|0〉 ≡ 0).
These effects lead to an anisotropic g-factor. This can only be described by the perturbation theory, [79] where
the spin-orbital interaction and the Zeeman interaction are considered as the perturbation. This leads to the






















The operator Fi acts only on the spatial variables and Ti,j only on the spin variables. After the evaluation of
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Fig. 2.2 (a) Hysteresis loop for ferromagnetic material. The surrounding boxes depict the behaviour of the magnetic
domains. The initial magnetisation curve has been sketched. The black horizontal lines are showing the saturation
magnetisation (Ms). The intersection emphasised by the red circle of H = 0 and hysteresis is the remanence (Mr).
The blue circle shows the intersection of M = 0 and the loop, which is the coercivity. (b) Schematic sketch of an ideal
measurement along the easy axis in comparison to a hard axis measurement for an anisotropic ferromagnet.





















The derivation summarised here is described in detail in several textbooks. [114–116]. The tensor Ωij describes
the deviation of the g-factor in a solid from the ge-factor of an electron. The symmetry of Ωij is based on the




is valid, the g with respect to ge gives for the elements with more than a half full occupied d-shell higher
values (i.e. Ti, V, Cr). An opposite behaviour is observable for elements with a less than half-empty d-shell
occupation (i.e.: Fe, Co, Ni, and Cu). In principle, the components of the tensor could be assigned to a
certain orientation. Therefore, it is possible to distinguish between the in- and out-of-plane components of
the g-factor by an angular-dependent measurement, e.g. by using a ferromagnetic resonance measurement.
All the measurements presented in this work, which were made in order to obtain the g-factor, are showing
the out-of-plane component of g. This restriction will be explained there, as well.
2.1.4. Hysteresis Loops and Switching Field Distributions
Hysteresis Loops Several magnetometry techniques like MOKE, SQUID, and VSM measure a so-called
magnetic hysteresis loop where the external magnetic field is swept between a field which saturates the
sample in one direction and the same in the opposite direction. [117–119] In the case of a ferromagnetic system,
once the material has been saturated, the field can be reduced to H = 0 and the system will retain some or
all of its magnetisation as a remanence. The following is a description of how a hysteresis loop [see Fig.
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2.2(a)] is measured. Starting with a ferromagnet in a demagnetised state, by increasing the external magnetic
field, the loop follows the initial magnetisation curve (green) up to a saturated state. The value for this is
called the saturation magnetisation (Ms). Subsequently, if one switches the field off, there will still be a
remanent magnetisation present (Mr, red circle). To force the magnetisation back to zero, one has to reverse
the driving magnetic field to a value, which is called the coercivity (Hc, blue circle). The property of the
remanence is why permanent magnets retain their magnetism. [62,67,68]
In a continuous magnetic thin film, where the behaviour is generally dominated by the existence of domains,
the hysteresis arises from the energy barriers which are pinning the domain walls from moving. [120,121]
Starting from one saturation state where all spins are aligned in one direction, as the field is reduced the
domains starts to nucleate in order to reduce the stray field of the sample. Once the field passes zero field the
domains start to grow in order to increase the amount of ~M which is aligned with the field. In the case of an
ideal continuous film where there are few pinning sides, the domain walls can pass through the entire sample
in a relatively small field range which gives rise to sharp switching transition.
In granular recording media where the grains a strongly exchange decoupled and therefore, they can act as
single domain particles. When the field is reduced from the saturated state, the single magnetic particles tend
to align along their local easy axis. Furthermore, some of the single domain particles start to switch in order
to reduce the stray field of the system. After the field has passed zero, single domain particles tend to switch
at their individual switching fields.
The typical behaviour of a measurement along the hard- and the easy axis is shown in Fig. 2.2(b) for an
idealised case. The reversal of magnetisation is caused due to a shift of the magnetic domains. Typically,
when considering measurements with the applied field along the easy axis, there is just one domain wall
moving. Therefore, the one jump from one saturated state to the other is observable. This is due to the fact
that at a certain field all of the spins switch simultaneously and end up in the saturation magnetisation in
the opposite direction. The hard axis is characterised by a linear slope, which originates from the coherent
rotation of the magnetisation. Or in other words, the switching is a continuous process of individual magnetic
domains. Typically, a mixture of both cases is observable, as will be shown in chapter 3.
Switching Field Distribution As was previously mentioned, magnetically separated nanostructured or
granular ferromagnetic films, as for instance CoCrPt:SiO2 on nanocones, typically behave as single domain
particles. Therefore, in the hysteresis loop the switching process occurs over a wide range of fields which are
affected by the uniformity of the structures. The effect of the width of the switching transition is directly
related to the switching field distribution (SFD) of the magnetic units. The interplay of magnetocrystalline-,
interface-, interdot-, as well as shape anisotropy mainly determines the magnetisation reversal mechanism.
One should note that for improving a recording media the SFD should be narrowed to avoid errors in the
writing process. The analysis of the switching field distributions was done by using the hysteresis branch
from negative to positive magnetic saturation field values (ascending branch) [see Fig. 2.3(a) and (b)]. [122–125]
In some publications it is shown how to analyse the SFD in terms of intrinsic and extrinsic effects. This
was achieved by comparing the SFD result of the major hysteresis loop with the SFD result of a minor
loop. [126,127] In this thesis, the method was applied to our results, revealing rather small deviation and
therefore, we only need to present the SFD analysis of major loops. The shape of the loop branch is fitted by
















, x ∈ R. (2.18)
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Fig. 2.3 (a) shows a polar MOKE hysteresis loop of an unirradiated granular CoCrPt:SiO2 sample. The red fitting curves
are the Gaussian cumulative distribution function. Compared to (b), which shows an irradiated granular CoCrPt:SiO2 sam-
ple (40 keV Co+, fluence: 5 × 1015cm−2), the function has changed to a more pronounced simultaneous switching of
all grains. The reason for this behaviour will be discussed in detail in subsection 3.2.2 in the second chapter.
This equation (2.18) could be expressed as [129]

















The parameters used are µ as the expected mean value and the σ2 as the variance. Therefore, the fitting
function was obtained by substituting the µ by the value of Hc of the loop, as well as the σ2 by the SFD2. In

















Interest in the field of magnetisation dynamics has been revived over the last two decades due to an increasing
technical demand for faster magnetic devices. [130–132] The ferromagnetic resonance technique is a well-
established technology to investigate dynamical aspects of magnetism like the damping. Furthermore, the
topic of ultra-fast magnetisation dynamics is of interest to both research institutes and industry. The time scale
of the dynamical processes in magnetism is the pico- and femtosecond time regime. [133–135] Such ultra-fast
dynamics can be experimentally investigated by pump-probe setups, like the time-resolved magneto-optical
Kerr effect. [136–139] Both of the techniques mentioned above will be introduced in section 2.2. The underlying
fundamental physics of the dynamics will be described here.
Equation of Motion without Damping Here, one will find an introduction to the equation of motion,
which describes the precession of the magnetisation around the effective field. In certain systems (for
example small single domain particles) where the exchange force dominates and so all spins are forced to be
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In contrast to an equilibrium situation, where ~M × ~H ≡ 0 is valid, the equation of motion shows a torque
due to a change between ~H and ~M :
~M × ~Heff = ξ, (2.22)





The relation between angular momentum and torque is ~M = −γ~L. Therefore, equation (2.23) describes the
rotation of the sample in the direction of the effective field when there is a change of the angular momentum.



























one can see, that a pertubation to ~M induces a perpendicular motion to both the effective field, as well as
to the moment direction. There is, however, no motion in the field direction. [140] Equation (2.25) can be
analysed in more detail by multiplying in sequence by the magnetisation ~M and the effective field ~Heff




∂[ ~M · ~Heff ]
∂t
≡ 0. (2.27)
Equation (2.27) proves that the magnetisation remains constant, that it never reaches a parallel alignment with
the effective field, and that the angle θ between ~M and ~Heff [see Fig. 2.4(a)] is a time-invariant function. [105]
So, in other words, once such a motion is excited it continues to precesses indefinitely. Obviously, this does
not describe a real system. A real precessional motion is associated with a loss of kinetic energy due to a
counteracting interaction, which leads to a damping effect.
Equation of Motion with Damping When comparing the indefinite precession mentioned above with
experimentally obtained results, one observes a damped precession, which ends up in a parallel alignment
of ~M and ~Heff . This final state is the equilibrium state. To reach this state the precessing magnetisation
has to transfer kinetic energy to something else. Causal mechanisms for this transfer of Ekin are the
microscopic interaction between the magnetisation, spins, and lattice. [87] One derivation for the mathematical
description of the damping phenomena is the assumption of an effective field with a finite time delay δt.
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Fig. 2.4 (a) Scheme of the undamped precession of the magnetisation ~M around the effective field ~Heff . (b) Resulting
motion including the Gilbert damping term. This term is a phenomenological description of a precession that is reducing
in magnitude over time due to a loss of kinetic energy. Moreover, the motion now precesses helically in the direction
towards the effective field. (c) Causal interplay for the damping phenomena on the atomic-level. [141]
In order to define ~Heff(t− δt), this term can be expanded as a Taylor series with respect to t, contributions
higher than the 2nd degree can be neglected, By using the derivative of the effective field with respect to






By substituting equation (2.29) into the Taylor expansion one obtains,





























This derivation presented here can be found in the literature. [142] This dimensionless constant α is the so-
called Gilbert damping tensor, which for most applications is a diagonal tensor, or even isotropic. Therefore,
it is mostly written as a scalar coefficient. Equation (2.31) is well-known as the Landau-Lifshitz-Gilbert
equation. The derivation can be found in the literature. [81,82,84]
The Gilbert damping can be compared to the viscosity of fluids. The behaviour of the Gilbert damping
term is depicted in Fig. 2.4(b) and the interplay of the different damping components in Fig. 2.4(c). This
equation of motion describes a ellipsoidal spiral trajectory, where the damping points towards the effective
field vector Heff . The damping term, the direction of motion and ~M are all pointing perpendicular to each
other. As shown for the Landau-Lifshitz equation the magnetisation magnitude remains constant.
17
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2.2. Experimental Details
The effect of morphology changes on magnetic properties are the main focus of the work presented in this
thesis. [2] Therefore, the preparation of nanostructured surfaces and the deposition of FM films on top is a
crucial point. The morphology chosen for this work was a nanopattern of cones on a substrate. Therefore, in
the following section this structure will be referred to as the nanocone structure. These structures are created
by the ion erosion technique, an introduction to this is given in the following subsection. Subsequently,
to deposit a three dimensional ferromagnetic structure on top of the nanocones, two different techniques
were used: in the case of Permalloy films molecular beam epitaxy was used, whereas the CoCrPt:SiO2 and
[Co/Pd]8 films were prepared using magnetron sputtering. Both techniques will be briefly introduced in
subsection 2.2.2.
2.2.1. Ion Beam Erosion and Ion Implantation
Fig. 2.5 Sketch of the energy distribution of impinging ions during the ion erosion process. The surface element (a) with
concave geometry is eroded faster compared to that (b) with a convex geometry. This is due to higher energy impact (red
lines) in the indentation compared to the elevations. [143,144]
Ion Beam Erosion The modification of the topography of a surface in the nanometre regime requires
special techniques. Since 1962 it has been known by Navez et al., [145] that a broad ion beam of 4 keV
induces a periodic structure on glass. Subsequently, a theory was derived by Sigmund [146] which describes
the diffusion process. For several other materials, e.g. Si, GaAs, and GaSb, the effect could be reproduced.
From this beginning investigations into the ion erosion technique have been intensively developed and
improved. [56,144,147,148] Of particular note is the Bradley-Harper theory, which combines the diffusion
processes and the sputter yield3 into one model, and which improved the understanding of this process. An
important fact is the angular dependence of the ion erosion technique (IET), which means that by shooting
the ions at different angle of incidence onto the surface, one will achieve different periodic structures, or
will smoothen the surface. At one extreme, applying the ion beam under grazing incidence one will obtain
a so-called ripple pattern formation [149–154] and at the other extreme a beam applied perpendicular to the
surface will create the nanocone structure. [56,58,155–159]
The formation of self-organised patterns by sputtering is caused by three competing processes: [144,146,148]
(i) The roughening is induced by the curvature dependent surface erosion [146] due to the decreased energy
deposition at the hillocks as compared to the dents/troughs. This results in a lower sputter yield, hence, a
stronger erosion of the troughs than of the hillocks. (ii) The smoothing of the surface caused by surface
diffusion and viscous flow of the surface material, and (iii) preferential sputtering in the case of compound
3The sputter yield describes the relation between the injected and the dislodged atoms of a sputtered sample.
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Fig. 2.6 Illustration of the sputtering process of nanocones. The beam has to be applied normal to the substrate. This
substrate is a single-crystalline GaSb(001) wafer. The resulting nanocone surface has a few nanometre thick amorphous
GaSb cap.
materials. [147,152,157] These three processes lead to a development of nanocones on GaSb as the preferred
erosion process as discussed in more detail in [153,156].
Here, the preparation of the nanocones on GaSb (001) by using the IET is described. The experimental
setup is a vacuum chamber with a load lock part. The base pressure typically achieved in the chamber is
p = 10−8 mbar. The sample holder is water-cooled (T ≈ 15 °C) and a Kaufman ion gun is used to provide
a broad ion beam. The sample is fixed by a Cu shield with a hole of about 1 cm in diameter. Due to this
Cu shield it is possible to control the temperature of the GaSb sample and to avoid overheating. The Ar
partial pressure was typically 2.5 · 10−6 mbar. To create the nanocones, one has to apply a broad Argon
ion beam parallel to the substrate normal. The physical origin of the process is sketched in Fig. 2.5. The
substrate surface is never perfectly smooth at the start of the process, this initial roughness is essential to
the start of the growth of the nanostructure. The binary GaSb has a different behaviour as compared to the
samples of one element, e.g. Si, concerning the energy deposition property. It is worth mentioning, that
there is an ongoing discussion in the literature, about how to describe these processes as well as conflicting
experimental results which were obtained and need to be discussed.
By tuning the applied kinetic energy of the ions, the distance between the nanocones is tuneable. The
distance itself is called the characteristic length and will be further abbreviated by lc. The fluence of the
applied Ar ions mostly affects the height and the diameter of the cones. Besides the flux, the fluence also
influences the ordering of the nanocones. The principle of the process is depicted in Fig. 2.6. An ion beam
with a certain energy, fluence, and flux creates due to the diffusion, a smoothing effect, and due to the sputter
yield, a nanocone structure on the surface. The nanocones have a few nanometres (usually less than 5 nm
thick) of an amorphous cap on top. All the process parameters and the dimension of the nanocones achieved
will be discussed for all prepared sample series in each section.
Ion Implantation The aim of the ion implantation is the intermixing and enrichment of the target ma-
terial with the applied species of ions. In this work the effects on the magnetic properties of a granular
CoCrPt:SiO2 were studied. In contrast to the IET, in implantation the erosion should be avoided. The
implanted ions should stick inside the film and penetrate to a desired depth, controlled by the energy. In
designing the samples the first step was to determine the right energy and fluence values for the implantation,
this was done by using the two simulation packages SRIM4 and TRIDYN. [160,161] The SRIM package
provides a simple way to obtain information about the implantation depth of the ions. Using this information,
it is possible to target a specific depth in the sample for intermixing and concentration. Nevertheless, one has
to simulate effect of the fluence, as well. This can be achieved by using the TRIDYN simulation software. It
takes the effects of both the energy and the fluence into account. There still remains one problem however:
4http://www.srim.org/
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often the exact binding energies of the consisting elements are unknown in the composition used and have to
be estimated, which leads to a discrepancy between simulation and experiment. Once all the implantation
parameters required to create the desired sample were determined, the ion implantation was undertaken in
the ion implantation centre of our institute. For the ion implanted samples presented in this work a kinetic
energy of 40 keV was used.
2.2.2. Deposition Techniques
The next step in the preparation process was to deposit a ferromagnetic thin film on top of the sample
surfaces. In the case of the patterned samples, the deposited film should completely cover the textured
surface of the underlying structure. This leads to a three-dimensional magnetic film. The growth of the
granular CoCrPt:SiO2 films was a critical point, which influences the magnetic properties significantly, as
will be shown in subsection 3.2.3. For the CoCrPt:SiO2 and the [Co/Pd] sample series, magnetron sputtering
was used. This was done by Hitachi GST. The Permalloy samples were prepared at our institute, with the
support of Michael Körner and Oskar Liedke using the molecular beam epitaxy.
Molecular Beam Epitaxy MBE is one of the physical vapour deposition techniques used to deposit thin
films with single crystalline properties. Before deposition the sample can be cleaned thermally. The
deposition phase uses an electron beam evaporator to vapourise the target which can be one of Py, Cr, Co, Cu,
or Fe. The growth rate of the evaporated material can be monitored using a quartz crystal microbalance. The
pressure during evaporation was p = 10−6 mbar. A crucial point for the epitaxy is the previously mentioned
amorphous film on top of the nanocones. The thick amorphous layer makes it necessary to grow first a Cr
seed layer onto the nanocones, the thickness of this layer was 5 nm. The Cr grows polycrystalline on the
amorphous GaSb and was chosen to be at least about 5 nm thick. Due to the presence of a Cr seed layer, the
Permalloy is able to grow epitaxially, because the Cr seed layer is polycrystalline, the Py film grows in a
polycrystalline manner as well.
A tension occurs caused by the mismatch Σ between the different lattice constants (aPy = 3.546 Å,
aCr = 2.885 Å). [162–164] To determine the mismatch, one has to derive first the relation between the lattice
constant for the fcc structure (Py) and the lattice constant for the bcc crystal structure (Co), which is equal to
the bond length. Therefore, the resulting values are a′Cr ≈ 2.234 Å and a′Cr = 2.040 Å and so Σ can be








Due to the presence of the seed layer, the mismatch has only to be considered for Py and Cr. In the beginning
the deposited material is growing with the same lattice structure as the substrate. This leads to the tension,
which after some monolayers causes defects in the lattice. Therefore, the film splits and island growth
becomes dominant. [165–167] Due to the relatively small Σ = 0.095, the island growth does not need to be
taken into account due the thin films which were deposited. Finally, the deposited Py film was coated by a
cap layer of 3 nm.
Magnetron Sputtering All of the CoCrPt:SiO2 sample series, as well as the [Co/Pd] samples presented
in this work were prepared by DC magnetron sputtering (DC-MS). [168–171] The CoCrPt:SiO2 samples
were prepared at the research centre of Hitachi GST and the [Co/Pd] series at the Chemnitz University
of Technology in the group of Prof. Dr. Manfred Albrecht. DC magnetron sputtering takes place under
21
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Fig. 2.7 Sketch of the VNA-FMR setup. The geometry of the external magnetic field and the rf field is magnified on the
right side.
ultra-high vacuum conditions, where the atoms of a solid target are sputtered by an injected discharge plasma
towards a cooled substrate. [172,173] The advantage of DC-MS is the ability to deposit materials with a high
melting point and at a much higher rate as compared to MBE. The drawback of DC-MS is that the samples
created are usually polycrystalline. That however, was an intentional outcome for the studies in this work.
2.2.3. Magnetometry
The measurement techniques used for this study can be separated in to the following groups: dynamic
magnetometry [vector-network-analyser ferromagnetic resonance (VNA-FMR), time-resolved magneto-
optical Kerr effect (TRMOKE)], static magnetometry [magneto-optical Kerr effect (MOKE), superconducting
quantum interference device (SQUID), vector vibrating sample magnetometry (vector-VSM)], and the
structural investigation techniques. Except for the FMR, MOKE, and TRMOKE measurements, all other
techniques were provided by co-workers. This subsection is divided into a description of magnetometry
and structural investigations. VNA-FMR and TRMOKE were used to obtain qualitative and quantitative
information about the change in the magnetic properties due to the morphology modification and the ion
implantation.
Vector Network Analyser Ferromagnetic Resonance VNA-FMR is a microwave spectroscopy technique.
In simple terms it is based on the resonant absorption of an electromagnetic wave inside a ferromagnetic
material, where ~M precesses around an effective magnetic field ~Beff (see paragraph 2.1.2), which is applied
perpendicularly to the microwave field (~brf ). [174,175] The ferromagnetic resonance technique measures the
integral signal from a volume of material, with a resolution of approximately 1011 spins for a common
setup. [176] Recently, a new generation of FMR, which utilizes a microresonator, overcame this threshold with
a sensitivity of 107 spins. [177]
In FMR, due to the external magnetic field, the degeneracy of the energy levels is lifted. A microwave
photon with an energy which matches the resulting energy gap can be resonantly absorbed. [178–180] This fact
is expressed by the simplest form of the resonance condition ω = γ ~Beff . Furthermore, this expression shows,
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that the magnetic resonance spectrum could be obtained by either a field or a frequency sweep. [181–185] A
technique that is a close analogue of VNA-FMR is electron paramagnetic resonance (EPR). EPR probes a
paramagnet instead of a ferromagnet. [186–190] The basic theoretical description of the ferromagnetic resonance
was published by Landau and Lifshitz [84] and the first experimental demonstration by Griffiths. [191] To derive
a general resonance condition one has to take a damped equation of motion like the LLG (see (2.31)) and
the general relation for the Gibbs free energy (see (2.8)) into account. Smit and Beljers have published
an expression showing how the general resonance conditions for different crystallographic systems could
be evaluated. [192] The improvement arising from the symmetrical expansion terms introduced by Baselgia
made it possible to achieve results for all field angles. [193] The complete derivation for a fcc tetragonally
distorted and a hexagonally closed packed system is given in the appendix A. In the following paragraph the
experimental setup is introduced.
Due to the design of the setup the measurements can be carried out in an angle- or a frequency-dependent
manner. The fitting can subsequently be done by using the general resonance condition [see Appendix A],
where the anisotropy constants are included. In order to compare the obtained anisotropy constants with
fields, as mentioned earlier in the theoretical section, the values are usually listed in the unit of an anisotropy
field, which is given by 2Ki/Ms. Typically the anisotropy constants are given in cgs-units, therefore all these
data obtained in this thesis are presented in G or Oe. This procedure and its interpretation will be discussed
after the setup has been introduced.
The setup is shown schematically in Fig. 2.7. The conventional Bruker electromagnet is mounted onto a
planetary transmission, and therefore, can be rotated in the polar geometry range of θB = −30°– +195°.
The power supply for the magnet can supply a maximum current of 60 A, which can generate a maximum
field range of T = ±2.2 T for the minimum pole gap possible. All field values are recorded in Tesla by a
Hall probe, which is mounted on the pole of the electromagnets. Therefore the x-axis of the spectra typically
shows Bres(T ). The conversion between these units can be looked up in the section C. Between the pole
shoes the polar sample holder is mounted. On this sample holder the grounded coplanar waveguide (CPW)
is fixed. [194] To measure in the polar geometry the sample holder is fixed while the magnet is rotated. In
addition, this setup has a linear translation stage with an azimuth sample holder. This second sample holder
has the capability to measure in-plane in the azimuth angle range ϕ = 360°. The CPW is connected to
the Agilent E8364B vector network analyser (VNA) by two coaxial cables. The VNA supplies the system
with microwaves in the range of 10 MHz to 50 GHz. The maximum power is 6 dBm. The VNA has two
ports and therefore, the measurements can be done in transmission and/or reflection modes. Due to the fact
that each port can measure and source simultaneously, this leads to four signals which can be recorded at
the same time. These signals yield the so-called scattering parameters Sij. The index i represents the port,
where the signal leads to, whereas, the index j is the origin of the signal). To increase the power, an amplifier
(maximum power amplification = 30 dBm) was interconnected between the VNA and the CPW. This device
increases the rf field at the CPW stripline, which is the region on the CPW, where the sample is mounted.
The characteristics of the CPW will be discussed in the following. The measurements in this work utilise
the transmission signal S21, which is a measure of the power transmission from port 1 to the port 2. The
CPW is a flat wave-guide with a dielectric substrate of height h, where rf microwaves in broad range could
be fed through three conductive areas on top of the substrate. [195] These areas are separated into the ground
conductor which is on both sides of the centre conductor. Both the ground and the centre area (width w) are
separated by gaps (g). The current I through the centre runs in the opposite direction to the ground current
−I/2 on both sides. Therefore, due to this geometry the magnetic fields are oriented in opposing directions
as well. Figure. 2.8(a) shows a cross-section through the stripline in the middle of the CPW. The stripline
is a narrow area in the middle of the CPW. In Fig. 2.8(b) the narrow stripline is shown in the middle. Its
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Fig. 2.8 (a) Perspective sketch of a coplanar waveguide. (b) Frontside sketch of a CPW. (c) Backside sketch of a
CPW. [105]
purpose is to increase the field intensity outside the CPW which leads to excitation of a larger volume inside
the sample. In other words, more spins are driven and therefore this improves the achievable signal. The
feedthroughs on both sides are manufactured so that the microwaves can pass through with only a small loss
of energy. All components have an impedance of 50 Ω, a value that is typical for most high-frequency electric
circuits. Figures. 2.8(b) and (c) illustrate the complete CPW. The shape of the microwave feedthrough is due
to the construction of the setup. The metal filled holes (called vias), [195] which connect both of the ground
planes with the backside ground plane are crucial to achieve desired quasi-transversal electromagnetic modes
(CPW-modes) as well as to avoid higher order modes. [105] They suppress the parallel plate line mode and
furthermore, due to a cut-off frequency, the higher order modes as well. On top of the stripline of the CPW
the sample can be fixed by a sample holder. The LabVIEW control software for the complete setup was
written by Mathias Wieser, Michael Körner, and Kilian Lenz. Using the control software measurements can
then be carried out automatically.
In the following paragraph the dynamic susceptibility χ will be derived. A more detailed derivation can
be found in the thesis of Bilzer, Kalarickal or Neudecker. [83,196,197] One can start the derivation using the
simple precession term in the LLG equation (2.31). The external magnetic field ~Hext points in the direction
of the z-axis, a small time-dependent microwave field ~hrf(t) is applied ( ~Hext  ~hrf(t) ∧ ~hext(t) ⊥ ~hrf(t)).
Therefore, the field and the magnetization is expressed by
~H(t) = hrfe
iωt~ex + hrfe




Both of these equations can be plugged into the precessional term of equation 2.31, which leads to the























mx = γMsHexthx,rf − iωγMshy,rf (2.36)
By comparing the latter equation with the magnetic susceptibility tensor ~m = χ̂~h and with the substitution








This result can be improved by considering the damping term in the LLG. In this case the equation (2.36)
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Fig. 2.9 Typical FMR signal with the main parameters (a) Bres and (b) ∆Bpp
will be as follows [
(ω0 − iαω)2 − ω2
]
mx = γMs (ω0 + iαω)hx,rf − iγωMshy,rf . (2.38)
Both of the susceptibility relations also change.
χxx =
























2 − ω2 + (2αωω0)
(2.40)
Both susceptibilities are representing the mathematical expression of a Lorentzian function, which is typical
for resonant processes. Usually, χ′′xy is measured by the setup utilised in this work. The typical shape of the
χ′′xy spectrum is represented in Fig. 2.9 by a yellow Lorentzian curve. Furthermore, this response function
includes the dispersion of the FMR signal.
The final transformation, which will be discussed here, is related to the anisotropy, exchange and demag-
netizing fields which were neglected so far. All of them are contributing to the effective field ~Heff . Here,
the evaluation will be restricted to the influence of the demagnetizing fields. The static field is represented
by ~H0 = Hext − NzMs and the microwave field extended with ~hrf(t) = h̃x,y,rf(t) − Nx,ymx,y(t) The
parameter N̂ is the demagnetising tensor as introduced earlier. The application of these transformations will
lead to:
χxx = (2.41)
γMs (γH0 + γMs (Ny −Nz) + iαω)
γ2 (H0 +Ms (Ny −Nz)) (H0 +Ms (Nx −Nz)) − ω2 + iαω (2γ (H0 −MsNz) + γMs (Nx +Ny))
.
From the above equation one can derive the resonce field/frequency as well as the linewidth. The resonance
condition is given by
ω = |γ|
√
[H0 +Ms (Ny −Nz)] [H0 +Ms (Nx −Nz)]. (2.42)
and is known as the Kittel formula. [181] This relation is only valid in the case of a uniformly magnetised film,
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Fig. 2.10 Frequency dependent VNA-FMR measurements of a planar Py film on GaSb: The results measured at: (a)
16 GHz, (b) 26 GHz, and (c) 36 GHz. The fits were achieved with equation (2.43)
a detail which will become important when discussing the results in this thesis. As mentioned before the
susceptibility χ′′xy shows the shape of a Lorentzian curve. The fitting of the data was done by using a Matlab
program using a complex Lorentzian function, which is given by
Lfit(B) = A0
(2∆B)





where A0, ∆B, Bres, B, and ϕ are the signal amplitude, the linewidth, the resonant field, the applied field
and the signal phase. The phase is a particularly crucial part in this fit equation, an example of the role the
phase plays is depicted in Fig. 2.10(a) - (c). Figure 2.10(a) - (c) shows a frequency dependent VNA-FMR
measurement (blue) fitted (magenta) with (2.43). It clarifies that only with the phase ϕ term included can the
significant change of the Lorentzian be fitted. More details about the physical background of the parameters
and the Lorentzian fit function can be found in the publication by Celinski. [198] In Fig. 2.9(a) and (b) a typical
FMR spectrum is sketched. When applied to such a dataset the fit routine will yield at least two parameters
back: the resonance field Bres [see Fig. 2.9(a)/blue] and the linewidth ∆Bpp [see Fig. 2.9(b)/green]. The
resonance field will give information about the static magnetic properties, like the anisotropy and the g-factor,
whereas by analysing the linewidth data one obtains information about the dynamic magnetic properties, like
the damping and the inhomogeneous linebroadening.
The data recorded can be analysed by using the fit program, which was written by Michael Körner and
myself. It has the capability to fit first the single spectra to obtain Bres and ∆Bpp [see Figs. 2.9](a) and
(b)] and afterwards it can plot and fit the data obtained from these spectra fits with respect to either polar
or azimuth geometry. Moreover, this software can determine the g-factor and the linewidth. All of the
measurements presented were done in the polar geometry.
Figure 2.11 shows a typical such polar VNA-FMR measurement. The measured sample is a Cr (5 nm)
/ Py (20 nm) / Cr (2 nm) coated GaSb (001). The graphic shows the field plotted against polar angle. The
red squares represent the single spectra results for the resonance field, whereas the blue line is showing the
polar angle-dependent fit. At a first glance, one observes the difference between 0° and 90°. This shape is
characteristic for an in-plane magnetised FM film. The maximum resonance field value at θB = 0° (out-
of-plane) and the corresponding minimum field value θB = 90° (in-plane) reveal that the hard axis of
magnetisation is oriented parallel to the film normal, whereas the easy axis lies in the film plane.
In order to understand the reason for the shape of the measurement curve it is necessary to consider
the effect of the anisotropy on the sample’s internal field for measurements in different directions. When
measuring along the hard axis, the applied field must overcome the anisotropy field in order to rotate ~M into
this direction. The resulting internal field is then reduced by the applied field so that in order to have the
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Fig. 2.11 Polar angular-dependent VNA-FMR measurement of a Cr (5 nm)/Py (20 nm)/Cr (3 nm) coated planar
GaSb(001) wafer.
sample resonate at same frequency then the internal field must be increased by increasing the applied field,
hence the resonance field is higher in this direction.
The next paragraphs explain the analysis of the g-factor and the linewidth data. Due to the fact that the field
was measured in between the pole shoes, the conversion ~B = µ0 ~H is required. Figure 2.12(a) depicts a
frequency dependent measurement at θB = 0°. The inset shows the process data after the single spectra fits.
This geometry is crucial due to a simplification of the resonance condition (Kittel’s formula) in the case of a









The substitution µ0Meff represents the effective magnetisation and is the most dominant contribution from
the anisotropy system to the resonance condition. Figure. 2.12(a) shows a plot of f2 versus Bres. The fit of
these data will yield the Landé-factor.
Based on equation (2.43) one can also obtain the linewidth, Fig. 2.12(b) shows the linewidth analysis
of such fitted single spectra. The transformation from the peak-to-peak field values ∆Bpp into the ∆B is
∆Bpp = 2/
√
3∆B. The graph shows a plot of ∆B versus fres. The blue points represent the evaluated data
points and the red line the linear fit. The linear correlation of field and frequency reveals that the damping
is limited to the Gilbert damping. The analysis of the linear slope will obtain the dimensionless Gilbert
damping constant α. The equation for this linebroadening, according to the analysis of the FMR linewidth








where xi represents the different sample parameters which affect the resonance condition, e.g. the local
direction of the film normal relative to the applied field. The contributions to ∆B typically used for the
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Fig. 2.12 (a) Plot of f2 versus Bres. The second order polynomial fit (red line) determines the g-factor. The inset shows
the original frequency-dependent VNA-FMR measurement. (b) Analysis of the measured linewidth. The graph depicts
∆B plotted versus the resonance frequency. The linear fit (red line) gives the dimensionless Gilbert damping parameter
and the inhomogeneous linebroadening.
systems measured for this thesis are summarised by the following:
∆B = ∆Binhom︸ ︷︷ ︸
(1)
+ ∆BGilbert︸ ︷︷ ︸
(2)
. (2.46)
The first two components of this sum consist of the damping parameter α and the inhomogeneous linebroad-







|γ| cosβ︸ ︷︷ ︸
(2)
, where β = θeq − θB. (2.47)
The β describes the so-called field dragging, which is defined by the angle between the external magnetic
field and the magnetisation. Field dragging enhances the damping, as is shown by the cosine in the equation
above. In the case of ~B ‖ ~M , which occurs when the field is orientated along the easy- and the hard axis,
β is equal zero and, therefore, the cosine equals one. [205] Comparing the slope of the linear fit with (2.47),
one can determine the Gilbert damping parameter (2). Moreover, the first term of equation (2.47) shows
the frequency-independent inhomogeneous linebroadening ∆B0 (1). [205] This value is determined by the
y-intercept of the linear fit. This parameter gives information about the anisotropy dispersion due to lattice
defects and other effects. [203,206,207]
The Magneto-Optical Kerr Effect (MOKE) magnetometry uses the influence of the magnetisation ~M of
FM materials on the reflection of polarised light, where ~M changes the reflected intensity, as well as the
polarisation. The complete theoretical background can be found elsewhere. [208–212]. In a measurement, a
swept external magnetic field ~H modifies the magnetisation ~M , which in turn changes the polarization of
the reflected light. The computer then records this Kerr rotation angle with respect to the field strength.
Therefore, one obtains a hysteresis loop from the measurement (compare with paragraph 2.1.4). The Kerr
rotation angle is proportional to the magnetisation θK ∝ | ~M |. [213–223] There are three main geometries that
are used, and which explain the influence of magnetisation ~M , normal vector ~n, and incident plane ~Θip,
which is spanned by the incoming and reflected light on the properties of the reflected light.. They are called
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Fig. 2.13 Sketch of the MOKE geometries: (a) polar, (b) longitudinal, and (c) transversal. (d) Scheme of a MOKE setup,
with polarisation change.5
polar (PMOKE, ~M ‖ ~n), longitudinal (LMOKE, ~M ⊥ ~n), and transversal (TMOKE, ~M ⊥ ~n ∧ ~M ⊥ ~Θip).
In section 3.1 the in-plane angular-dependent measurements of the Cr (5 nm)/Py (20 nm)/Cr (3 nm) sample
will be presented, which were measured with a LMOKE scan. This setup has the capability to measure the
hysteresis loops over the complete cycle (ϕH = 360°). These MOKE measurements give information about
the in-plane anisotropy and coercivity.
Time-Resolved Magneto-Optical Kerr Effect (TRMOKE) is a technique based on the magneto-optical
Kerr effect. [224,225], which detects the precession of excited magnetic moments. Its particular strength are the
detection of ultrafast magnetisation processes and switching processes. The high time resolution comes from
using an all-optical configuration for excitation of the spins and also for probing (a femtosecond laser can be
used). It makes it possible to measure non-linear switching events by using a pump-probe method. In general
it is possible to either use a short magnetic field pulse [136] or a laser pulse to excite the sample, [226,227] in
the experiments done for this work all-optical excitation was used. Whereas, FMR detects the absorption
spectra of a sample in the frequency domain using microwaves, [228] TRMOKE measures the response of
~M to a pulse in the time-domain. [229,230] The spectra can be transformed from the time-domain into the
frequency-domain and vice versa by the Fourier transformation.
An technical advantage of TRMOKE is that it is sometimes possible to supply a higher energy to a focussed
region of the system, this allows the excitation of even a highly anisotropic system. [231–233] Therefore, given
by the equipment available, the CoCrPt:SiO2 samples which have a high perpendicular anisotropy could be
measured by this technique. [133,234,235,235]
The first part of this subsection introduces the setup. In the second part, basic information about the
excitation process and the signal obtained, as well as the analysis of this signal will be given.
Figure 2.14 shows the scheme of the setup. Based on this sketch the TRMOKE setup will be introduced.
The system used was developed and built by Dr. Christopher Bunce. The laser system is a conventional
femtosource™ XL 500 titanium-sapphire laser, manufactured by femtolasers, with a wavelength of λfs =
800 nm. Due to the mode-locking regime in which the laser operates ultrashort femtosecond pulses with a
duration of ∆tpulse ≈ 40 fs were generated. Each pulse has an energy of Epulse = 500 nJ/pulse. The output
power is Pout = 2.6 W and the repetition rate is Rrep = 5.2 MHz. The laser beam is guided through a
non-linear BBO (Barium borate oxide BaB2O2) crystal. In this optical device a portion of the beam energy is
frequency doubled by second harmonic generation (SHG), the beam can now be considered to be composed
of a probe beam which has a wavelength of λ ≈ 400 nm and a pump beam of λ = 800 nm. Both beams leave
5adapted from http://www.physik.uni-kl.de/hillebrands/research/methods/magneto-optic-kerr-effect-magnetometry-and-microscopy/
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Fig. 2.14 Scheme of the pump-probe TRMOKE setup. [236] On the bottom right a measurement result is shown. In this
graph the change of magnetisation is plotted versus time. The resulting data is fitted (red line) by the function (2.49).
the BBO and than a chromatic beam splitter divides them. To achieve a well-defined and adjustable time
difference between the pump and the probe beam, a delay line was installed through which the pump beam
is guided. Thus, a delay of up to 4 ns can be achieved. The delay line consists of a retroreflector mounted on
a translation stage, allowing for a precise variation of the optical path length. This is a crucial point, because
the pump beam has to hit the sample shortly before the incoming probe beam arrives in order to heat the
region which will be probed. This yields an excitation of a precessional motion of the spins. After the delay
line both beams are guided through a dual aperture optical chopper. This chopper is necessary in order to
modulate the signal for the lock-in detection of the Kerr rotation and of the change of reflectivity. Afterwards,
a pump power control unit is mounted in the pump beam line. This consists of two polarisers and a wave
plate, which by their adjustment can be used to tune the applied power of the pump beam. This is important,
because appplying a beam with a too high power density to the sample results in a ablation of material from
the surface, which destroys the sample. In the probe beam line there is a single polariser mounted to optimize
the polarization of the light incident on the sample. Before the probe beam is focussed onto the sample, it is
split with one part being used to obtain a reference signal for the reflectivity measurement. Both beams are
focussed by a Thorlabs™ AC254-75 achromat onto one spot on the sample. In order to guarantee a uniform
excitation, the pump beam spot, which has a radius of 17 µm needs to be larger than the probe beam spot,
which has a radius of 5 µm. Then the probe beam is guided to the detector. The pump beam is aligned so,
that it will be reflected back parallel from the sample, where it is blocked. Before the probe beam reaches
the detectors it is split into two beams. One is guided to an optical analyser, which splits the beam into two
orthogonal polarisation parts, which is typically called an optical bridge detector. The two halves of optical
bridge detector are connected to the lock-in amplifiers, where the difference signal is measured. The second
part of the beam is used for the reflectivity measurement. The maximum external magnetic field that can be
applied to the sample is about 1.3 T. This static magnetic field can be changed in both its strength and/or its
orientation, which gives the opportunity to make angle-dependent measurements.
Figure 2.15(a) shows a sketch of an all optical TRMOKE system. [236,237] Basically, such a setup consists of
a pump and a probe beam. [238,239] The pump beam is focussed onto the sample where it causes heating. The
delay between the pump and probe can be varied to measure the magnetisation time-dependently. The energy
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Fig. 2.15 (a) Sketch of an all optical pump excitation in a TRMOKE system. The red parts represent the pump beamline
for excitation, whereas, the blue part shows the probe beamline. [230,237] Below, the shape of a typical signal is shown.
(b)-(d) shows the TRMOKE optical excitation of coherent precession. [132,240] (b) shows the situation before the excitation
(∆t <0 s), the magnetisation points in the equilibrium direction, given by ~Heff ; (c) shows the process shortly after the
pump laser pulse (0 < ∆t < 10 ps). The magnitude of ~M and the anisotropy is changed due to the laser induced heating,
which causes an altering of the equilibrium orientation. (d) shows the damped precession of the magnetisation around
the new equilibrium direction (∆t > 10 ps). [243]
injected by the pump pulse causes a reduction in the magnetisation. An illustration of the optical excitation
process of coherent precession is shown in Figs. 2.15(b)-(d). [132,240] Before the excitation (∆t < 0 ps) the
magnetisation ~M (green arrow) is pointing in the direction of the effective field (black arrow) ~Heff . The
direction of ~M and ~Heff represents the equilibrium direction (dashed line). In this scheme, ~Heff is the
resultant vector of the anisotropy field (blue arrow) ~Ha and the external magnetic field (red arrow) ~Hext [see
Fig. 2.15(b)]. Subsequently, the exciting laser pulse (orange) hits the sample (0 < ∆t < 10 ps). Due to the
injection of energy the system heats up locally. This induces a simultaneous change in the magnetisation
#    »
M∗ and the anisotropy field
#   »
H∗a. This changes the equilibrium direction, which induces a torque acting
onto ~M [see Fig. 2.15(c)]. This torque causes a change in the direction of ~M . After the excitation the
material can rapidly cool to the original temperature, this restores
#    »
M∗ and
#   »
H∗a to their original values. The
magnetisation will then make a damped precession around the initial equilibrium direction. Therefore, the
reflected probe pulse will change its polarisation (Kerr rotation), which can be detected. Below the sketch of
a typical measurement result is shown. In this graph the change of the magnetisation is plotted versus time.
The shape of the curve is that of an exponentially damped sinusoidal harmonic oscillation. [240–242] A Fourier
transformation of such a signal will give a Lorentzian-like absorption curve. Due to the fact that the Kerr
rotation is proportional to the change in magnetisation (compare paragraph 2.2.3) one can assume the typical
fit equation for the resulting signal to be an exponentially damped sinusoidal oscillation, as was mentioned
previously. [242] The resulting equation is then: [134,227,244,245]
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Fig. 2.16 (a) Sketch, which depicts the basic principle setup for a vibrating sample magnetometer. In case where the
sample or the magnet is rotatable, the setup provides the property of angular-dependent measurements and is then called
a vector vibrating sample magnetometer.
The empirically determined fit equation is the following:











In this equation (2.49) the following parameters were used: Ai (i=1,2) represents the amplitudes, A0 is the
offset, ω = 2πf is the frequency, t the time, ϕ the phase, and the τ1 represent the decay parameter. The
second exponential decay term with τ2 represents the cooling down after the thermal excitation by the pump
beam. After the data were fitted the analysis can be continued by evaluating the frequency, decay time, and
the damping. The latter can be determined by making use of the relation [234,241]
α u (ωτ)−1. (2.50)
One has to keep in mind that this relation is only valid under the assumption of a small angle precession
which is circular. This condition is fulfilled in the case of a measurement of an out-of-plane magnetised
sample, because of the requirement that the variation in ~M along the direction of ~Heff to be negligible and
that the phase of the x and y component of ~M to be orthogonal. Whereas, larger in-plane magnetisation
excitation have a much more complex expression. The values for the resonant frequency obtained from these
measurements can be fitted by the same Matlab program that was used for the FMR analysis, which uses the
resonance condition derived from the free energy,
Vector Vibrating Sample Magnetometry With the vibrating sample magnetometer (VSM) one can mea-
sure hysteresis loops (see subsubsection 2.1.4). [246–248] These measurements were carried out either by
Dr. Gaspare Varvaro, using a vector-VSM (Model 10 EDA-Technologies™), [249,250] which allows one to
additionally measure the angular dependence, or by Dr. Denys Makarov, using a conventional VSM setup.
When making these measurements a sample is placed between two electromagnet pole shoes inside a uniform
external magnetic field. The sample has to be vibrated sinusoidally inside a magnetic field. Pick-up coils
are placed in the vicinity around the sample, so that the induced voltage can be measured. This voltage is
proportional to the net magnetic moment of the sample. The signal is improved by using a lock-in amplifier
with the exciter signal as a reference. [251,252] The angular-dependence is possible due to the rotating of the
sample holder. Therefore, it is possible to measure in azimuthal ( ~B aligned in-plane), as well as in the polar
geometry ( ~B aligned out-of-plane, see paragraph 2.2.3). The overview of a VSM setup is shown in Fig. 2.16.
The main advantages of this technology are the lower costs and the faster measurements. In comparison to
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Fig. 2.17 (a) Sketch of an AFM setup.6 The displacement of the cantilever is detected by a laser via a photodiode. (b)
depicts the different operation modes of AFM and MFM.7
the SQUID or to the MOKE technology the VSM signal typically shows the lowest sensitivity per spin.
Superconducting Quantum Interference Device The superconducting quantum interference device
(SQUID) provides the highest sensitivity magnetometry. [253,254] This technique makes it possible to achieve
measurements even down to a change of magnetisation of 5× 10−18 emu. The operation mode of a SQUID
is based on the Josephson effect [255,256] Basically, the SQUID sensor measures the magnetic stray field of
a sample. In this work it was mostly used to determine the saturation magnetisation of the samples. The
advantage of the conventional setup (MPMS-XL7 from Quantum Design International™) has a maximum
applied magnetic field of 7 T due to the use of a superconducting magnet. This field has the capability to
saturate even a CoCrPt:SiO2 sample with its high out-of-plane anisotropy along its hard axis.
2.2.4. Structural Investigation Techniques
To obtain structural information about the samples prepared, different techniques were utilised. By using
the electron microscopy techniques, one obtains the characteristic length, the height, the diameter, the
distribution of the structure, and the quality, as well as the distribution of the coating. Whereas, by atomic-
and magnetic force microscopy, one investigates the correlation between the underlying structure and the
magnetic domains.
Atomic Force Microscopy (AFM) is a scanning microscopy technique with a resolution in the nanometre
regime and below. [257–259] Its advantage when compared to scanning electron microscopy is that one obtains a
three dimensional surface image. In principle the AFM consists of a small tip mounted on a cantilever, whose
deflection is detected by a laser via a quadrant photodiode. In operation the tip is rastered over the sample
surface by a x-y-z piezo drive [see Fig. 2.17(a)]. [260] The AFM setup is working in the tapping mode™ 8
(semi- or intermittent contact mode, see Fig. 2.17). [261,262] Using a piezoelectric element mounted in the
AFM-tip holder the cantilever is driven to oscillate near its resonance frequency. The surface interactions,
like the Van der Waals-, electrostatic forces, and the dipole-dipole interactions cause a decrease in the
oscillation amplitude related to the interacting force. [263] Therefore, imaging is caused by the forces between
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Fig. 2.18 Principle of TEM lamella preparation by focussed ion beam.
Magnetic Force Microscopy (MFM) has evolved from AFM by using a magnetic tip. In Fig. 2.17(c) the
principle of an MFM is depicted. In contrast to the AFM this method provides information about the local
magnetisation. [264–266] The scanning mode typically used is non-contact [see Fig. 2.17(b)]. Usually, the
measurement scan needs two cycles. The first records the height profile as for a typical AFM. Whereas the
second run, at a fixed distance from the surface, records the magnetic interaction of the tip and surface. The
reason for this double scan is to avoid the influence of the dominant but short-range van der Waals interaction.
The magnetic force is a long-range interaction which is weaker. By using a ferromagnetic tip, which is
sensitive to the stray field ~H between the individual domains, one achieves a magnetic stray field map of the
surface. [267] The mathematical expression for the force between sample and tip is: ~Ft−s = µ0 (~m · ∇) ~H .
Furthermore, the magnetic properties of a 3-dimensional structure can be measured. Note, that the shape and
size of the tip limits the resolution. [268]
Focussed Ion Beam and Scanning Electron Microscopy (FIB-SEM) provides direct information about
the surface topography. This technology differs from TEM due to the manner in which the beam is applied
to the specimen and its detection method. The beam is focussed onto the sample surface and by using a
deflection coil the beam scans over the sample in a defined raster. The detector uses mainly the backscattered
and the secondary electrons for imaging. [269] Therefore, this technology images the surface topography of a
specimen. The focussed ion beam unit in Fig. 2.18 is a crucial device that is used for the TEM specimen
preparation. By using a focussed ion beam a thin cross-section specimen could be cut out of the surface by
controlling the procedure simultaneously via the SEM.
Transmission Electron Microscopy TEM provides information about the internal structural conditions
of a sample. [270,271] The basic operation principle is the following: an electron beam is guided by electro-
magnetic lenses onto the sample. Usually, this beam is broader than the sample. The electrons pass through
the sample, which has to be extremely thin to improve the contrast. Therefore, the sample preparation
is a crucial point for this method. Afterwards, the transmitted electrons are collected and imaged onto a
fluorescent screen or a charge-coupled device (CCD) camera by electromagnetic lenses, to obtain an image
of the structural conditions. In this work most images are so-called cross-sectional high-resolution TEM
images, which were obtained by using a FIB [see Fig. 2.18] to create an appropriately thin cross-section
which then allows one to take advantage of the high resolution achieved by the aberration correction optics
in the TEM. Here, all of the TEM measurements presented were carried out by Monika Fritzsche.
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Fig. 2.19 (a) Scanning electron microscopy image of a GaSb(001) sample sputtered with Ekin = 600 eV. (b) Sketch of
PCF evaluation. It depicts the structures counted (orange) with respect to the middle cone (green). [274] (c) depicts the
analysed PCF plot for this sample. Every peak represents the next counted nearest neighbour distance. In addition, the
values are shown on top of the plot (blue).
2.2.5. Pair Correlation Function
The analysis of the nanocone distribution of the prepared sample series was carried out using the pair correla-
tion function approach. [272,273] This analysis program was implemented in Matlab by Roman Böttger, [274]
and this approach gives both qualitative and quantitative information about the short- and medium-range
order of point structures. [275–277] In a first step, one has to input a SEM image to the program and enter
the SEM magnification in order to identify length scales in the image [see Fig. 2.19]. Subsequently, the
image is automatically processed by the steps of noise reduction, contrast enhancement, thresholding for
conversion to a binary image, removal of small objects and identification of pixel-connectivities to finally get
the coordinates of the point centres.
In the last step the pair correlation function of these point centres is calculated. This is done for each
point by counting how many points are found at a certain distance. The resulting pair correlation function
is then the conditional probability density of finding another point at a radial distance r from any other
point. Therefore, the PCF of an ideal ordered array will consist of peaks, which are centred at characteristic
positions. The integral of these peaks at the characteristic positions is equal to the number of dots that are
found at the 1st, 2nd, 3rd, ... nearest neighbour positions. Evaluation of short-range order can be done by
comparing the integral
P (ri, ra) = 2πρ
ri∫
ra
g (r) rdr (2.51)
of the PCF to the value of the ideal array.
For example, the evaluation of a GaSb(001) sample sputtered with Ekin = 600 eV is shown in Fig. 2.19.
The values determined for the nearest neighbours are 48 nm, 88 nm, 132 nm, and 173 nm. The first one
















13, 4,... . Therefore, the values obtained could be compared and a short-
range hexagonal ordering between the two first degrees of the nearest neighbour’s radii is observable to
within an error of 0.5. The short-range order information can be determined either by analysing the decrease
and broadening of the peaks in the distribution, an example of which is shown in Fig. 2.19(c). An increase in





In this section we discuss the experimental results with a focus on the changes in the magnetic properties
which result from the sample processing, such changes can be due to morphology modifications, or the
changes can be caused by ion-induced intermixing effects. The morphology-induced effects were studied on
samples where the substrate surfaces were ion eroded in order to obtain a nanocone structure. The following
magnetic parameters were measured: the anisotropy, the damping, the inhomogeneous linebroadening, the
g-factor, the remanence, the coercivity, and the saturation magnetisation. In addition, the effects on the inter-
granular and interdot exchange coupling were investigated. The first part of this chapter presents the results of
the sample series which has nanocone structured surfaces coated with a Cr (5 nm)/Py (20 nm)/Cr (3 nm) film.
Subsequently, the measurements concerning the three different investigations of CoCrPt are presented. This
includes the studies of the reference measurements on the planar CoCrPt reference samples. Afterwards, the
measurements of the Co+ ion implanted planar CoCrPt:SiO2 will be discussed. The section is concluded by
a subsection about CoCrPt:SiO2 on nanocones. The subject of the last part of the chapter is nanocones with
a [Co/Pd] coating. Here, we also study the interplay between morphology and magnetic properties.
3.1. Cr (5 nm)/Py (20 nm)/Cr (3 nm) Film on Nanocones
The investigations of the GaSb(001) nanocones coated by a Cr (5 nm)/Py (20 nm)/Cr (3 nm) stack aimed to
determine the influence of the morphology modification on the magnetic properties. For this purpose, two
morphologies were studied: a two dimensional flat FM thin film which was compared to a 3-dimensional
FM structure deposited onto a self-assembled array of GaSb nanocones.
3.1.1. Preparation and Structural Investigations
The GaSb(001) nanocones were prepared using the IET (see paragraph 2.2.1). The particular sputtering
parameters used are summarised in Tab. 3.1. In the following we will refer to the samples by their sample
number as specified in Tab. 3.1.
The first characterization concerning the cone structure was done using TEM before the film deposition
step. The aim was to observe the amorphous surface layer which is formed by the sputtering process
[see Fig. 3.1]. Due to the presence of this layer, one has to first deposit a seed layer in order to define a
crystallographic orientation for the epitaxially growth of the FM film.
Before the FM film was deposited onto the nanocones, the structural parameters, lc and the ordering were
determined using SEM. The images obtained were analysed using the PCF (see section 2.2.5) program to
extract these parameters. The results are shown in Fig. 3.2. An increase of lc with increasing E is observed.
The resulting values range between 35.7(8.8) nm (E = 100 eV) and 48.1(6.8) nm (E = 600 eV). These values
are shown in the first column in Tab. 3.1.
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Fig. 3.1 Cross-sectional HR-TEM of an uncoated GaSb(001) sample sputtered at E = 150 eV (lc ≈ 27(5) nm). The
region between the red and the blue line shows the small amorphous GaSb layer caused by the sputtering process. Below
the red curve the single-crystalline GaSb(001) is visible. The lines are just guides for the eyes.
In Fig. 3.2, the first value shown (red) is the result for the analysis of the planar sample NP0. The SEM and
TEM measurements show a significantly higher roughness of the planar sample as compared to the sputtered
samples NP1-NP6, as depicted in Fig. 3.3. The TEM image of NP0 shows, that the surface is covered by
small fragments (hfragments ≈ 13 nm, see Fig. 3.3(a)) of GaSb. All these fragments have a similar height,
as shown in the TEM image. The origin of these fragments seems to be the cutting process,1 which is
difficult because GaSb is a brittle material. Cleaning the samples after the cutting does not solve this problem.
Compared to the size of the nanocones on the structured samples, the height of the fragments is small. But,
as indicated by the PCF results, the characteristic lengths are similar (lc = 25.8(11.3)). However, compared
to the lc values of the pre-structured samples, the planar sample has a larger error bar, which indicates the
lesser ordering of the fragments. This finding that the NP0 sample seems to have an odering of the fragments
is surprising (see Fig. 3.2). One might expect that the fragments should be randomly distributed over the
region analysed. This observed ordering process might be interesting for further investigation, as presumably
1Newer results that have been analysed by my colleague Monika Fritzsche indicate that the fragments might be at least partially caused
by oxidation.
Tab. 3.1.: Ion beam erosion preparation parameters for the pre-structured GaSb(001) sample series.
Sample number E fluence flux current time characteristic length lc




cm2×s ) (mA) (min) (nm)
NP0 0 0.0 0.00 0.00 0 25.8(11.3)
NP1 100 4.1 2.00 0.43 33 35.7(8.8)
NP2 200 10.0 5.00 1.10 33 36.9(5.6)
NP3 300 10.0 7.50 1.63 22 37.4(4.4)
NP4 400 10.0 5.00 1.10 33 41.0(4.7)
NP5 500 10.0 5.00 1.10 33 43.4(5.6)
NP6 600 7.5 3.75 0.82 33 48.1(6.8)
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Fig. 3.2 PCF Analysis of the SEM images of the Cr (5 nm)/Py (20 nm)/Cr (3 nm) sample series. The lc increases with an
increasing E. The line is just a guide for the eye. The red data point represents the planar sample and gives the roughness
of the original GaSb(001) wafer.
it involved some sort of self-assembling effect. In addition to the fragments, one can observe a small surface
roughness, as shown in Fig. 3.3.
The FM Cr (5 nm)/Py (20 nm)/Cr (3 nm) stack was deposited onto the structured substrate using MBE
(see paragraph 2.2.2). A 5 nm thick Cr film was chosen as a seed layer and the FM film was a 20 nm
thick Py layer. The capping layer consists of 3 nm Cr to avoid oxidation. This particular stack was chosen
because of its simple composition and for its well-known magnetic properties, the knowledge of which was
crucial for subsequent OOMMF simulations of the hysteresis loops. After the deposition, one more TEM
image was taken to show how the film had grown onto the nanocone structures. The results are shown in
Fig. 3.4(a) and (b). In Fig. 3.4(a) the high resolution TEM image shows the polycrystalline growth of the
Cr (5 nm)/Py (20 nm)/Cr (3 nm) deposited stack. The overview in Fig. 3.4(b) shows the uniformity of the
underlying nanocone structure. Furthermore, it is possible to observe that the coating is completely covering
the structure. The images indicate that the layers of the entire film have a polycrystalline structure, because
in the HR-TEM image no change in the crystallography between the different layers is observable.
Fig. 3.3 (a) TEM image of a virgin planar GaSb(001) sample (NP0). (b) SEM image of the NP0 sample.
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3.1.2. VNA-FMR Measurements
Afterwards, the morphology-induced changes of the magnetic properties were determined. The first mea-
surements were done using the VNA-FMR setup. These measurements were carried out by varying the polar
angle θB. During such a measurement the electromagnet turns around a sample that is held fixed against the
planar waveguide. The magnetic field rotates from θB = −5° (out-of-plane) to θB = 95° (in-plane), due
to the symmetry of the anisotropy system this range is sufficient. The samples were measured at a fixed
frequency of 15 GHz whilst sweeping the field from -0.01 T up to +1.49 T ([µ0Ms] (Py) = 1.016 T [105]).
The reason for starting from a negative external magnetic field is to compensate for the remanence of the
electromagnet. Subsequently, the results were analysed using the Matlab program, which determines the
resonance field Bres at each angle θB by fitting the corresponding spectra with a Lorentzian curve.
Determination of the Anisotropy. Figure 3.5 shows the resonance field at each angle measured between
θB = −5 to 95°. The shape of the curves can be described as follows. Starting with the NP0 (black
boxes) curve, which belongs to the planar sample, one observes a clear peak on the left side at 0° and the
lowest resonance field value at 90°. Therefore it can be concluded, that the easy axis of magnetisation of
this planar sample lies in-plane, which is a well-known result for a flat Permalloy thin film due to the shape
anisotropy. [278] Each data point shown in Fig. 3.5 represents the applied field required to satify the resonance
condition (frequency is 15 GHz for all measurements). These data points where measured for diffent field
direction, for each point the applied field is high enough to saturate the sample in that direction. This means
that all spins are directed along the applied field. The value ofBres required to satisfy the resonance condition
is indicating the restoring force (effective MAE) on the magnetisation. In the case of a isotropic system the
restoring force for all angles is the same, therefore Bres is angle-independent. As one can observe in Fig. 3.5
from the NP0 to NP6 the variation in Bres becomes smaller and so it can be concluded from the graph that
with increasing lc the sample become more isotropic. When comparing the curve of the NP0 sample with
the ones for the nanostructured samples NP1–6, one can obeserve a decrease in the resonance field values
around the 0° angle and an increase of the value at 90°. This equalization of Bres becomes more extreme as
the value of lc increases, this indicates both that the sample is isotropic and that the magnetisation follows
the curvature of the nanocones. To expand on the latter statement, this equalisation effect shows that the easy
axis of magnetisation is changing its direction. One can condsider the possibilties for the orientation of the
easy axis, it is known that Py has an in-plane easy axis and therefore is restricted in orientation. Due to the
equalisation of Bres with respect to the field angle, this indicates that the easy axis has a spread of angles
which has to be in between in- or out-of-plane of the sample. This reasoning leads to the belief that the easy
axis follows the local surface curvature. Further justification for the last statement will be provided in the
follwing, once more results and simulations relevant to this issue have been presented.
The FMR analysis software provides a further fitting routine, where the polar measurements can be
fitted by making use of the general resonance condition with respect to the Gibbs free energy of the
analysed system. The derivation of this condition is shown in detail in appendix A. In the case of the
Cr (5 nm)/Py (20 nm)/Cr (3 nm) stack we used the resonance condition for an fcc tetragonal distorted
system which is suitable because this kind of model has the right symmetry. In Tab. 3.2 the resulting
best fit parameters are presented. Furthermore, in Fig. 3.6 the decrease of the effective magnetisation
4πMeff with respect to an increase of lc is shown. The 4πMeff (see Equation (2.44)) is mainly given by
the difference extrema of Bres (see Fig. 3.5). 4πMeff is the difference between shape anisotropy and first
order magnetocrystalline anisotropy. Because the magnetocrystalline anisotropy is for Py negligible small
compared to the shape anisotropy of a thin film and therefore 4πMeff = 4πMs. Also it has to be noted that
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Fig. 3.4 TEM images of the NP2 sample (E = 200 eV/lc ≈ 37 nm). On the left side the schematic stack is shown. (a)
cross-sectional HR-TEM image of the Cr (5 nm)/Py (20 nm)/Cr (3 nm) stack deposited on top of the nanocone structure.
(b) TEM overview image. The orange coordinate system shows the orientation of the polar angle with respect to the
crystallographic orientation. The blue coloured lines depict the characteristic length.
the saturation magnetisation in the material does not change. The decrease of 4πMeff can be explained by
the change morphology because the Kittel’s assumption of a homogeneous infinite thin film is no longer
valid and due to the pattern the demagnetizing tensor is different.
Except for the 4πMeff values evaluated, the other 2Ki/Ms field values do not yield a correlation between
the anisotropy fields and the increasing of lc. This leads to the conclusion, that only 4πMeff can be tailored
using this sort of modification to the morphology.
Determination of the g- Factor. This is done using a further measurement, where the sample was orien-
tated in the out-of-plane direction and the frequency was swept in steps of 0.5 GHz from 1 to 40 GHz. For
each frequency the field was swept in the range of B = −0.01 — 2.21 T. By the use of this geometry the
resonance condition is simplified, so that by a linear fit the slope can be determined, which is proportional
to the g-factor. [113,205,279] The spread in the values determined is random which means that the spread in
the g parameter is not correlated with the lc parameter. The averaged value for the g-factor is g = 2.10(4).
This value is similar to values known from the literature. [101,104,105]. This result was expected due to the fact
that the dominant influence on the g-factor is the crystallography of the deposited film. Had there been a
correlation between lc and gthis would indicate a change in the way the film grows (due to the morpholgy,
e.g. by induced strain).
Determination of the Dynamical Aspects. VNA-FMR measurements were carried out at θB= 90° and
θB= 0° to obtain information about possible differences in the damping constants caused by the underlying
nanocone structure. The frequency was swept between f = 1 — 40 GHz (steps: 0.5 GHz) and for each
Tab. 3.2.: Table of anisotropy fields and g-factors with respect to the cone size obtained by fitting the resonance condition
of a fcc tetragonal distorted system to the measurements (see appendix A).
Sample number 4πMeff 2K2‖/Ms 2K4‖/Ms 2K4⊥/Ms
(N°) (kG) (kOe) (kOe) (kOe)
NP0 7.7 0.00 -0.28 0.00
NP1 4.6 -0.02 1.64 -0.38
NP2 4.1 -0.56 -0.02 0.52
NP3 3.7 0.42 0.54 0.00
NP4 2.5 0.00 0.06 0.00
NP5 2.2 0.66 -0.10 0.24
NP6 2.0 0.00 -0.48 -0.42
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Fig. 3.5 Overview of the entire polar VNA-FMR measurements of the NP samples.
Fig. 3.6 (a) Graph of 4πMeff versus lc . (b) g-factors for each sample and the linear fit (red line). The g-factor was
determined to be 2.10(4).
frequency the field between B = −0.01 — 2.21 T. Subsequently, the spectra obtained were fitted to evaluate
the ∆Bpp, which describes the peak-to-peak linewidth. [228,280]
The linear increase of ∆Bpp with respect to frequency (see Fig. 3.7(a) and (b))indicates a Gilbert like
damping. In Fig. 3.7(a) one can find the ∆Bpp versus fres plotted for the out-of-plane measurement geometry
(θB= 0°). Figure 3.7(b) shows the same measurement for the in-plane geometry (θB= 90°). The intersection
of the fitting curves and the y-axis defines the value of the inhomogeneous linebroadening (∆B0). Contrary
to typical behaviour, the values for the slopes and the spread in values of ∆B0 of the measurements shown
here reveal a different picture. Obviously, the slope and ∆B0 is changed significantly by changing the
morphology.
A further analysis of the linewidths determined is depicted in Fig. 3.7(c) and (d), the underlying data can be
found in Tab. 3.3, as well as in Tab. 3.4. On closer examination, one can see an unusual behaviour regarding
the damping data [see Fig. 3.7(c)]. For both the damping and the inhomogeneous linebroadening data, the
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plot for the oop geometry (blue triangles down) shows a only slight change in value with lc (when compared
to the ip data). By averaging these values one obtains a Gilbert damping constant of 〈αoop〉 ≈ 0.005. [281]
The same can be done for the values of the inhomogeneous linebroadening yielding 〈∆Boop0 〉 ≈ 60, 2 Oe.
Both values are similar to values reported in the literature for flat thin Py films. [104,281,282] The measurements
in the in-plane geometry (red triangle up) reveal a significant influence of lc [see Fig. 3.7(d)] on the damping.
At a first glance, one observes a distinct increase in the damping for lc > 40 nm [see Fig. 3.7(c)]. Below
this threshold the values are similar to those from the oop measurements [see Fig. 3.7(c)]. The averaging of
the values associated with the smaller lc (lc < 40 nm) give a 〈αip〉 ≈ 0.010. This value can be considered
to be equal to typical values for a flat thin Py film. [283,284] The values for the case where lc is greater than
40 nm are emphasised in Fig. 3.7(c) by a green transparent region, show that the size of the cones begin
to play a dominant role. From the evaluation of the α, which is based on the resonance condition for the
ferromagnetic resonance, [179,181,185,228] this behaviour can be regarded as an effective Gilbert damping (αeff ).
The resonance condition used presupposes a uniformly magnetised infinite continuous film. At a certain cone
size this premise can most likely not be fulfilled anymore. Therefore, a new formula needs to be derived,
which is suitable for describing the resonance condition for a modified surface structure like the nanocones.
Moreover, the inhomogeneous linebroadening observed for the ip-measurements yields much higher ∆B0
values. The average of the values determined for the structured samples2 lead to a 〈∆Bip0 〉 ≈ 525.9 Oe. This
value differs significantly from the literature. [204,207] Furthermore, this considerable deviation plus the spread
of ∆Bip0 leads to the assumption, that the inhomogeneous linebroadening has to be treated as an effective
∆Bip0,eff , as well.
In summary there are three main effects which should be discussed further: (i) First the observation that
the oop and ip measurements are so different is unexpected. Due to the increasing isotropic behaviour with
increasing lc(as seen from Fig. 3.5), one would expect that for the structured samples with larger lc the
difference between both geometries is decreasing. (ii) Although one would expect a difference in the values
of ∆B0 the magnitude in the difference is surprising because typical values from the literature are in the
region of 10 Oe. [281,285] Whereas the values measured for the ip geometry are in the oder of magnitude of
about 500 Oe. A reason for this behaviour could be that the change of morphology leads to a significant
non-uniformity of the sample surface which enhances the inhomogeneous linebroadening. (iii) In particular,
the increase in the damping for lc > 40 nm is interesting. Given that the measurement and analysis technique
used (∆B versus f ) allows the Gilbert damping to be a separated from the inhomogeneous linebroadening,
the increase of α cannot be accounted for by the inhomogeneity of the magnetic film. Because the nanocone
pattern is not expected to be cause of a change in the crystalline structure, which is also supported by the
observation that the g-factor is nearly constant. Thus, the effect of the increase of α with increasing lc has to
be tributed to the change in shape of the film.
A more detailed investigation would have to take a step back. The morphology-induced effects could
be determined by analysing an individual structure (i.e. starting with one cone) and subsequently increasing
the system complexity to that of a small cluster by making additional use of simulations. This step-by-step
procedure could help to determine a new resoance condition, which extended to the behaviour of such 3D
magnetic films.
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Fig. 3.7 Frequency-dependent VNA-FMR measurements (a) θB= 0° (out-of-plane): ∆B versus f . (b) θB= 90° (in-
plane): ∆B versus f . (c) Gilbert damping parameter α versus lc. The light green area emphasize the significantly
increasing α. (d) inhomogeneous linebroadening with respect to lc. The black lines just guides to the eyes.
3.1.3. MOKE Measurements
We investigated the possible existence of an in-plane anisotropy by carrying out an in-plane MOKE scan [see
Fig. 3.8(a) and (b)]. The scanned azimuth angle region was ϕH = 180° – 0°. The data could only be analysed
for the samples NP0 up to NP4, due to an increasing influence of the structured surface on the reflectivity
which led to a decrease of the signal. The data was analysed using the AnalyseHyst LabVIEW™-software.
This software was programmed by Michael Körner.
The results obtained for Mr/Ms and Hc are shown in Fig. 3.8(a) and (b), respectively. Only the resulting
2The ∆B0 for the planar sample, is similar as shown in the oop-measurements.
Tab. 3.3.: Table of the slope of the linear fit, the evaluated Gilbert damping α, and the inhomogeneous linebroadening
∆B0 measured at θB= 0° (oop).
Sample number slope of the linear fit α ∆B0
(N°) (arbitrary units) (arbitrary units) (mT)
NP0 2.26(1) 0.003 0.53(1)
NP1 5.11(2) 0.008 3.64(2)
NP2 4.65(2) 0.007 0.61(2)
NP3 2.93(1) 0.004 4.23(2)
NP4 2.12(1) 0.003 6.74(3)
NP5 2.56(1) 0.004 10.23(2)
NP6 4.84(2) 0.007 16.14(6)
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Fig. 3.8 Angular-dependent MOKE scans of the samples NP0 - NP4 in-plane (ϕH = 180°– 0°) (a) Results of the
normalised remanence Mr/Ms. (b) Results of the coercivity Hc.
plot for the NP0 sample (black) reveals a slight fourfold anisotropic behaviour in both figures. The height
of the fragments is about 5 nm, which is the same as the seed layer thickness of the Cr. Potentially, the
imperfections on the surface and the crystallographic orientation of the planar GaSb(001) lead to an epitaxial
growth of the deposited film stack, which results in the observable fourfold anisotropy. To verify this last
proposal a planar GaSb(001) reference sample, which has been sputtered briefly to get rid of the fragments
on top of the surface, should be prepared with the Cr (5 nm)/Py (20 nm)/Cr (3 nm) stack deposited on top
of it. If the origin of the anisotropy is related to the presence of the fragments then a MOKE measurement
should show an isotropic behaviour for the curve in both of the graphs shown in Fig. 3.8(a) and (b). Unfortu-
nately, the TEM images showing the fragments on the planar surface were measured at a time where a new
sample series could not be prepared anymore. But the statement regarding the influence of the fragments is
supported by a comparison with the results of the pre-structured samples NP1-NP4. These samples, due
to the structuring process consist of a small (< 5 nm) amorphous GaSb film on the surface. Furthermore,
the imperfections were removed by the ion erosion. All of these pre-structured samples show an isotropic
behaviour in both graphs. This leads to the conclusion that the amorphous film on the surface leads to the
polycrystalline growth of the Cr and Py layers. Therefore, as expected for a polycrystalline Py film, these
samples show an isotropic behaviour in the hysteresis curves analysed, in contrast to the result for the planar
reference sample. The result for the planar sample shows the anisotropy axis as being rotated by about
5° from the 0°, 90°, and 180°directions, as shown in Fig. 3.8(a) and (b). This can be explained by a small
misalignment of the sample on top of the sample holder inside the MOKE setup which is done by eye.
One can also further examine the behaviour of the normalised remanence and the coercivity. In Fig. 3.8(a)
the normalised remanence is showing that in case of the NP0 to NP3 samples are rather similar in value,
however, these measurements reveal a large spread within the values. Whereas, NP3 and NP4 show a
significant decrease in Mr/Ms. This trend might be linked to the observed behaviour within the in-plane
FMR measurements of the Gilbert damping (see Fig. 3.7). This will be discussed in more detail together with
the simulation results in next section. In Fig. 3.8(b) the coercivity is shown, and it reveals a different pattern.
At a first glance, one observes that NP0 behaves completely differently, having a significantly smaller value
compared to the other samples. For the other sample there is a slight decrease in value from NP1 to NP4,
but this trend is most significant for the NP1 sample as the others have a rather similar value. A possible
explanation for the totally different behaviour of the planar sample might be that the structuring of the other
samples introduces pinning sides. If the samples reverse by domain nucleation and propagation then the
pinning sides tend to frustrate this propagation process, which leads to an increase in Hc.
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3.1.4. Magnetostatic Simulations with OOMMF
Description of Model. To verify the results for the Permalloy nanocone sample series, micromagnetic
simulations were performed. Hysteresis loops for a single nanocone were computed for various cone sizes.
We utilised the simulation software OOMMF, which is provided by the National Institute of Standard
and Technology (NIST).3 The code for the single cone simulation can be found in the appendix B. The
documentation for OOMMF’s installation, simulation code, and graphical user interface can be found on the
OOMMF homepage. The simulation program requires only one input file, where all necessary parameters
and the geometric definition of the desired shape are set.
Here, a single nanocone, with a thickness of 20 nm Py on the sidewalls, was generated by making use of
an OOMMF environmental cube, within which the cone is completely included. This geometrical definition
leads to a larger volume of Py on the cone tip compared to the sidewalls, as was shown in the TEM images
above for the real samples. To simplify the problem the following assumptions were made: the lateral cone
cross-section is an isosceles triangle and the total height is equal to the base diameter. The benefit of defining
a surrounding cube is that by changing the surrounding cube size, the size of the cone also changes. The
cone structure was described by a function, which defines the lateral boundary of the inner and outer cone
surfaces. The simulation grid points included in between these boundaries represent the ferromagnetic
material. All points outside this region were set nonmagnetic. The origin (0,0,0) of the coordinate system
used by OOMMF is located in the front left bottom corner of the cube. We defined a new coordinate system,
which shifts the origin by the transformation
x̃ = 2x− 1 ∧ ỹ = 2y − 1 ∧ z̃ = z, (3.1)
to the middle of the bottom x-y plane, as shown in Fig. 3.9. We define the lateral radius
rdist =
√
x̃2 + ỹ2, (3.2)
to exploit the cylindrical symmetry of the cone to be defined. The magnetic volume is then defined as a
subset of the cube C and is expressed by
fin(x, y) = zin = hin −
√
x̃2 + ỹ2, (3.3)
fout(x, y) = zout = 1−
√
x̃2 + ỹ2, (3.4)
where {(x̃, ỹ, z̃) ∈ C | hin − rdist < z̃ < 1− rdist} .
3The National Institute of Standards and Technology (NIST) is an agency of the U.S. Department of Commerce, 100 Bureau Drive,
Stop 1070, Gaithersburg, MD 20899-1070, http://math.nist.gov/oommf/
Tab. 3.4.: Table of the slope of the linear fit, the evaluated Gilbert damping α, and the inhomogeneous linebroadening
∆B0 measured at θB= 90° (ip).
Sample number slope of the linear fit α ∆B0
(N°) (arbitrary units) (arbitrary units) (mT)
NP0 7.45(2) 0.011 5.15(3)
NP1 6.17(3) 0.009 69.56(8)
NP2 7.98(5) 0.012 45.62(2)
NP3 6.45(4) 0.010 51.94(9)
NP4 11.57(5) 0.017 47.60(2)
NP5 12.80(10) 0.019 62.30(3)
NP6 23.04(5) 0.016 38.50(2)
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Fig. 3.9 Sketch of the geometry of the cone shape simulated by OOMMF. The blue areas represent the simulated Py film.
The light brown area is the part, which was not evaluated inside the environmental cube. The projection show: (a) x-z
plane, (b) y-z plane, and (c) top view.
As (3.1) and (3.3) demonstrate, the inner diameter din is equal to the inner height hin [see Fig. 3.9(a)-(b)].
Therefore, these parameters will be referred to as the cone size in the following. The simulations presented
were done for six different cone sizes: 10, 20, 30, 40, 50, and 60 nm.
Results for the OOP Case. The first simulations were done with the field orientated out-of-plane θB = 0°.
The results for all cone sizes are shown in Fig. 3.10(a). The field was swept between H = ±0.5 kOe,
with 100 steps per branch. After each field step, the magnetisation was relaxed until the stopping criterion
was fulfilled [see appendix B]. These results exhibit the expected decrease of coercivity and normalised
remanence with an increase of lc . [286–288] The behaviour of Mzr /Ms (blue squares) and Hc (red triangles)
is shown in Fig. 3.10(b). This agrees with the results obtained previously from VNA-FMR measurements,
where it was inferred that the magnetisation follows the curvature of the nanocone structure. All of the loops
simulated depict a switching field above 1 kOe.
Figure 3.10(c) and (d) depict the magnetisation distribution of the in- and out-of-plane magnetisation
components at zero field during the reversal, revealing the reason for the broad bending of the curves. During
the reversal process, a so-called vortex state appears inside the cones. In the lower part of the cone, the
magnetisation gradually turns in-plane, i.e. perpendicular to the z-axis. The in-plane component curls around
the cone centre. This state resembles the vortex states observed in ferromagnetic discs [see Fig. 3.10(c) and
(d)]. [289] In such discs, the exchange energy leads to the formation of an out-of-plane magnetised core in the
disc centre. The hollow structure of the cone however allows the vortex state to exist without paying the full
price of the increased exchange energy density at the centre. Also the demagnetisation energy associated
with the surface charges induced by an out-of-plane core is reduced by the missing centre region inside the
cone. This simulation reveals, that a vortex seems to be energetically preferable compared to a switching
from one external field orientation to the opposite direction. In the vector plots [see Fig. 3.10(c) and (d)] it
can be observed that the vortex state is more dominant in the 60 nm cone compared to the 10 nm cone. The
colour coding (red/blue) in the vector plots [see Fig. 3.10(c) and (d)] depicts a tilting of the magnetisation
in-plane, because the corresponding directions are the x (side view) and y (top view) coordinates. This also
shows, that the magnetisation follows the cone structure.
Results for the IP Case - Overview. Subsequently, the orientation of the applied external field was changed
to an in-plane orientation (θH = 90°) along the x-axis. The results obtained are shown in Fig. 3.11(a). At a
first glance, there are significant differences between the loops of cones with a size less than 40 nm and the
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Fig. 3.10 (a) All OOMMF results for the simulations with θH = 0° cone sizes. (b) Analysis results for the coercivity
(red triangles/left side) and the z-component of the normalised remanence (blue squares/right side) plotted against lc .
The lines just guides to the eyes. (c) Cross sectional images of the vector field plot in the x-z plane for a 10 nm cone
(left) and 60 nm (right). The colour coding according to the x-direction is shown on the right side. (d) Cross sectional
images of the vector field plot in the x-y plane at the half height. The left side shows the plot for a 10 nm cone and on the
right side the plot for a 60 nm cone is shown. The colour coding according to the y-direction is shown on the right side.
Both cross-sections show the magnetic configuration at H = 0.00 kOe.
larger ones. In addition there are obvious differences from the results for the out-of-plane field simulations.
The simulated loops for cones between 10 and 30 nm in size reveal a reversal from one direction to the other
one with no bending observable as compared to the results for θB = 90°. However, the loops for the cones
which are 40 to 60 nm in size show, at a certain field during the reversal process, a similar bending to that
seen in Fig. 3.10(a). These results show a two parts reversal process. The first part is a sharp reduction
of magnetisation to zero. Then the magnetisation gradually increases in the opposite direction. This is
typical for a switching of a vortex state. The first part is where the vortex forms and the second part is
the movement of the vortex core through the structure. Besides, the loops behave differently to the latter
simulation geometry, which shows up due to the normalised remanence, as well as, the coercivity. Both
parameters do not show a decrease with increasing cone size, as was expected.
The 20 and the 60 nm results depict an unusual behaviour. These simulations do not show the switching
behaviour expected, namely that ~M follows the surface profile of the nanocones. This behaviour would
be expected to result in a decrease of both the normalised remanence and the coercivity with increasing
cone size. One possible reason for this discrepancy between the simulated and the measured behaviour
could be related to the fact that the simulation is of an individual cone, whereas the real samples consist of a
large number of cones which can interact, taking into account these interaction would probably improve
the simulations. In order to achieve a better understanding of the single-cone hysteresis loops, a second
simulation was started within a smaller field range (H = −0.30 up to + 0.70 kOe / ascending branch)
and an increased number of steps of 500 steps per branch. The resulting hysteresis branches are shown in
Fig. 3.11(b). As shown before, the cones up to 30 nm in size show a single jump from one orientation to the
opposite. The switching field of the cones up to 30 nm in size is rather small compared to the cones larger
than 30 nm in size. Whereas, all larger cone sizes undergo a transition during the reversal from common
reversal loop behaviour to a bent hysteresis loop. Due to the observation of the bending of the hysteresis loop
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Fig. 3.11 (a) All hysteresis loops simulated for the in-plane geometry. (b) Simulation results for the in-plane configuration
with a smaller field range, but with more steps.
it is expected that a vortex state is involved in the transition process as was shown for the oop configuration
prepared simulations, which was already shown. First the shift of the coercivity will be discussed. As shown
in Fig. 3.11(b), the 10 and 20 nm results depict a similar behaviour, where the 30 nm and 40 nm loops show
an increase of Hc. The samples with even larger cones then behave in an unexpected manner, their Hc is
observed to decrease instead of continuing to increase. In particular, the Hc of the 60 nm loop which has a
negative value is unexpected and might be caused by an computation error in the simulation. In order to
understand the behaviour observed one has to consider the particular contributions to the total energy of the
system:
Etot = Edem + Eexc + EZeeman, (3.5)
which are the dipole energy, the exchange energy, and the Zeeman energy, respectively. We developed
an idea to explain the observed behaviour, which is based on qualitative energy considerations. A further
detailed quantitative analysis should lead to a confirmation of the following idea:
• For cones with sizes ≤ 30 nm, the magnetisation at low external fields is characterised by a homo-
geneous in-plane component, while the out-of-plane component is largely positive in one half of the
cone and negative in the other half [see Fig. 3.13(b)], forming a domain-wall-like structure in between.
We will refer to this as the quasi-homogeneous (QH) configuration. As the sample approaches the
saturated state, the in-plane component increases at the expense of the out-of-plane component.
• Fig. 3.11(b) shows that the reversal in the trend of Hc versus size is accompanied by a qualitative
change of the hysteresis loop. For samples with sizes ≥ 40 nm the magnetisation reverses via the
formation of a vortex-like state.
• Fig. 3.13(c) shows the vortex-like state. This configuration has a curling of the in-plane magnetisation,
while the out-of-plane component is generally small. It increases near the cone tip until it points
entirely up- or downwards. This can be seen as an analogy to the conventional vortex structures in
nano-sized ferromagnetic discs. Here, the out-of-plane magnetisation at the disk centre, referred to as
the vortex core, can have ”up” or ”down” polarity. [290]
From the simulations, one observes that small sizes ≤ 30 nm favour the quasi-homogeneous (QH)
configuration described above. We now compare the vortex like and QH states at a fixed intermediate
field, near the switching field.
• The QH state generates a stray field. However, due to the presence of the domain-wall, there is also a
contribution to the exchange energy. As the cone size increases, both energy contributions increase, as
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well.
• The vortex-like state:
From the simulated magnetisation distributions it is plausible, that while the cone end contains an
amount of exchange energy, the contribution from the rest of the structure to Eexc might be rather low.
Due to the curling magnetisation in the lower part of the cone, it is expected, that the energy density of
the demagnetising field has its maximum in the cone end, as well.
• From the above, it is expected, that Etot of the QH to increase faster with increasing cone size than
Etot of the vortex-like state.
• This leads to an interception of both energy curves as a function of the cone size parameter. Small
cones will prefer the QH state, while for larger cones beyond the point of intersection, the vortex state
is energetically preferable.
Now the influence of the external magnetic field has to be considered.
• Figure 3.12 shows the schematic drawing of ∆E = EQH − Evls versus size. The definition of a
positive field is that the magnetisation points in the opposite direction with respect to the magnetisation
before the sample switches into the vortex-like state. Since the magnetic moments of the vortex-like
state partially compensate the dominant contribution to ∆E is expected to increase mainly due to the
changes in EQH. From the same argument, cones of the same size will have a lower ∆E for lower
Hext. The slope of ∆E with Hext is expected to increase with increasing cone size. This leads to the
different slopes of ∆E with size as can be seen in Fig. 3.12.
• Then, according to Fig. 3.12 for larger cones the switching from the QH state into the vortex-like state
takes place at an earlier point during the hysteresis.
• This idea would explain the decreasing switching field with increasing cone size seen for cones larger
than ≥ 40 nm. From our considerations, the decrease of the switching field with increasing cone size
is expected to slow down, whereas the in the simulation it accelerates. Thus, a quantitative check of
this explanation by micromagnetic simulations should be performed.
Results for the IP Case - Comparison of: ≤ 30 nm / ≥ 40 nm. Figure 3.13 shows the detailed analysis
of the differences between the simulation results for the 30 and 40 nm cone sizes. The information obtained
from analysing these two results is then valid for either the smaller cone sizes by referring to the results for
the 30 nm cone, or for the larger ones when referring to the results of the 40 nm cone. These two cone sizes
were chosen as being exemplary of the overall system behaviour, because it is between these sizes that the
system behaviour changes. In the top right corner the simulated loops are shown for both sizes. Here, the
reversal behaviour typical of a smaller cone is reproduced, whereas the loop for the larger cone reveals a
bending [see Fig 3.13(a)] behaviour in the hysteresis during the switching process for values higher then
Mzr /Ms u 0. To show that this bending corresponds to a vortex state, the vector field plots (VFP) of the
magnetic configuration are shown. Below the overview graphic [see Fig 3.13(a)], the colour coding for the
vector field plots is shown, as well as the magnetic field orientation with respect to the sample. The top
panels of Fig 3.13(b) and (c) depict the switching region of the simulated hysteresis loop. Below the loops,
two VFPs showing the configuration at two different fields are shown. The VFP before the switching is
shown on the right and on the left the result after the switching is shown. All VFPs presented first depict the
cross-section in a side view, whereas the top view is always shown below.
Figure 3.13(b) represents the results for the 30 nm cone size. The loop depicts a switching from one
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Fig. 3.12 Schematic drawing of the energy difference ∆E between the QH-state EQH and vortex-like state Evls as a
function of the size for different values of the external field (δ > 0), assuming rigid magnetisation distribution. The
origin size0 represents the finite size, where the vortex-like state is always preferable.
direction to the opposite. Below the graph of the hysteresis loop the magnetic configuration on either side
of the transition is shown in cross-sections. The side- and the top views indicate that the reversal takes
place between a field of 0.03 kOe and 0.04 kOe. The change of the direction of the magnetisation is clearly
observable. Moreover, the side views show that the magnetisation partly follows the curvature of the cone.
In order to avoid creating surface charges, the magnetisation points on one side up to the cone tip and on the
other side down to the cone base. This magnetisation configuration was also observed in the simulations
where the field was applied perpendicular to the sample surface. The results show the same quantitative
behaviour for all cone sizes below 30 nm.
The cones with a size equal to or greater than 40 nm behave differently during the magnetisation reversal.
This is shown in the panel of Fig. 3.13(c). The VFPs indicates, that before the switching process begins
(H = 0.05 kOe) the conditions are similar to those in the 30 nm case. The difference here is that the region
where the magnetisation points to the cone base is larger compared to the VFP results for the 30 nm cone
size. Since only the in-plane component of the magnetisation contributes to the Zeeman energy, the position
of the domain wall (i.e. ”on the left” or ”on the right” side) should be arbitrary. Both positions are equivalent
in terms of energy. At a certain critical field the Mzr /Ms jumps to zero. Subsequently, the bending in the
hysteresis loop is observable. At H = 0.06 kOe the vortex state is observable in both VFPs. Moreover,
the upper VFP shows that at the cone tip the magnetisation predominantly points towards the cone base.
The behaviour on the sidewalls is different. There, the magnetisation is obviously tilted more and more
into the x-y plane as the vertical distance from the cone tip increases. The vortex state remains stable up
to a certain field value, at which point it is expelled from the structure and the magnetisation becomes
homogeneous again. Still the open question has to be answered: ”Why do the coercivity and remanence
not decrease with increasing cone size?”. This is particularly puzzling due to the fact, that in the VFP a
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Fig. 3.13 (a) Simulation results plotted for the 30 and the 40 nm cone size. Below this graph the colour coding for
the vector field plots on the right and the field orientation is shown. Below (b) and (c) the corresponding results are
shown with the following the order, beginning from top, is: loop, side view cross-section, and top view cross-section. (b)
Simulation results for the 30 nm cone size. (c) Simulation results for the 40 nm cone size.
tendency of the magnetisation in the nanocone to follow the nanocone curvature is apparent [see Fig. 3.13(b)
and (c)]. Furthermore, the results in Fig. 3.10(b) exactly reveal this expected behaviour. Whereas, the loops
in Fig. 3.13(b) and (c) do not show the expected tendencies for the coercivity and the remanence. A possible
explanation might be given by the stray fields in between the cones. Nevertheless, a clear explanation has to
be found. For that purpose, further simulations of a system of multiple cones need to be performed.
3.1.5. Summary
In this section we characteristics a thin film of Cr (5 nm)/Py (20 nm)/Cr (3 nm) on top of a GaSb(001) substrate
pre-structured with nanocones. For this work nanocones with six different lc’s were prepared, a linear
relationship between the lc and the irradiation energy was determined by PCF analysis. The samples prepared
had a reasonably high degree of order. Nevertheless, a still higher ordering has to be achieved if these
samples are to be used in a technological application, such as bit patterned media for example. Moreover, it
was shown that the GaSb wafer is covered by small GaSb fragments, which also had a periodic distribution
on the surface. This contamination needs to be prevented, because it modifies the results for the planar
sample making the comparison with a nanostructured sample more difficult.
Furthermore, the results of coating the patterned substrate with a Cr (5 nm)/Py (20 nm)/Cr (3 nm) film were
presented. In the TEM image one observes that a polycrystalline film has formed on top of the nanocones,
the crystallographic structure originates from the amorphous GaSb cap film. This cap film forms due to the
action of the ion beam erosion process.
Subsequently, the results for the VNA-FMR measurements were shown. The polar measurements reveal,
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as expected, an in-plane magnetisation for the planar sample. Moreover, a decreasing resonance field at
θB = 0° and an increasing Bres at θB = 90° with an increasing lc were found. This indicates that the
magnetisation follows the curvature of the nanocones. The fitted 4πMeff parameter provides further evidence
in support of this idea as a decreasing effective magnetisation with an increasing lcwas observed. The analysis
of the linewidth information gives information about the damping and the inhomogeneous linebroadening.
The linear slope of the frequency-dependent VNA-FMR measurements indicates that only a Gilbert damping
is present in this system. Furthermore, the Gilbert damping parameters α measured for the different lc,
reveal that in the case of the in-plane geometry the α is increasing for cones with lc ≥ 40 nm. However the
damping measured using the out-of-plane geometry stays nearly constant. By analysing the inhomogeneous
linebroadening one observes a significant difference between the measurements at θB = 0° and θB = 90°.
The results for θB = 0° show a slight increase with increasing lc and the values are of the order of several
tens of Oe. Whereas the values obtained for θB = 90° reveal significantly higher values which are of the
order of several hundred of Oe, and have a significant spread of about 200 Oe. Both results obtained for
α and ∆B0 indicate, that the simplified resonance condition formula typically used (homogeneous infinite
film) cannot be valid anymore. This is indicated by Fig. 3.7 which shows an increase of α for the cones >
30 nm and the large difference between ∆B0 in the oop and ip geometry. In the case where the transition
from an infinite uniformly flat film to the 3D magnetic structure has to be taken into account, one is dealing
with effective values αeff and ∆B0,eff . These results suggest, that a new equation has to be derived, which
accounts for these morphology aspects. The in-plane MOKE scans are able to detect whether one has to
consider an in-plane anisotropy contribution. As was shown, only in the case of the planar sample was
a slight fourfold anisotropy observable, which may possibly originate from the GaSb(001) substrate. In
contrast, all of the pre-structured samples show an isotropic behaviour. Due to the presence of the amorphous
cap film on the GaSb nanocones the Cr (5 nm)/Py (20 nm)/Cr (3 nm) stack grows in a polycrystalline manner,
which might be the reason for that isotropic behaviour. The results for Hc show a decrease in value for all of
the pre-structured samples, which corroborates the picture that the magnetisation follows the curvature of the
cones. A slightly different result was obtained by the analysis of the Mr. Here the NP1 and the NP2 behave
in an opposite manner to that implied by the measurement of Hc. Excepting these two samples, the others
show a decreasing normalised remanence with increasing lc. This is also consistent with the explanation
proposed. It is possible that one of these samples had been damaged, which would be an explanation for
this result. Afterwards, an OOMMF simulation was performed to help better understand the information
obtained from the measurements. A series of simulations with cone sizes between 10 and 60 nm in steps
of 10 nm were performed with an in-plane and an out-of-plane applied external field. The oop simulations
show the expected decrease of Hc and Mr/Ms with increasing cone size. However, the results of the ip
simulations do not exhibit the behaviour expected. Nevertheless, a partial explanation for this behaviour was
given. Further micromagnetic simulations might improve the understanding of this system.
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3.2. CoCrPt and CoCrPt:SiO2
Granular CoCrPt:SiO2 is a well-known recording media. For the last two decades it has been the focus
of many investigations. [291] First CoCrPt:SiO2 was used in longitudinal hard disk drives. Afterwards the
CoCrPt:SiO2 film and a soft magnetic underlayer together with a dual-Ru seed layer have been developed to
allow its use as a high perpendicular anisotropic media which find uses as in PMR. [292] This development
allows hard disk drive producers to increase the storage density significantly. [293] It was possible to reduce
the grain size as well as to reduce the inter-granular exchange coupling by using an oxide addition to the
growth process. [294] These approaches have led to the currently common numbers of 20 to 30 grains per bit,
with an average diameter per grain of 6 to 8 nm. [295] Currently, the development of hard disks has reached a
storage density of about 1 Tbit/inch2. [40,293] Further steps to improve this could be heat assisted-, microwave-,
domain-wall assisted magnetic recording and/or bit patterned media. [41,44,138,296–298]
In this chapter the investigations of the recording media CoCrPt:SiO2 will be presented. CoCrPt:SiO2 has
the advantages of a high perpendicular anisotropy and coercivity. The anisotropy axes are highly oriented
out-of-plane due to the tailoring of the entire stack. Details of the tailoring process are described else-
where. [7,8,10,16,299–306] These points are important for its application as a perpendicular recording media
(PMR). The investigations presented here focus on the influence of ion implantation and morphology-
induced effects on the magnetic properties of the samples. Moreover, the influence of an additional oxide in
the CoCrPt grains will be discussed. First the investigations of the nanostructured samples will be presented,
wherein two test systems were studied. The first subsection deals with two planar CoCrPt test samples,
where besides the static magnetic properties, also dynamic measurements will be discussed. Apart from
studying the saturation magnetisation, the remanence, coercivity, anisotropy, damping, and inhomogeneous
linebroadening of this experimental CoCrPt system, a comparison between VNA-FMR and TRMOKE
results will also be presented. The second subsection describes the study of a planar CoCrPt:SiO2 sample
series, which was implanted with Co+ ions, where the fluence of the ions was varied over a large range.
The idea behind this variation was to study the intermixing and concentration effects of the implanted
Co on the magnetic properties of the CoCrPt:SiO2 stack. Within the second subsection, practical aspects
concerning VNA-FMR measurements of the CoCrPt:SiO2, as well as the [Co/Pd] samples will be discussed.
In addition, the differences between those samples which consist of only CoCrPt and those with additional
SiO2 content will be described. In the last subsection, the results of the investigations of CoCrPt:SiO2 on
GaSb(001) nanocones will be presented. Here, the focus is on the effects of the tailored exchange interactions
between the grains and also between the nanocones. The interaction between the grains is from now on
called the intergranular exchange interaction and the interaction between the nanocones will be called the
interdot exchange interaction. With regards to the intergranular- and interdot interactions, the influences
of SiO2 content and the growth of the grains with respect to the size and shape of the nanocones will be
discussed.
3.2.1. Hard- and Soft Magnetic Planar Granular CoCrPt Films
We will start in this section with a discussion of the results obtained from measurements on a planar
CoCrPt sample series and subsequently a planar CoCrPt:SiO2 specimen. The results for both sample series
will be used as a reference system in the summary [see chapter 4], for comparison with the results from the
granular CoCrPt:SiO2 on nanocones. Furthermore, the purpose of these measurements was to get to know the
capabilities of this recording material, mainly in terms of the dynamical magnetic properties as measured by
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Fig. 3.14 (a) – (e) Magnetometry measurements of the hard magnetic sample c10 (red points) and the soft magnetic
sample c06 (blue squares). (a) PMOKE measurements, carried out before cutting into small pieces, and (b) after the
cutting. (c) SQUID at θH = 0°. (d) Magnification of measurement (c). (e) SQUID at θH = 90°. The lines are just
guides to the eyes. (f) Sketch of the CoCrPt stack.
the VNA-FMR- and the TRMOKE setup. These results are presented within this subsection. Secondly, the
CoCrPt:SiO2 samples were used to investigate the influence of ion implantation on its magnetic properties,
the results of which are presented in the second subsection. The experimental systems presented first are two
oxide-free CoCrPt samples. One of them is a hard magnetic sample (c10) and the other one is a soft magnetic
sample (c06). The reason for this classification originates from the two different anisotropies of these
samples. The anisotropies were induced by the alloying of Cr and Pt during the growth. The soft magnetic
sample (c06) has a higher content of Cr and less Pt compared to the hard magnetic sample (c10). Due to the
granular hcp structure of CoCrPt , the resonance condition for the analysis of the VNA-FMR and TRMOKE
measurements has to be derived from the Gibbs free energy with respect to the hcp structure. [10,13,307–315]
This derivation is shown in the appendix A. The first sample series was prepared without a SiO2 add-on
and therefore these samples are strongly exchanged coupled. This strong exchange coupling is beneficial,
because this should increase the signal of the VNA-FMR measurements as it enforces the coherent precession
of all grains in phase.
The two samples c06 and c10 were prepared by the group of Dr. Olav Hellwig at the research centre
of Hitachi Global Storage Technologies, a Western Digital company. Due to the fact that these samples
were prepared in an industrial research and development department, it has to be mentioned, that not all of
the preparation processes or the exact alloy compositions could be described in detail. Fig. 3.14(a) shows
the entire stack that was created. This stack was deposited using magnetron sputtering onto both sides
of a glass wafer. The first layer is 3 nm of FePt-alloy, which has two main functions. On the one hand
Tab. 3.5.: Table of the PMOKE and SQUID analysis for the soft (c06) and hard magnetic (c10) samples.
Sample number Hc (uncut) Hc (cut) Ms
N° kOe kOe 103 emu/cm3
c10 0.230(8) 0.336(2) 720(40)
c06 0.097(5) 0.131(9) 550(10)
56
3.2. CoCrPt and CoCrPt:SiO2 57
it allows the proper adhesion of the metallic layers to the glass wafer, and on the other hand it is also a
SUL. Usually the SUL in a recording media is about 40 nm thick, but in this case for the purposes of the
experimental investigation done in this work, this layer was chosen to be as thin as possible in order to lower
the magnetic anisotropy. This decreased the excitation power required and therefore made the sample suitable
for measurements with the VNA-FMR and TRMOKE. The next layers are a NiW layer of 5 nm and a Ru layer
of 18 nm thickness. Both layers are crucial for the proper epitaxial growth of the CoCrPt:SiO2 on top, which
causes a perpendicular anisotropy with a high degree of orientation along the film normal (see chapter 1).
Afterwards the magnetic CoCrPt layer with a thickness of 8 nm was deposited and then finally a SiN cap
layer with a thickness of 1.5 nm was added to prevent oxidation. The entire stack then reads from the bottom
to the top on each side as: glass wafer/FePt-alloy(3 nm)/NiW(5 nm)/Ru(18 nm)/CoCrPt(8 nm)/SiN(1.5 nm).
PMOKE and SQUID The samples were sent as two large pieces, which made it necessary to cut both into
smaller pieces of 4 × 4 mm2 for the further experiments. For the original large samples, polar MOKE
measurements were carried out by Dr. Olav Hellwig [see Fig. 3.14(b)]. Afterwards the samples were cut into
pieces by a diamond saw and a second set of polar MOKE measurements were done, these should ensure that
the division of the sample into smaller pieces has not changed the magnetic properties. This measurement is
shown in Fig. 3.14(c). The data for the sample c10 is shown by red squares and for the sample c06 by blue
circles. The comparison of both PMOKE measurements show that each sample exhibits a clear out-of-plane
magnetisation, as was expected. All the Hc values determined from the PMOKE measurements are similar
to literature values [see Tab. 3.5]. [34,232] There is, however, a slight difference in the measurements of the
samples before and after cutting: the samples show a lower coercivity before cutting. One reason for this
behaviour could be the existence of so-called magnetic soft spots, which are imperfections inside the film
which can pin the domains during the switching process. [316,317] These imperfections are present in the cut
and uncut sample, however within the cut sample measured there might be an increased density of such soft
spots. Another possibility is that the sample might be heated during the cutting process, and this might lead
to an annealing process.
Due to the fact that the LMOKE setup is limited to a maximum external field of 790 Oe, which is
insufficient to saturate the CoCrPt samples, two SQUID measurements were carried out. One is measured
along the out-of-plane easy-axis and the other one along the in-plane hard-axis of magnetisation, to obtain
information about the saturation magnetisation. These measurements are shown in Fig. 3.14(c), (d), and
(e) and furthermore, the values determined are listed in Tab. 3.5. The colour coding is the same as that
used in the PMOKE graphs. Figure 3.14(d) shows the measurement along the easy axis θB = 0° and the
Fig. 3.14(e) the measurement along the hard axis (θB = 0°). The comparison of the PMOKE and the SQUID
data in Fig. 3.14(b) and (c) show significantly different shapes for the easy axis loops, in principle both
methods should yield the same measurement result. In particular, the values for the normalised remanence
deviate between these two methods. This can be explained by a misalignment of the samples in the SQUID
Tab. 3.6.: Table showing the results of fitting for the anisotropy fields 2Ki/Ms and g-factor (resonance condition fit)
for the soft- (c06) and hard magnetic (c10) samples. The last row shows the values determined for the soft magnetic
underlayer (SUL).
Sample number 4πMeff 2K4⊥/Ms 2K6⊥/Ms g-factor ϕu
N° kG Oe Oe arb. units °
c06 ( CoCrPt ) 5.2 130 20 2.15(3) 14
c10 ( CoCrPt ) 11.3 106 72 2,11(5) 0
c10 (SUL: FePt) 6.7 -20 82 2.11(5) 0
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Fig. 3.15 Polar angle-dependent VNA-FMR measurements in the range θB = −30° to +195°. (a) Fit of the soft
magnetic planar granular CoCrPt (c06). (b) Fit of the hard magnetic planar granular CoCrPt (c10). (c) Fitted FMR signal
of the SUL (FePt-alloy) of the hard magnetic sample. (d) Pseudo colour plot of the hard magnetic sample. The dashed
lines emphasise both observable resonances in the hard magnetic specimen.
measurement. A practical difficulty associated with using the SQUID is that it is not possible to align the
sample perfectly within the sample holder tube along the easy or hard axis of magnetisation. Usually, this
deviation is around ±5− 10°. The measurements in Fig. 3.14(d) suggest that the angular deviation lies in
this said range. Nevertheless, by comparing the shapes of both of the SQUID loops shown in Fig. 3.14(c)
and (e) an out-of-plane magnetisation for both samples is observable, as expected The Ms values obtained
from these measurements are summarised in Tab. 3.5. To normalise the magnetisation with respect to the
magnetic volume, it was assumed that the FePt-alloy and the CoCrPt on both sides contribute to the magnetic
moment. Therefore, the entire volume of magnetic material was determined to be VFM = 3.52× 10−7 cm3.
As will be shown within next section, which presents the analysed FMR results, the FM FePt-alloy layer is
also visible in the FMR measurement of the c10 sample. The data obtained reveal similar values for Ms to
those found in the literature for CoCrPt . [306,318] Typically, the values for Ms are less than 1000 emu/cm3
for CoCrPt . [319,320] Due to the fact that the exact composition of the FePt-alloy used here is not known, an
assignment of the signal to one or the other FM layer is not possible. Moreover, even for the CoCrPt , the
dependence of Ms on the FePt-alloy SUL composition used and the variation of Ms with the content of Cr
and Pt, does not allow a more detailed clarification of the contribution from each of the FM layers to the
measured signal.
VNA-FMR Measurements The first set of measurements carried out with the VNA-FMR on these samples
used a polar geometry, where the angle of the applied external field was varied. These measurements (blue
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Fig. 3.16 Frequency dependent VNA-FMR measurements (blue circles) with linear fit (red lines) (a,c) c06: soft magnetic
CoCrPt . (b,d) c10: hard magnetic CoCrPt .
circles) along with the fit curves (red lines) are shown in Figs. 3.15(a) – (c). The Figs. 3.15(a) and (b) reveal
the expected out-of-plane magnetisation, as indicated by the maximum resonance field being at θB = 90°.
The frequency of the measurement for the c06 sample was f = 29.5001 GHz and for the c10 sample f =
39.2001 GHz. The higher frequency was chosen, because the first measurement at f = 27.5001 GHz of
the c10 sample achieved the result shown in Fig. 3.15(c). There, the angle dependence for the c10 sample
obviously behaves differently to the measurements shown in Figs. 3.15(a) and (b). The result of measuring
c10 at the lower frequency reveals the presence of an in-plane magnetisation, because both of the observable
maxima are located at θB = 0° and the minima at θB = 90°. This in-plane magnetisation could be assigned
to the FePt-alloy SUL layer. Still, the absence of any contribution from the SUL (additional resonance
peaks at θB = 0° and θB = 180°) to the measurement of the c06 sample is puzzling and the reason could
not be determined up to now. Interestingly, both types (in- and out-of-plane easy axis) were visible in
the measurement of the c10 sample at f = 39.2001 GHz, which is shown in the pseudo-colour plot in
Fig. 3.15(d). There, both curves are emphasised by dashed lines (ip: green dashed line/oop: black dashed
line). The fit parameters for the anisotropies are summarised in Tab. 3.6. The value of 4πMeff for the c10
sample is slightly smaller as compared to the value published by Clinton et al. of 4πMeff = 14.124 kG. [321]
To obtain information about the g-factor and the damping, two further frequency dependent measurements
were carried out. One was done at θB = 90° and the other one at θB = 0°. The results of the measurements
(blue circles) and the linear fits (red lines) are shown in Fig. 3.16(a) – (d). Figures 3.16(a) and (b) represent
the results for θB = 0° and Figs. 3.16(c) and (d) the ones for θB = 90°. From the out-of-plane measurements
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the g-factor was determined. For the c10 sample it is g = 2.11 and for the c06 sample g = 2.15, which is, in
the order of magnitude consistent with the literature. [106] The difference between both Landé factors for c06
and c10 might be due to the differences in the in the alloy content (g-factor is sensitive to the local electronic
environment of the atoms). The gfactor values determined were used to fit the polar VNA-FMR results in
Figs. 3.15(a) – (c). The analysis of the slopes for the data in Fig. 3.16(a) – (d) reveal that in each system
shown only Gilbert damping is observable. This is indicated by the linear relationship between linewidth
and frequency. The results of the linear fits are listed in Tab. 3.7. As shown in Tab. 3.7, the Gilbert damping
parameter for the c06 sample is nearly twice as much compared to the c10 sample. Comparing α for the
two different geometries shows, that for the in the plane geometry the α is nearly twice as large as in the
out-of-plane geometry. All the damping constants determined are similar to the literature, where α ranges
between 0.001 and 0.03. [322–324] The analysis of the inhomogeneous linebroadening ∆B0 reveals a different
behaviour. While the ∆B0 ratio between the results of the oop geometry for c06 and the c10 sample is
approximately two, the ratio between both samples in the ip geometry is around five. By comparing the
evaluated ∆B0 for both the geometries and for each sample, one can observe the following: for the c06
sample between oop and ip the ∆B0 ratio is 2.5, whereas for the c10 sample it is approximately one. The
origin for this might be found in misplacements of the granular structure.
TRMOKE Measurements were carried out on the one hand to obtain further measurements of the magnetic
properties of the CoCrPt system and on the other hand to compare these data with the results achieved by
the VNA-FMR setup. The measurements were done at a polar angle of θB = 60°. This angle is chosen to
apply the external field between the ip and the oop geometry, which is necessary so that the system is able to
generate an internal field transient when the laser pump pulse creates a short thermal transient. Furthermore,
the choice of this angle was limited due to the requirement to reflect the laser beam off the sample which
was placed in between the poles of an electromagnet. The external field was swept to record the change of
frequency versus field. This was achieved by fitting the individual signal curves for every individual field
step, and determining the corresponding resonance frequency as a function of the field.
The data for both samples, given as the inverse of the decay time and the frequency, is shown in Figs. 3.17(a)
– (d). Figures 3.17(a) and (b) present the data (red circles) and the fit curves (black lines), fitting is done by
using the hcp resonance condition. The fit parameters obtained are summarised in Tab. 3.8. The comparison
between the TRMOKE and VNA-FMR fit parameters shows that the results for the c06 samples have the
same 4πMeff and also the other anisotropy fields are similar. So the results for the c06 sample from the
VNA-FMR and the TRMOKE can be considered as being consistent. In contrast to the c06 fit, the TRMOKE
result for the c10 sample does not match to CoCrPt , but to the FePt-alloy in the adhesion layer. One can
be sure that the probe beam cannot sense the bottom layer, because the penetration depth of 400 nm light
into typical metals is about ten nanometres. The reason for this discrepancy remains unclear. There are two
possible reasons for this which are related to the elevated temperature of the sample during measurement.
The first issue is due to the fact that Ku and Ms are a function of the material temperature and therefore both
Tab. 3.7.: Table of the results for Gilbert damping α and inhomogeneous linebroadening ∆B0 for the soft- (c06) and
hard magnetic (c10) samples.
Sample number α (θB = 0◦) ∆B0 (θB = 0◦) α (θB = 90◦) ∆B0 (θB = 90◦)
N° arb. units mT arb. units mT
c06 0.017(2) 9.22(5) 0.010(2) 27.59(4)
c10 0.009(2) 4.74(3) 0.005(2) 5.97(2)
60
3.2. CoCrPt and CoCrPt:SiO2 61
Fig. 3.17 Results for the TRMOKE measurements of soft- (left panel) and hard magnetic (right panel) CoCrPt. (a) – (b)
Evaluated resonances measured at θH = 60° with fit curves (black lines). (c) – (d) determined damping constants.
change due to the laser heating. The second issue is that the thermal treatment can cause an annealing effect
on the material, which changes the properties as well. However one might expect to see this effect in both
cases (for c10 and for c06) because the samples are similar regarding the thermal properties.
The data for τ and ω are plotted as (ωτ)−1 versus external field as shown in Figs. 3.17(c) and (d). The
value (ωτ)−1 represents the damping α, under certain conditions mentioned in the TRMOKE section, and in
these measurements a decrease in the damping parameter with an increasing field is observed. This decrease
indicates that the damping measured is not the underlying intrinsic damping of the material. Generally
speaking, the material’s intrinsic damping is not expected to change with field. As will be shown in the next
subsection, in case of a certain field and frequency the damping saturates and stays constant with increasing
field values. Once the applied field has been raised to a level where the measured value of the damping
stops changing, then the data above this level can be averaged to obtain the damping parameter. In the case
where (ωτ)−1 is seen to continuously change over the measured range then no damping constant can be
determined. However, the lowest value obtained can be used as an upper limit for the real damping. This is
because, although one can always measure something larger than the real damping due to problems such as
linebroadening effects etc., a lower damping than the intrinsic one should never be obtained. Therefore, in
the case of c06 α must be less than 0.04 and in the case of c10 less than 0.1.
Summary It was shown in this subsection how the magnetic properties of a CoCrPt sample are sensitive
to the alloying elements used in its preparation. The SQUID and PMOKE measurements reveal that the
CoCrPt samples have a high perpendicular anisotropy as expected. The Ms data obtained from the SQUID
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and the Hc data from PMOKE are similar with those in the literature. Furthermore, the polar VNA-FMR
measurement also shows the perpendicular anisotropy. The hard magnetic c10 sample showed the resonance
curve for the FePt-alloy layer at a lower frequency, as well as showing the resonances of both layers at a
higher frequency. The soft magnetic sample only shows a resonance curve with oop anisotropy corresponding
to the harder magnetic layer only. The anisotropy fields evaluated from the VNA-FMR data are similar as
those given in the literature. Furthermore, the 4πMeff of the c10 sample is closely equivalent to the value
given in the literature. Also the analysis of the linewidth measured by the frequency dependent VNA-FMR
experiments yields values from the fit parameters for the damping and the linewidth which are consistent
with values in the literature. The last measurements on these samples were carried out using the TRMOKE
setup. The parameters of the c06 sample are approximately equal for TRMOKE and VNA-FMR. Although
the values obtained for c10 seem to match those for the SUL rather than the top magnetic layer which was
measured by the probe beam, this may be coincidence. Further measurements are necessary to resolve this
issue. For example, one can vary the pump power to see if the values measured change, this would indicate
that the temperature of the sample during the measurement changes the material properties. The last part of
the analysis deals with the damping. Here it was shown that (ωτ)−1 is decreasing with increasing applied
field. This means that an evaluation of the damping behaviour is not possible over the limited field range
used, due to the fact that such a decrease of the damping shows that the measurement is still in an unsaturated
resonance condition.
Tab. 3.8.: Table of the fit results of the TRMOKE measurements damping of the soft- (c06) and hard magnetic (c10)
samples.
Sample number 4πMeff 2K2‖/Ms 2K4⊥/Ms 2K6‖/Ms 2K6⊥/Ms g-factor
N° kG Oe Oe Oe Oe arb. units
c06 5.2 0 -1.2 0 164 2.15
c10 6.7 144 40 0.2 6 2.11
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Fig. 3.18 Left: Sketch of the CoCrPt:SiO2 stack. Right: TRIDYN simulation of the sample series TM5, which were Co+
ion implanted with a kinetic ion energy of 40 keV. The following fluences are shown: (a) 1.0 × 1014 cm−2 (b) 5.0 ×
1014 cm−2 (c) 1.0 × 1015 cm−2 (d) 5.0 × 1015cm−2 (e) 1.0 × 1016 cm−2 (f) 5.0 × 1016 cm−2.
3.2.2. Ion Irradiated Planar Granular CoCrPt:SiO2 Films
Apart from studying the influence of modifications to the substrate surfaces on the magnetic properties, the
tailoring of FM thin films by ion implantation is also the focus of many investigations. [2,325–328] Particularly in
the case of a stacked film system where the effects arising from the intermixing of the layers by the ions will
be of particular interest. In a CoCrPt:SiO2 system the effects that arise from concentrating one of the alloying
elements is also of interest. For this work SiO2was added to the CoCrPt system investigated, to obtain
exchange decoupled grains. [35,329] Subsequent ion implantation can then affect the exchange decoupling,
which will also be investigated here.
In this subsection, the results from measurements of the TM5 sample series are presented. For the TM5
series the stack design was chosen to match that used in a previous study. [32,128] The unirradiated TM5 wafer
was provided by our cooperation partners of the group of Prof. Dr. Manfred Albrecht. It was implanted
with Co+ ions, where the fluence was varied in the range between 1.0× 1014 cm−2 and 9.0× 1015 cm−2.
This range was divided into 17 equally spaced fluences. These results will be compared to those from
a non-irradiated sample. The idea is to obtain information about the tailoring effect of the implantation
onto the magnetic properties. The main goal was to find out the influence of the intermixing due to the
ion implantation and the concentration of Co+ ions inside the FM CoCrPt:SiO2 layers. This series was
prepared with a larger range of fluences compared to the previous investigations. This system proved to be
more difficult to measure using standard FMR techniques such as those employed in the previous section.
There a two significant contributions to this problem. Firstly, the CoCrPt:SiO2 has a very high anisotropy
compared to the CoCrPt system measured previously, this means that the field and frequencies required to
excite the precession are very high. Secondly, the CoCrPt:SiO2 system has SiO2 content added to exchange
decouple the grains, this allows the individual grains to precess with their own phase and so the resonance
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Fig. 3.19 Polar MOKE measurements of the TM5 samples. The samples were ion implanted with Co+ ions with an
energy of 40 keV. The fluences are increasing from 1.0 × 1014 cm−2 to 9.0 × 1015 cm−2.
signal is greatly broadened and its amplitude is correspondingly decreased. Because, the FMR signal is
rather noisy compared to the measurements of the Py samples in the first section, it is thought that the
absorption signals is present but is hidden by the system noise floor. Consequently, one has to say that the
FMR measurements could not be analysed, however TRMOKE measurements could be carried out. This
suggests that the TRMOKE pump beam may be able to apply a much higher energy excitation than the
VNA-FMR microwaves which were used. An additional factor is that the TRMOKE might be more sensitive
(when the film thickness is of the order of penetration depth, for thicker film FMR can give a larger signal as
it measures the volume).
Preparation This sample series was prepared onto one side of a glass wafer, typical of the type used
for recording media, at the Hitachi Research centre. The stack is built up as follows: first a Cr (5 nm)
seed layer was deposited, this is for adhesion and to transition from the glass to metallic layers. Then,
in a two-step process with different partial pressures, the Ru was magnetron sputtered onto the Cr. The
first Ru layer is 8 nm and the second is 12 nm thick. These layers are crucial for the epitaxial growth
of the CoCrPt:SiO2 layers in a hcp structure and therefore they are responsible for the local perpen-
dicular anisotropy of the grains being aligned along the film normal. A subsequent deposition of two
CoCrPt:SiO2 layers was done. The difference between the layers is the Ar+ and O2 content during the
deposition. The first CoCrPt:SiO2 layer was magnetron sputtered in a 100 % Ar+ atmosphere and is
10 nm thick. The second CoCrPt:SiO2 layer was deposited under an atmosphere of 99.3 % Ar+ and 0.7 %
O2. It has a thickness of 7.5 nm. In the last step a carbon cap layer, to prevent oxidation, with a thick-
ness of 4 nm was deposited. The entire stack is shown in Fig. 3.18 on the left side and finally reads as:
glass/Cr(5 nm)/Ru(8 nm)/Ru(12 nm)/CoCrPt:SiO2 (10 nm)/CoCrPt:SiO2 (7.5 nm)/C(4 nm).
Afterwards, the wafer was cut into pieces of 5×5 mm2 with a diamond saw. These samples were then
ion implanted with Co+ ions. SRIM (not shown) and TRIDYN simulations were performed to simulate the
effect of the ions at different fluences. These give a theoretical picture of the intermixing effects and the
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Fig. 3.20 (a) PMOKE results, which depict the decreasing Hc with increasing Co+ - fluence. (b) PMOKE results
showing the normalised remanence versus the implanted ions fluence. The lines are just guides for the eyes.
erosion on the surface that comes from the ions. First it was necessary to perform a SRIM investigation to
get information about the implantation depth for Co+ ions as a function of energy. This information was then
used to decide which energies to use for the TRIDYN simulation (TRIDYN simulations account for more
effects, like diffusion etc., and therefore they need more calculation time). To simplify the TRIDYN model
each of the sub-layers of the CoCrPt:SiO2 and the Ru layers were modelled as a single layer which is possible
because TRIDYN does not account for the crystallographic properties. A summary of the results is shown
in Fig. 3.18(a) – (f). The simulations were performed with Ekin = 40 keV and a fluence ranging between
1× 1014 ions/cm2 and 9× 1016 ions/cm2. The results presented in Fig. 3.18 are assigned to the fluences
as follows: (a) 1 × 1014 ions/cm2, (b) 5 × 1014 ions/cm2, (c) 1 × 1015 ions/cm2, (d) 5 × 1015 ions/cm2,
(e) 1× 1016 ions/cm2, and (e) 1× 1016 ions/cm2. The simulation plots show the relative concentration of
the stack components in percent versus the depth in Angström. Figure 3.18(a), (b), and (c) reveal that the
intermixing effect is dominant compared to the erosion and implanted Co content. The implanted Co content
is rather small (< 1 %) and no erosion of material from the surface is observable. In the graphs that follow
this behaviour changes significantly. Apart from the increasing intermixing effects of the stack components,
where particularly the cap layer, both of the CoCrPt:SiO2 layers, and both of the Ru layers are influenced,
the erosion also increases in influence. Moreover, the concentration of Co increases from 5 % in (d) over
10 % in (e) up to more than 20 % in (f), the Co is mainly distributed inside both of the CoCrPt:SiO2 layers.
Figure 3.18(f) reveals a complete erosion of the Carbon cap layer. On the basis of these results a Co + ion
implantation energy of 40 keV was chosen and the range of fluences used was decided. In particular it was
considered important that the erosion of the surface should be avoided and therefore, when considering that
the error associated with the TRIDYN model could be quite large, the prepared samples were implanted at
maximum fluence of 9× 1015 ions/cm2.
PMOKE and SQUID Results The first experiments were carried out using polar MOKE measurements.
The results for the entire sample series are shown in Fig. 3.19. All loops depict a clear out-of-plane
magnetisation, as well as an increasingly sharp switching transition. This is associated with a reduced
switching field distribution, as will be shown later. This effect could be described by an increasing exchange
coupling between the grains, or also by an alloying effect. Moreover, the increasing Co+ fluences are
accompanied by a decreasing coercivity, as the analysis of the PMOKE data shows in Fig. 3.20(a). As this
result demonstrates, the main decrease occurs for fluences up to 1×1015 ions/cm2. Therefore, the Hc cannot
be tailored beyond this fluence value. The next analysis deals with the normalised remanence with respect
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Fig. 3.21 (a) Analysis of the decreasing SFD for the TM5 sample series with respect to the implanted fluence of Co+ ions.
(b) Ms results evaluated from the SQUID measurements of the TM5 samples with respect to the fluence of Co+ ions.
The inset shows the entire data. For both graphs, the lines are just guides for the eyes.
to the fluence and shows that up to a fluence of 6× 1015 ions/cm2 the value does not change significantly.
Beyond this fluence Mr/Ms significantly decreases as shown in Fig. 3.20(b). Due to the fact that these
PMOKE measurements have been normalised as Mr/Ms because the implantation process changes the
optical properties (reflectivity) and therefore one cannot be sure that the proportionality between ~M and the
Kerr rotation is the same. To obtain information whether it is the Mr or the Ms is changing it was necessary
to carry out SQUID measurements.
The SQUID measurements were done in the in-plane geometry (θB = 0°), to see if the loops show any
in-plane anisotropy contribution. The results are shown in Fig. 3.21(b) with the inset showing the complete
set of measurements. This graph reveals, by a small coercivity, a small deviation from the in-plane hard axis
orientation. As was mentioned in the last subsection, the samples are fixed inside a tube, which is utilised
as a sample holder. The angular orientation of this tube is set by eye and thus, the angular error associated
with this adjustment can explain the deviation of hysteresis loops from an ideal hard axis loop. The data
were analysed to obtain the saturation magnetisation Ms and this is shown in the main graph. As for the
Mr/Ms results, Ms stays nearly constant up to a fluence of about 6× 1015 ions/cm2. This constant value
was determined to be 670(20) emu/cm3. From a fluence of about 6× 1015 ions/cm2 Ms starts to decrease
reaching a value of 390(20) emu/cm 3 at a fluence of 9 × 1015 ions/cm2. From this behaviour, one can
conclude that Mr behaves in a similar manner and also decreases after 6× 1015 ions/cm2. Furthermore, the
question has to be answered, if this decrease of Ms is scalable over a broad fluence range or if it also reaches
a constant value. As shown in the preparation paragraph earlier and in the simulation plots [see Fig. 3.18(e)]
at higher fluences a problem arises from the erosion of the surface. Therefore, the range over which on can
tailor the Mr and Ms without eroding the surface is rather small.
To achieve more detailed information about the reversal process, the hysteresis data obtained by the
PMOKE were analysed by making use of the SFD fit procedure (as explained in chapter 2). The result of this
process is plotted against the fluence and is shown in Fig. 3.21(a). Similar to the behaviour of Hc, the SFD
significantly decreases already at low fluences and from a fluence of about 5 × 1014 ions/cm2 the values
reach a constant level. This means that no further change to the SFD can be achieved by ion implantation
beyond the latter fluence.
The behaviour described here, for the variation of Hc, Mr/Ms, and the SFD with fluence is similar to
that which was already reported in the literature. [32,128] After the investigation of the changes to the static
magnetic properties induced by the ion implantation, the influences of the implantation on the dynamic
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Fig. 3.22 Results of TRMOKE measurements of Co+ ion irradiated CoCrPt:SiO2 with different fluences. ∆Mz versus
time is plotted.
properties were studied.
TRMOKE measurements were carried out to show, how the ion implantation acts on the dynamic magnetic
properties. In contrast to the PMOKE measurements, for this experiment, only a subset of the samples was
used. The results of the TRMOKE measurements are shown in Fig. 3.22. This graph shows the change in
the z-component of the magnetisation (∆Mz) plotted against time. Apart from the unirradiated sample, the
samples exposed to a lower fluence of implanted ions show a more pronounced oscillation with a faster
decay compared to the samples with a higher implantation fluence. The precessional decay data shown in
Fig. 3.22 were fitted by a damped sinousoidal fitting function, the frequency and the decay time results that
were obtained were plotted with respect to the Co+ ions fluence. This evaluation is shown in Fig. 3.23(a).
The frequency is shown by the black top triangles and black line. As one observes, over the entire fluence
range up to 9× 1015 ions/cm2 the precessional frequency decreases from 31.4 GHz down to 16.8 GHz. The
decay time is depicted by the red down triangles and red line, these data reveal an increase of the decay time
from 33.4 ps to 99.8 ps with an increasing fluence. To yield information about the damping behaviour, the
data obtained were analysed by plotting (ωτ)−1 versus the fluence of Co+ ions. This graph is shown in
Fig. 3.23(b). Besides the spread in the damping values of (ωτ)−1, the plotted data depicts a distribution
around a constant value. The red line shows the mean value of all the data points. Thus, the value for the
damping constant could be determined to be (ωτ)−1 = 0.114(6). This value is consistent with the value for
Gilbert damping determined using a TRMOKE by Mizukami. [235]
Summary In this subsection, the effects of Co+ ion implantation on the magnetic properties of a
CoCrPt:SiO2 recording media samples were studied. Here, the static and the dynamic magnetic prop-
erties were investigated in detail. Based on the findings of previous investigations, [32,128] first SRIM and
TRIDYN simulations were performed to uncover the right range of parameters for the implantation of
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Fig. 3.23 (a) shows the frequency-dependence (black triangles) versus fluence (right y-axis). The decay time dependence
is shown by the red triangles (left y-axis). (b) shows the plot of (ωτ)−1 versus the increasing fluence. (ωτ)−1 is
equivalent to the Gilbert damping constant of the Landau-Lifshitz-Gilbert equation and the determined value is (ωτ)−1
= 0.114(6).
Co+ ions into the CoCrPt:SiO2 layers. After the implantation all samples were measured using a PMOKE.
The results obtained for Hc, Mr/Ms, and the SFD were consistent with the investigations from the literature
mentioned previously. As was shown, the SFD and Hc decrease with increasing fluences and in both cases
the decrease takes mainly part in the region of lower fluences. The results forHc show that the SFD decreases
more slowly at lower fluences, whereas for higher fluences the rate decrease has reached a nearly constant
value. The Mr/Ms results show, that the value stays constant up to a fluence of 6 × 1015 ions/cm3 and
then starts to decrease. In addition, the SQUID measurements reveal a decreasing Ms for Co+ fluences
above 6× 1015 ions/cm2, which is consistent with the results for Mr/Ms from PMOKE. Therefore, one can
conclude a simultaneous decrease of Mr, as well. The next studies were made using the TRMOKE setup.
The results show a decreasing frequency with increasing fluence and furthermore, an increasing decay time
with increasing fluence. Moreover, the damping could be determined as being α ≈ (ωτ)−1 = 0.114(6),
which is equivalent to the values found in the literature. [235]
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3.2.3. Granular CoCrPt:SiO2 Film on Nanocones
The pre-structuring of surfaces on the nanoscale is a promising technique to modify and finally to control
the magnetic properties of materials used for applications, e.g. in spintronic devices or recording me-
dia. [293,330–332] This pre-structuring can be achieved by ion irradiation induced self-organization [56], ion
irradiation in combination with lithographically defined masks [333], or nano-imprinting. [334] In order to use
the resulting systems the morphology induced magnetic effects must be analysed. Currently, more and more
studies deal with these effects due to the increasing demand for tailored magnetic materials. [38,42,48]
Electron beam lithography on the one hand gives a high accuracy but on the other hand, it suffers from its
slow speed when large but detailed areas are to be structured. Self-organised structures made by broad ion
beam erosion can meet this challenge. Here, GaSb nanocone templates were used, which were created from
GaSb wafers by ion beam erosion, as was discussed in chapter 2. [58]
For the magnetic coating of the nanostructures granular CoCrPt:SiO2 is used. It is a well-known hard
magnetic material, which has been used as a magnetic recording material for several years. [23] The SiO2 is
added to magnetically decouple the grains from each other. [32]
The subsection is organised as follows: First it will be explained, how the GaSb nanocone templates
were prepared and moreover, their structural characterization will be shown. Then we present the growth
behaviour of the granular CoCrPt:SiO2 on top of the cones. Finally, in the last paragraph, the influence of
the nanocone size and the SiO2 content on the exchange coupling of the grains as well as on the remanence
and coercivity will be discussed.
Preparation These self-assembled periodic nanostructures were prepared from a conventional GaSb(001)
wafer using an ion beam erosion technique. The wafer was cut into 1 × 1 cm2 pieces, which were then
mounted onto a water-cooled fixture with a Cu mask. The Ar pressure during sputtering was 2.4×10−4 mbar.
The broad Ar+ ion beam had a normal incidence on the GaSb surface with ion kinetic energies of 200,
800, and 1200 eV, used to produce nanocones of selectable size. The ion kinetic energy range of 200 –
1200 eV obtains the best results with respect to homogeneity and ordering. As an aside, due to a discussion
with Dr. Stefan Facsko concerning the question: ”What happens below a sputter energy of 100 eV and
above 1200 eV?”, an answer could be determined. The answer to the first question is that there exists a
threshold, below which no sputter process can occur, but its value is not exactly known. Furthermore, above
1200 eV the cones become more and more disordered and the cone ends will become more and more planar.
Figure 3.24 shows a cross-section HR-TEM micrograph of the nanocones prepared with E = 200 eV.
Besides the clearly visible crystalline volume, the surface of the GaSb cones is amorphous. This amorphous
film is roughly less than 5 nm thick and reflects the dependence on the average penetration depth of the ions.
The average cone height at this energy is 32(3) nm.
The GaSb nanocone pattern is quite uniform with a homogeneous distribution of cones across the substrate
surface. The cone size depends on the ion energy, i.e. the higher the energy the larger the cones [155]. The
height h, the diameter d as well as the aspect ratio of the nanocones, as determined using AFM for the
prepared samples are summarised in table 3.9. Nanocones with heights of 32 to 330 nm and diameters of
28 to 120 nm can be fabricated using ion kinetic energies of 200 – 1200 eV, respectively. Note that when
interpreting the AFM images one has to take the AFM tip-shape into account, i.e. the measured height profile
is a convolution of the real cone profile and that of the tip’s apex, leading to an underestimation of the height.
The AFM images also indicate some imperfections in the structural order. A possible cause of this might be
defects that were present in the initial substrate or a blocked cone formation that is due to limited neighbour
spacing. These effects lower the hexagonal short-range order.
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Fig. 3.24 (a) Schematic sketch of the microstructure. (b) Cross-sectional transmission electron micrograph of the
uncoated GaSb(001) nanocones obtained with E = 200 eV.
Fig. 3.25 AFM images of uncoated GaSb nanocones for ion energies E of (a) 200 eV, (b) 800 eV, and (c) 1200 eV.
For the ferromagnetic (FM) coating of the nanocones, first a 5 nm thin Ta adhesion layer was DC-magnetron
sputtered followed by a two-step (12 nm and 8 nm) Ru buffer layer to support the high perpendicular
anisotropy as well as the c-axis orientation of the granular FM layer. [6,294,335–337] The first Ru layer is
sputtered at a lower Ar+ pressure than for the second Ru layer which was processed at 7× 10−2 mbar and
this second layer is the one which is crucial for the perpendicular magnetisation. Further details of two-step
Ru buffers are discussed elsewhere [9,293,336]. Subsequently, the 15 nm thick FM layer with the composition
[(Co90Cr10)80Pt20]x:(SiO2)1−x was deposited. This stack is known to grow in a hexagonal close-packed
(hcp) columnar structure onto the substrate [332]. To optimize the SiO2 content, samples with 8 at.% and
12 at.% of SiO2 were prepared. The SiO2 modifies the intergranular exchange coupling [57]. The optimal
value for minimizing the intergranular exchange on planar substrates is reported by Dutson et al. [338] to be
about 10 at.% SiO2. Finally, a 4 nm diamond-like carbon (DLC) layer protects the stack from oxidization.
Tab. 3.9.: Ion erosion parameters.
E fluence flux lc h aspect ratio
(eV) (Ar+/cm2) (Ar+/(cm2×s)) (nm) (nm)
200 1.0× 1018 5.0× 1014 28(6) 32(3) 1 : 1.14
800 5.0× 1017 2.5× 1014 86(24) 170(30) 1 : 1.98
1200 1.5× 1017 2.0× 1014 120(42) 330(50) 1 : 2.75
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Fig. 3.26 (a) Sketch of the full sample stack. TEM cross-sections of samples prepared with (b) 8 at.% SiO2 on cones
made with E = 200 eV, and (c) with 12 at.% SiO2 on cones made with E = 1200 eV. (d) SEM image of cones prepared
at E = 200 eV (height: 32 nm and diameter: 28 nm). They are coated with CoCrPt:SiO2.
Fig. 3.27 MFM images showing the demagnetised state of the CoCrPtSiO2 coated nanocones (8 at.% SiO2) prepared
with ion energies of (a) 200 eV, (b) 800 eV, and (c) 1200 eV.
Thus, the total height of the complete stack depicted in Fig. 3.26(a) is 44 nm.
Fig. 3.26(d) shows an SEM image of the magnetically coated, still separated cones. On this spot the
short-range hexagonal ordering is slightly more visible as compared to the area shown in the AFM images in
Figures 3.25(a) – (c).
To gain a detailed picture of the film growth on the different cone sizes cross-sectional TEM images were
taken. Figures 3.26(b) and 3.26(c) show the corresponding samples. The nanocones were prepared with
200 eV (1200 eV) ion energy and with 8 (12) at.% SiO2 content in the FM-layer, respectively.
One can see the effect of the cone size on the shape of the magnetic stack. The substrate which was
produced at a lower sputtering energy exhibits broader cone ends in comparison to samples prepared at a
higher energy.
Measurements The measurements in this subsection were carried out by our cooperation partners at the
group of Prof. Dr. Manfred Albrecht and by Dr. Gaspare Varvaro.
Here, the local magnetic properties are presented, which are determined from magnetic force microscopy
(MFM). Later, the findings of the integral magnetic properties which were investigated using a polar
magneto-optical Kerr effect (MOKE) and a vector vibrating sample magnetometer (vVSM) are shown.
The MFM images shown in Figures 3.27(a) – (c) were made of the sample in its demagnetised condition.
Samples of both series (8 and 12 at.% SiO2) present a similar magnetic domain structure in the virgin state
which changes with increasing sputtering energy as shown in Fig. 3.27 for samples with a 8 at.% SiO2
content. At the lowest ion energy (200 eV), the MFM shows the presence of larger magnetic domains of
about 40 – 100 nm in width that extend over several nanocones. At higher ion energies (800 and 1200 eV)
the samples predominantly show a single-domain behaviour even if a few of larger domains are still visible.
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Fig. 3.28 Polar MOKE hysteresis loops of samples with (a) 8 at.% and (b) 12 at.% SiO2 each on three different nanocone
sizes measured at ambient temperature.
When this information is combined with that seen in the TEM cross-section images the reason for the
domain behaviour observed becomes clear. The growth of the FM stack on the smaller cones causes a close
packing of the magnetic grains and thus a coupling between the grains on the cones. For larger cone sizes the
FM film grows on the side-walls, the film is thicker near the apex of the cone an thinner near base. Thus, the
exchange coupling between the magnetic cones is strongly reduced leading to well-separated single-domain
magnetic cones.
The sample series with 12 at.% SiO2 (not shown) shows less contrast than with 8 at.% (measured with the
same MFM-tip). The reason is an increase of the decoupling of the grains at a higher SiO2 content. Apart
from this, the results were similar for both series. One should also consider that the oxide diffuses to the
boundaries of the grains, and therefore its content is responsible for the decoupling of the magnetic exchange
interaction between the individual grains. This effect is described in more detail by Yingfan [309]. It is also
established that the Cr in the alloy partially diffuses to the boundaries as well [309], dis also decouples the
grains.
Fig. 3.28 shows the perpendicular magnetisation reversal of both sample series measured at room tem-
perature by using a polar MOKE setup. The loops indicate that both the normalised remanence (Mr/Ms)
and the coercivity Hc, decrease with increasing ion energy, i.e. cone size. These results can be explained by
considering the combined effect of both the angular spread of the local c-axis of the grains and the strength
of the intergranular exchange coupling. Both depend on the magnetic microstructure of the film on the
nanocones. As explained above, on small cones (200 eV ion energy) one mainly has a bunch of FM grains
on top of each cone tip [see Fig. 3.26(b)]. Whereas on the larger cones, the stack can cover the full cone
surface as a flat film [Fig 3.26(c)]. Hence, the angular spread of the anisotropy axes on the cones results in a
lower remanence (due to symmetry reasons, the moment from material on one side-wall partially cancels out
that from the other) and coercivity (due to a tilt of the material on the side-walls relative to the applied field).
Interestingly, at 8 at.% SiO2 content the remanence for both the 200 eV and 800 eV cones is the same,
i.e. Mr/Ms = 0.77. For the largest cones prepared with 1200 eV Mr/Ms = 0.60 is smaller. From the TEM
cross-sections and the domains determined from the MFM images one would expect the opposite, i.e. a
difference in remanence for only the smallest cone size.
Compared to that, for the other series with 12 at.% SiO2 Mr/Ms decreases with increasing ion energy
(cone size) from 0.69 to 0.46. The coercivity Hc decreases in both series similarly, with the absolute values
being larger overall for that with 8 at.% SiO2 content, as expected.
These effects can easily be studied by simulating the hysteresis loops using the Stoner-Wohlfarth model.
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Fig. 3.29 (a) Angular dependence of the normalised remanence Mr/Ms and (c) of the coercivity Hc.
This model is a simplification that approximates the system as a cone-shaped substrate with columnar shaped
grains distributed on top and having their easy axis perpendicular to the cone’s surface.
The intergranular exchange–coupling among grains on the same cone is smaller in the case of 12 at.% SiO2.
This is suggested by the observation that for 8 at.% SiO2 higher values of the normalised remanence and
coercivity are measured. One also observes a decreasing switching field distribution (SFD) with increasing
cone size. The comparison of Fig. 3.28(a) and Fig. 3.28(b) shows a significantly smaller SFD for 12 at.% SiO2
content.
The effect of the substrate shape and the oxide content on the magnetic behaviour was further investigated
by analysing the polar angular dependence of both remanence and coercivity. For this, a set of hysteresis
loops were measured by an ADE-Technologies model 10 vVSM equipped with a rotating electromagnet. The
field was applied along different directions in the yz-plane denoted by the angle θH as depicted in Fig. 3.30.
Figure 3.29(a) shows the angle-dependent normalised remanence and Fig. 3.29(b) the corresponding
coercivity, each figure is for the two types of cones (blue and red colour) and both SiO2 contents (solid/open
symbols), respectively. The angular-dependence of the remanence is influenced by the easy axis distribution,
the intergranular exchange coupling, and the magnetostatic effects. For a perpendicular recording media one
expects the easy axis at θH = 0◦. In Fig 3.29(a) one can see, that for 12 at.% SiO2 and 1200 eV cones (open
red triangles) the sample even appears to be nearly isotropic. The samples on the small 200 eV nanocones
(blue symbols) show the strongest anisotropic behaviour. By reducing the intergranular exchange coupling,
the angular dependence of the normalised remanence (typical for a system with a spread of the easy axis)
becomes more and more uniaxial.
The angular dependence of the coercivity exhibits a slightly different behaviour. There, the sample with
12 at.% SiO2 on 1200 eV cones shows an anisotropic behaviour whereas that with 8 at.% SiO2 on 1200 eV
cones Hc is isotropic.
Simulation This simulation was performed and analysed by Stephan Günther. [339] A single cone can
be modelled as being covered by a collection of exchange-decoupled grains, this kind of system is an
ideal candidate for a Stoner-Wohlfarth model [340]. In this case one can neglect the exchange and dipolar
interactions between the grains, this includes both interactions on the same cone and between different cones.
Therefore, the relative spacing and position of grains does not need to be taken into account. All that matters
is the angle of the field relative to the easy axis of the grains. As the grains are uniformly distributed over the
surface of the cone, and the easy axis is assumed to lie along the local surface normal, then we have an array
of grains with the easy axis angle distributed evenly between 0 and 2π rad. Each grain will contribute its own
independent hysteresis loop to the signal measured in the experiment (which is an average over many grains).
Therefore we can approximate the experimental result by averaging the hysteresis loops of a set a grains
where the easy axis direction is varied with respect to the applied field direction. The problem geometry is
depicted in Fig. 3.30 for particular case. For the simulation presented in Fig. 3.31 72 CoCrPt:SiO2 particles
with gives a angular spacing of 5°. The influence of the morphology was investigated by modifying the
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Fig. 3.30 (a) and (b) Sketch of the simulation geometry for one cone covered with CoCrPt:SiO2 particles. For clarity
only 13 particles are displayed. (c) cross-sectional side view of the model geometry with the extracted part shown by the
region in between the black vertical lines at the bottom. (d) cross-sectional top view of one simulated conic-section with
the grains uniformly distributed around.
cone angle α. In Fig. 3.31 the results of this simulation are shown. Two calculations are presented for
cone angles of α = 150° (red triangles) and α = 90° (blue triangles). α = 150° corresponds to the small
cones (200 eV/h ≈ 30 nm), whereas the tall cones (1200 eV/h ≈ 330 nm) were simulated with α = 90°.
The results for Mr/Ms are shown in Fig. 3.31(a) and Hc/Ha in Fig. 3.31(b). Comparing the experiment
in Fig. 3.29(a), to the simulation in Fig. 3.31(a), one finds a similar behaviour. The normalised remanence
decreases with an increasing cone size. The values measured by vVSM are, however significantly smaller
than the values for the model, which could be due to a small residual exchange-coupling between the
grains. Moreover, the normalised remanence for the planar samples is smaller than 1 [32]. Furthermore, the
comparison of Fig. 3.29(b) and Fig. 3.31(b) depicts a decreasing coercivity with increasing cone size. The
discrepancies between the simulation and the measurements are due to two main influences. Firstly, there
exists an exchange coupling between the grains which has been neglected in the simulation. Secondly, the
Stoner-Wohlfarth model assumes a reversal of magnetization by coherent rotation. In reality the reversal
may be realised by domain wall nucleation with subsequent propagation (a process which requires a degree
of exchange coupling between the grains) which typically leads to smaller coercive fields.
Summary We have shown how to prepare a self-assembled network of magnetically coated GaSb
nanocones with a high homogeneity using an ion erosion technique. We have investigated the morphology
induced effects of such a pre-structured template on the magnetic properties of a hard magnetic coating of
CoCrPt:SiO2. We have varied the SiO2 content and the size of the nanocones. MFM investigations revealed
that the small nanocones have widespread connected domains, whereas the larger nanocones created by
higher sputtering energies yield predominantly single-domain magnetisation. The analysis of the hysteresis
loops shows that the remanence and coercivity decrease with increasing cone size or SiO2 content. This
is due to the angular distribution of the magnetic grain’s c-axis and the intergranular exchange coupling
strength. These results could be qualitatively reproduced by simulations.
Fig. 3.31 Mathematica™ simulation of the coated nanocones with respect to the cone angle (α) and the applied field angle
(θH). (a) Angular dependence of the normalised remanence (Mr/Ms) and (b) of the normalised coercivity (Hc/Ha).
The lines are guides for the eye only.
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Fig. 3.32 Cross-sectional transmission electron microscopy image of a [Co/Pd]8 multilayer deposited on top of nanocones
(lc = 75 nm). Dashed lines depict the structural and coating characteristics.
3.3. [Co/(Pt,Pd)] Multilayers on Nanocones
Here, the morphology-induced changes to the magnetic properties of exchange coupled thin ferromagnetic
[Co/Pd] multilayers with perpendicular magnetic anisotropy on GaSb nanocones were investigated. [1,48,341–344]
In contrast to the granular CoCrPt:SiO2 films discussed in the previous section, this material is a magnetically
continuous film. [27–31] Previous investigations presented in the literature were studying the effects of ion
induced changes on the magnetic properties of [Co/Pd] and [Co/Pt] multilayer systems, [345,346] as well as on
the curvature-induced effects on the magnetic properties of spherical or self-assembled particle arrays coated
with [Co/Pd] or [Co/Pt] multilayers. [55,347–351] This material is, in addition to granular CoCrPt:SiO2 media, a
candidate for upcoming PMR applications, particularly in the field of BPM. [352,353] In contrast to the granular
CoCrPt:SiO2 system, these multilayer films grow as a magnetically continuous thin film on the substrate, as
will be shown in the following. The focus here was on the effect of the underlying nanocone structure onto
the exchange coupling.
Before the [Co/Pd] system was studied, we optimised the multilayer stack regarding the number of
multilayer repetitions, Pt thickness within the multilayer, and the thickness of the Co within the multilayer
by using a test [Co/Pt] system. Both of the multilayer systems, [Co/Pd] and [Co/Pt] , have nearly the same
magnetic properties and so the change from the [Co/Pt] to the [Co/Pd] system does not affect the investigated
results. [354,355] The advantage of working with [Co/Pd] was the lower pressure needed for the deposition
process, due to technical issues this decreases the pumping load. For this reason the sample preparation was
changed.
Preparation of the Substrate The self-assembled nanocones were created on GaSb(001) using the ion
erosion technique described previously. [56] The densely packed cone-like nanostructures are produced
by normal incidence ion erosion of crystalline GaSb(001) surfaces using Ar ions. [56] A Kaufman type
ion gun with a single graphite extraction grid (5 cm diameter) was used. The irradiation was done at
room temperature. The average distance between the cones, which we call the characteristic length [lc,
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Fig. 3.33 Inside the left panel the SQUID loops of the [Co/Pt] samples measured in- and out-of-plane are shown. The
panels show the normalised magnetisation with respect to (a) – (c) the number of bilayer repetitions N and (d) – (e) tPt.
In the right panel the SQUID hysteresis loops of the [Co/Pd] samples measured at θH = 0◦ (top) and θH = 90◦ (bottom)
are shown. (g) – (h) show the absolute Co-thickness dependence of M .
see Fig. 3.32], is controlled by the kinetic energy of the incident Ar+ ions. [155] The characteristic length
increases with increasing ion energy. Two different ion energies of 400 eV and 1200 eV were used to produce
nanocone structures with lc = 29(4) nm and lc = 75(7) nm, respectively. The cone height [h, see Fig. 3.32]
and the hexagonal short-range ordering of the nanocones increase with increasing fluences. [158] The smaller
cones (with an average height of 30(3) nm) were prepared with a fluence of 1.0× 1018 Ar+/cm2. The larger
cones with h = 67(8) nm were prepared with a fluence of 1.5 × 1017 Ar+/cm2. The h/lc aspect ratio for
smaller cones is 1.0 and 0.9 for larger cones, respectively.
Optimisation of the Film As a first test series, [Co/Pt] multilayers on planar GaSb were prepared by
magnetron sputter deposition. The overall stack needs to be thin enough to avoid a filling of the troughs
between the cones but at the same time still able to yield the highest perpendicular anisotropy.
During preparation the Ar partial pressure was 8.2× 10−3 mbar and the deposition rate was 0.04 nm/s.
For this sample series (A) the number of bilayer repetitions N was modified, i.e. GaSb/5 nm Pt/[0.28 nm
Co/0.8 nm Pt]N /2 nm Pt with N ∈ {5, 8, 10}. For the next series (B) three seed layer thickness tPt = 3, 5,
and 10 nm with N = 8 were prepared, i.e. a stack of GaSb/tPt Pt/[0.28 nm Co/0.8 nm Pt]8/2 nm Pt. To avoid
oxidation all samples are capped by a 2 nm Pt layer.
The magnetic properties were determined by superconducting quantum interference device (SQUID)
magnetometry and a vector vibrating sample magnetometer (vVSM). The SQUID and AFM measurements
were carried out by Stephan Günther in the group of Prof. Dr. Manfred Albrecht. Whereas, the vector-VSM
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Fig. 3.34 Angle and cone size dependent hysteresis loops measured at room temperature. (a) θH = 0◦ (out-of-plane) and
(b). θH = 90◦ (in-plane). Room temperature angular dependence of (c) coercivity (Hc) and (d) normalised remanence
(Mr/Ms) of [Co/Pd]8 samples with three different morphologies Lines are guides to the eyes only.
measurements were carried out by Dr. Gaspare Varvaro. The samples were measured with the external
magnetic field applied either out-of-plane (θH = 0◦/oop) or in-plane (θH = 90◦/ip).
Figure 3.33(a) – (f) shows the SQUID hysteresis loops for ip (red circles) and oop (black squares) field
directions of the [Co/Pt] samples. The left panels show the loops of the A series, i.e. for different bilayer
repetitions, and the right panels show series B, which has different seed layer thicknesses. The normalised
magnetisationM/Ms forN = 5 in Fig. 3.33(a) reveals an almost identical behaviour for both field directions,
which suggests a weak net anisotropy for the system. In contrast, for N = 8 the square-like shape of the
loop with high remanence Mr in the oop direction indicates an oop easy axis of magnetisation. Finally, for
N = 10 [cf. Fig. 3.33(c)] one observes an increased coercivity but a decreased Mr at θH = 0◦. Therefore, we
selected N = 8 as the optimised parameter (thinnest film given a sufficient oop anisotropy) and then moved
on to optimise the seed layer thickness. This is shown in Figs. 3.33(d) – (f). All loops show an oop easy axis
with equally high remanence. The optimal value which gives a low coercivity and a thin stack is found for
tPt = 3 nm.
For the magnetic coating of the nanocones at room temperature, a [Co/Pd] stack (sample series C) was
used instead of [Co/Pt]. However, since the properties of [Co/Pt] and [Co/Pd] are nearly the same, [354,355] the
optimised values previously determined for the [Co/Pt] stack, were used. For this series (C) the Co thickness
tCo was modified, yielding three samples of 3 nm Pd/[tCo nm Co/0.9 nm Pd]8/2 nm Pd with tCo = 0.20, 0.25,
and 0.30 nm. The deposition rate was 0,04 nm/s for Co and 0.02 nm/s for Pd under a partial Ar pressure of
3.5× 10−3 mbar. Figure 3.33(g) – (h) shows the SQUID loops of the [Co/Pd] sample series (C) measured in
both oop (top) and ip (bottom) directions. In Fig. 3.33(g) and 3.33(h) the total magnetisation is given for
three thicknesses. As expected, the loops show an increasing remanence and saturation magnetisation with
increasing tCo. The highest value is reached for tCo = 0.3 nm, i.e. Ms = 579 G, whereas for tCo = 0.2 nm
Ms = 340 G. Moreover, for tCo = 0.25 the highest coercivity of 1.3 kOe is found. It should be noted
that tCo = 0.20 nm is in the range of one atomic layer. Hence, it might be possible that the film is not
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Fig. 3.35 MFM images of the [Co/Pd]8 multilayers on (a) lc = 29 nm and (b) lc = 75 nm nanocones, respectively.
(c) magnification with highlighted domains.
continuous. This in turn leads to a decreasing contribution of the interface anisotropy Kif . A comparable
effect was observed for [Co/Pt] multilayers on Al2O3. [349] The smaller coercivity for tCo = 0.30 nm could
be ascribed to a decreasing Kif with increasing layer thickness.
Finally, the optimised magnetic stack on top of the GaSb pattern is Pd (3 nm) / [Co (0.3 nm)/Pd (0.9 nm)]8
/ Pd (2 nm) and has the desired out-of-plane magnetisation. The cross-section of the continuous film on the
cones is shown in Fig. 3.32. The dashed lines depict interfaces for clarity. The film thickness on a large
cone’s apex is twice as large as on the side-walls, whereas no change in film thickness is observed for the
sample with small cones.
Measurements A vector vibrating sample magnetometer (vVSM) was used to investigate the angular
dependence of the normalised remanence (Mr/Ms, where Mr is the remanence and Ms the saturation) and
the coercivity (Hc) at room temperature. For these measurements a series of hysteresis loops were collected
[see Fig. 3.34] with the external magnetic field applied along different polar angles θH ranging from −90◦ to
+90◦, where θH = 0◦ is the sample’s normal. In-plane angle-dependent measurements were also performed
but are not shown, as they exhibit isotropic behaviour in agreement with the structural in-plane isotropy of
the cone template. Note, the hexagonal order of the template mentioned before is only short-range and hence
does not induce a long-range magnetic in-plane anisotropy.
The polar angle-dependent measurements of Hc, and Mr/Ms are shown in Figs. 3.34(a) and 3.34(b),
respectively. The polar curves [see Fig. 3.34(c) and (d)] show a maximum of Hc and Mr/Ms at θH = 0◦
for all three samples, indicating the preferred direction for the perpendicular anisotropy. Data taken on
templates with lc of 29 nm (circles) and 75 nm (triangles) are compared to a reference sample on a planar
substrate (squares). Both the coercivity (Hc) and the remanence (Mr) decrease with increasing cone size
in the out-of-plane direction. The coercivity at θH = 0◦ decreases from 0.70 kOe (planar) past 0.41 kOe
(lc = 29 nm cones) down to 0.28 kOe (lc = 75 nm cones). The in-plane values for Hc are all similar. Overall,
the angular dependence of Hc, and Mr/Ms reduces with increasing cone size suggesting that the spatial
variation of the anisotropy axis orientation increases with increasing ion energy. This is a clear proof for a
tilted easy axis which is following the morphology of the nanocone pattern similar to the observations on
magnetically capped spherical particles. [347]
The local magnetic properties were investigated using magnetic force microscopy (MFM) at room
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temperature. The reference sample on a planar GaSb substrate was found to be in the multi-domain state,
with a domain size of about 200 nm (not shown), which is typical for [Co/Pd] multilayer samples. [356]
MFM images taken after ac-demagnetization of the [Co/Pd]8 multilayers on templates with lc of 29 nm and
75 nm are shown in Figs. 3.35(a) and 3.35(b), respectively. The sample with smaller cones (lc = 29 nm)
[Fig. 3.35(a)] is in a multi-domain magnetic state, where the domain size is in the range of 115(15) nm.
The positions of the magnetic domain walls correlate with the locations of the cones, suggesting a pinning
mechanism in the magnetization reversal process. [288] For the sample with cones of lc = 75 nm [Fig.3.35(b)]
a clear dark and bright MFM contrast is observed on the cone locations, indicating that individual magnetic
structures are in a single-domain state. Furthermore, the MFM images suggest that neighbouring cap
structures are more magnetically exchange decoupled. The decoupling mechanism might be similar to the
one observed for magnetic caps on arrays of spherical particles. Here a thickness gradient in the [Co/Pd]
multilayers results in a transition within the magnetic film from ferromagnetic (at the top of the cap) to
paramagnetic closer to the base of the cone. [350]
Summary We have investigated the changes in the magnetic properties of exchange coupled [Co/Pd]8 mul-
tilayers with perpendicular magnetic anisotropy on templates of ion-eroded self-assembled GaSb nanocones.
Macroscopic magnetic measurements performed using vector VSM magnetometry indicate that all samples
possess the magnetic easy axis perpendicular to the cone surface. The remanence as well as the coercivity
decrease with increasing characteristic length and height. This due to a larger angular spread of easy axis
which are following the morphology of the pattern. In addition, the MFM characterization shows, that in
the case of small cone structures the underlying cone pattern results in a pinning of magnetic domain walls.
Moreover, there is a clear correlation between the morphology and the positions of magnetic domain walls
(please note that the film is exchange coupled). For the largest nanocones, exchange decoupled magnetic





The question that this thesis set out to address was: ”Can morphology-induced changes and ion-irradiation
induced changes to the magnetic properties of perpendicular recording media be used to help realise bit
patterned media?” In this section we summarise the results of this work in the context of this question.
Due to the focus on bit patterned media, the materials initially chosen for this work were typical per-
pendicular recording media (e.g. CoCrPt:SiO2, CoCrPt, [Co/Pd], [Co/Pt]). These materials are characterised
by a high out-of-plane anisotropy and a controlled granular exchange decoupling ([Co/Pd] and [Co/Pt] are
strongly coupled, CoCrPt:SiO2 is strongly decoupled). The focus on BPM also affected the choice of
the patterning technique, all of the morphology-dependent studies presented used IET to achieve a self-
assembled nanocone structure on the GaSb(001) substrate surface. Compared to nanoimprinted or e-beam
lithography structures, the order is relatively poor, for our research this system was a good choice because
it would be relatively easy to obtain such structures on an industrial scale. For these investigations, the
focus was on the static and dynamic magnetic properties which were studied using a variety of magnetom-
etry techniques (e.g. VNA-FMR, TRMOKE, PMOKE, and vVSM). This study also relates the magnetic
properties directly to the structural characteristics of the systems (measured by AFM, MFM, SEM, and TEM).
These systems are difficult to measure because when using a prestructured template the material is in-
homogeneous and so effects like damping and inhomogeneous linebroadening (ILB) are strongly enhanced.
One drawback found to the choice of the PMR materials was that its high anisotropy makes it difficult to
obtain measurements using VNA-FMR and TRMOKE. As a consequence of this, a Py system was prepared
which gave the opportunity to obtain dynamic measurements of a nanostructured film, in addition this
well-known system could be simulated.
The sample systems studied here and the key results obtained, are summarised as follows:
• Cr (5 nm)/Py (20 nm)/Cr (3 nm) on GaSb(001) nanocones:
– Focus: The effect of structuring on a strongly exchange coupled system with an in-plane shape
anisotropy.
– Results: Increased isotropic behavior and decreased 4πMeff with respect to lc; increasing α and
a vortex behaviour above a critical cone size; inhomogeneous linebroadening is decreased for
the in-plane VNA-FMR measurement;
• [Co/Pt] and [Co/Pd] multilayers on GaSb(001) nanocones:
– Focus: The effect of structuring a PMR media which has a strong exchange coupling.
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– Results: Decreasing Hc and Mr/Ms with respect to lc; exchange decoupled single domain
particle at larger lc;
• Granular CoCrPt:SiO2 on GaSb(001) nanocones:
– Focus: The effect of structuring a PMR media which has a strong exchange decoupling.
– Results: Decreasing Hc and Mr/Ms with respect to lc; exchange decoupled single domain
particle at larger lc;
• Planar granular CoCrPt:SiO2 (Co+ ion-irradiated) and Planar granular CoCrPt (two different anisotropies):
– Focus: Ability to change exchange-coupling of PMR media and to test the dynamic aspects.
– Results: VNA-FMR and TRMOKE measurements were successful (damping could be deter-
mined); increasing Co+ implantation reduces the SFD, Hc, Ms, and Mr;
The results listed above are summarised in detail within the respective subsections. In the following we focus
on the key results from this work.
Substrate Preparation All nanocone patterns used in this work were produced by the IET using a sputter
energy from 100 eV up to 1200 eV and different fluences. This preparation technique allows the tailoring
of lc, which in turn effects the aspect ratio and the cone shape (larger cones have a longer straight region
on the sidewall). As was shown in chapter 3, the periodicity lc depends on the sputter energy, whereas the
spatial order is fluence- and flux-dependent. SEM and AFM images reveal a uniform distribution of the
nanocones on the surface. In addition, TEM investigations revealed the presence of an amorphous GaSb cap
layer, formed due to the sputter process.
Film Preparation For the small cone sizes (lc < 40 nm) it was observed that the different materials grow in
different ways. Py grows as a uniform polycrystalline film which follows the underlying structure. The same
behaviour was observed for the [Co/Pd] and [Co/Pt] multilayer films. Whereas the granular CoCrPt:SiO2 film
tends to form bunches of grains on the cone tips. For the medium sized cones (lc < 80 nm). For these cones
we have Py, [Co/Pd], and [Co/Pt] multilayer films, which grow in a similar way as for the small cone sizes.
For the largest cones (lc > 80 nm) there are only CoCrPt:SiO2 samples. It was determined for these samples
that the thickness of the coating changes as a function of the location on the nanocones. The coating is
thinnest in lower regions in between the cones, whereas the largest grains grow on top of the cone ends. This
effect is due to a shadowing during the deposition. This gradient in the coverage contributes to the exchange
decoupling between the cones, or in other words, it enhances the interdot exchange decoupling. Also an
increasing lc increases the interdot exchange decoupling, which was observed for the CoCrPt:SiO2 and
[Co/Pd] multilayer samples on nanocones by MFM measurements.
Topological and Magnetic Structuring The granular CoCrPt:SiO2 and the exchange coupled [Co/Pd] mul-
tilayer films show a comparable behaviour. The MFM images obtained from the PMR recording media
on the cone patterns show that in the case of smaller cones, the underlying nanocone structure results in a
pinning of the magnetic domain walls. Moreover, this investigation yields a clear correlation between the
topological features of the patterned substrate and the location of the domains. The MFM images for larger
cones indicate that the individual magnetic structures are in a single-domain state. In addition, MFM images




Orientation of ~M Relative to the Underlying Structure The analysis of the magnetometry results for
CoCrPt:SiO2 and [Co/Pd] showed that the magnetisation must follow the curvature of the nanocone structured
substrate. This is indicated by the decrease of Hc and Mr/Ms. The same result was also shown by in-plane
MOKE scans for the samples of Py on nanocones. Furthermore, from data obtained with the VNA-FMR
(polar measurement) confirms these results for the Py samples. Moreover, these results could be corroborated
by OOMMF (Py) and Stoner-Wohlfarth (CoCrPt:SiO2 ) simulations.
Transition to Isotropic Behaviour It was observed for all prestructered samples that by increasing charac-
teristic length the anisotropy of the magnetic system can be decreased. In the case of Py the in-plane shape
anisotropy is reduced, whereas for the PMR samples the effect of the out-of-plane crystalline anisotropy is
altered.
Particular Observations Relating to Py on Nanocones It could be shown that for cones with an
lc ≥ 40 nm a vortex state is formed during the reversal process (in the ip geometry). A further inter-
esting observation is the increase in the Gilbert damping, also for cones with a lc ≥ 40 nm (in the ip
geometry). These two observations might be linked. The remaining question is, how does the vortex state
dissipate more energy to the lattice or is there any other effect involved. Also it was shown that in case of the
ip geometry VNA-FMR measurements, the inhomogeneous linebroadening is signifacantly larger compared
to the oop geometry.
Technical Issues One issue concerns the results for the series of Py on nanocones. Here, the α and ∆B0
results showed that these measurements cannot be analysed using the commonly used resonance condition
formula. [193] The reason for this problem lies in the morphology, which violates the assumption used in the
derivation of this formula which is of a homogeneously magnetised infinite continuous film. Therefore a new
formula has to be derived for the analysis of the dynamic magnetic properties for the case of a magnetic film
on a nanocone structure. In particular, the creation of such a model is crucial to further the study of damping
and the inhomogeneous linebroadening in 3D magnetic structures for applications such as bit patterned media.
Another issue that was identified is based on a discussion with Dr. Olav Hellwig. The much higher
perpendicular anisotropy of conventional PMR media stacks are believed to be the reason why measurements
with the VNA-FMR on the CoCrPt:SiO2 and [Co/Pd] samples did not work. In addition, the intergranular
exchange decoupling, which is enhanced by the SiO2 additive, induces a broadening in the ferromagnetic
resonance spectrum.
The nanocone structuring restricts the application of TRMOKE measurements due to the roughness, because
at a certain cone dimension, the roughness spreads the reflection thus the intensity is too low for detection.
Within the investigations of the planar CoCrPt, for the c06 sample the results of FMR and TRMOKE
measurements are in agreement and these values could also be compared with values typically found in
the literature. Except for the analysis of the damping, which revealed that the applied field used to bias
the sample was insufficient to ensure the spins collinear and therefore a damping constant could not be
determined. As well as this, improvements such as increasing the applied field range of the TRMOKE setup
will allow a larger range of samples to be studied. Also, using samples with substrates (e.g. Si) which have
an improved heat dissipation helps keep the average temperature low during the measurement.
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Outlook In general a step back to more simple structures could help to find the right answer to the newly
opened questions. With regards to the simulations of the Py on nanocone system, it was found that the
behaviour of the magnetisation reversal is quite complex. Although the system can be successfully studied
using micromagnetic modelling (e.g. OOMMF), the simulations for a single cone already take a long time to
run and give only a picture of what is happening in the specific system configuration simulated. The in-plane
simulations showed an unexpected behaviour of coercivity, which might be caused by the simulation of a
single cone rather than a complete array. In order to create a more practical simplified model which describes
the important contributions to the switching process in a more general way, it is probably necessary to first
study simpler systems.
The analysis of the nanocone structured samples revealed a magnetic configuration of a high complex-
ity due to factors like the orientation of the magnetisation following the surface profile, and thus such systems
require new models of the linewidth for facilitating the analysis. Therefore, the first investigations should
focus on the description of a simple 2D system, like one consisting of well defined stripes covered with
magnetic material, where the equation for α and ∆B0 can possibly still be evaluated with only a small
change to the current linewidth formula [see Equation (2.47)]. If this works out it should be possible to
develop a model from the existing formula for a system such as an individual cube or a well ordered cluster
of cubes covered by a well defined magnetic film. These systems should be chosen in order to simplify
the simulations, which will improve, apart from the derivation of the previously mentioned equation, the
understanding of the magnetic properties of such a system.
As was mentioned in the subsection about the VNA-FMR setup, a new microresonator FMR setup has been
developed recently which has the capability to measure even the smallest samples on the nanometre length
scale. [177] This technique gives access to an more detailed picture of small magnetic structures. The under-
lying substrate pattern that would be needed for the microresonator studies should be prepared by e-beam
lithography or nanoimprinting, because the accuracy of structures made by these techniques a is significantly
better. For these measurements a low anisotropy material should be used due to the problems identified
measuring the structured PMR materials. Nevertheless, in principle the techniques used in this thesis are
well-suited for these studies, and therefore these results represent a good first step towards characterisation
and understanding of the effects of morphology on the magnetic properties of thin film systems.
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Fig. A.1 Polar coordinate system for an infinite uniformly magnetised single film (limiting case of an ellipsoid).
Chapter A.
Derivations of the General Resonance
Conditions
Here, the derivations of the general resonance conditions for the ferromagnetic resonance with respect to the crystallographical structures,





























The polar coordinate system is shown in Fig.+A.1, which was chosen due to the symmetry of the system. The polar coordinates are:
x = sin θ cosφ (A.2)
y = sin θ sinφ (A.3)
z = cos θ (A.4)
General Resonance Condition for a fcc Tetragonally Distorted System
Derivations
We will start with the derivation of the Gibbs free energy density for a fcc tetragonally distorted system F fct. We list here all components
of F fct: [77,113,357]
1. Magnetocrystalline anisotropy in a fcc tetragonally distorted symmetry







sin4 θ [3 + cos (4φ)] −K2‖ sin2 θ cos2(φ− φu) (A.5)
2. Shape anisotropy





FZeeman = − ~M · ~H0 = −MsH0 [sin θ sin θH cos (φ− φH) + cos θ cos θH ] (A.7)




uni + Ftetragonal (A.8)
The complete free energy density looks as follows












[3 + cos (4φ)] sin4 θ (A.9)
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The parameter H0 represents the applied field. This free energy density we have to differentiate with respect to θ and φ
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This equation has to be simplified by the following trigonometric theoremes:
sin2 θ − cos2 θ = cos (2θ) (A.12)
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To simplify this equation we use:
cos (φ− φu) sin (φ− φu) =
1
2
sin [2 (φ− φu)] (A.19)




= MsH0 [sin θ sin θH sin (φ− φH)]
+K2‖ sin




sin4 θ sin (4φ) (A.20)




= MsH0 [sin θ sin θH cos (φ− φH)]
+ 2K2‖ sin
2 θ cos [2 (φ− φu)]
+ 2K4‖ sin
4 θ cos (4φ) (A.21)
Evaluation
Now we apply (A.1). We will evaluate the general formula in steps.











sin θH cos (φ− φH)
]
+ 2K2‖ cos [2 (φ− φu)]
+ 2K4‖ sin
2 θ cos (4φ) (A.22)

























K4‖ [3 + cos (4φ)] sin
2 θ cos2 θ (A.23)


























2 θ cos (4φ) −
1
2
K4‖ [3 + cos (4φ)] sin
2 θ cos2 θ (A.24)






= sin θ (A.25)
sin2 θ = 1 − cos2 θ (A.26)
−2 cos (4φ) −
1
2
[3 + cos (4φ)] = −
1
2
[3 + 5 cos (4φ)] (A.27)
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· F fctθ =







+ 2K2‖ cos [2 (φ− φu)]
− 2K2‖ cos2 θ cos2 (φ− φu)
+ 2K4⊥ cos
4 θ








[3 + cos (4φ)] cos4 θ (A.28)






· F fctθ =

























2K2‖ cos [2(φ− φu)] + 2K4‖ cos (4φ)
}
(A.29)






























































−2K2‖ cos [2 (φ− φu)] + 2K4‖ cos (4φ)
)]
(A.30)










sin θH cos (φ− φH)
+ 2K4‖ cos θ sin
2 θ sin (4φ)
+ 2K2‖ cos θ sin [2 (φ− φu)] (A.31)
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cos θ sin2 θ sin (4φ)
+K2‖ cos θ sin [2 (φ− φu)] (A.32)













sin2 θ sin (4φ) +K2‖ sin [2 (φ− φu)]
]2
cos2 θ (A.33)








































































































General Resonance Condition for hcp-Structures
First all components of the free energy density are derived and subsequenty, the achieved contributions are evaluated. . Firs Fhcp is
summarised:
1.
Fhex = K2⊥ sin
2 θ +K4⊥ sin
4 θ +K6⊥ sin
6 θ +K6‖ sin
6 θ cos6 φ (A.36)
This equation has been taken from [358]. There exists a second definition of Fhex which is introduced in [77] which is shown
below. In this chapter the derivation of equation (A.37) will be calculated.
Fhex = K2⊥ sin
2 θ +K4⊥ sin
4 θ +K6⊥ sin
6 θ +K6‖ sin
6 θ sin(6φ) (A.37)
2.







In this equation we have two new parameters. N⊥ and N‖ which represents the demagnetization factors in the out-of-plane
and inplane direction. Furthermore one has to substitute cos2 θ by 1 − sin2 θ and neglect the angle independent term. So this
evaluation leads to













uni = K2‖ sin
2 θ cos2(φ− φu) (A.41)
5.
FZeeman = −MsH0 (sin θ sin θH cos (φ− φH) + cos θ cos θH) (A.42)
Now we summarize the following formulas: (A.36), (A.39), (A.40), (A.41) and (A.42):




uni + Fhexagonal (A.43)
Here we neglect the component (A.40) because it is included in term (A.38).






−K2‖ sin2 θ cos2 (φ− φu)
+K2⊥ sin
2 θ +K4⊥ sin
4 θ +
[
K6⊥ +K6‖ sin (6φ)
]
sin6 θ (A.44)
This expression can be simplified by ordering the terms in order of sinn θ





















In the following enumeration we will derive expression (A.45) with respect to the polar and azimuth angle to achieve the components
for the above mentioned formula derived by Baselgia (see equation (A.1)).
















2 cos θ sin θ




K6⊥ +K6‖ sin (6φ)
]
6 cos θ sin5 θ (A.46)
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cos θ sin θ




K6⊥ +K6‖ sin (6φ)
]
cos θ sin5 θ (A.47)
























K6⊥ +K6‖ sin (6φ)
] (
5 cos2 θ sin4 θ − sin6 θ
)
(A.48)
This can be simplified by
cos2 θ − sin2 θ = cos(2θ) (A.49)
3 cos2 θ sin2 θ − sin4 θ =
1
2
(cos(2θ) − cos(4θ)) (A.50)
5 cos2 θ sin4 θ − sin6 θ =
1
16
(5 cos(2θ) − 8 cos(4θ) + 3 cos(6θ)) (A.51)

































K6⊥ +K6‖ sin (6φ)
]]
cos(6θ) (A.52)





+MsH0 [sin θ sin θH sin (φ− φH)]
+ 2K2‖ sin(φ− φu) cos(φ− φu) sin2 θ
+ 6K6‖ cos (6φ) sin
6 θ (A.53)
The simplification of this expression this takes place in the evaluation of the resonance condition.





+MsH0 [sin θ sin θH cos (φ− φH)]
+ 4K2‖ cos [2(φ− φu)] sin2 θ
− 36K6‖ sin (6φ) sin6 θ (A.54)
At least we calculate the mixed derivation with respect to θ and then to φ
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= MsH0 [cos θ sin θH sin (φ− φH)]
− 2K2‖ cos (φ− φu) sin (φ− φu) cos θ sin θ
+ 36K6‖ cos(6φ) cos θ sin
5 θ (A.55)
Evaluation
Here in this section we are calculating the resonance condition as shown in A. We do this in steps, so it is more obvious how the
derivation was done. The part of Fhcpθθ has been derived in section A. Now we have to calculate only the first and the second bracket of
the Baselgia formula:
















sin θH cos (φ− φH)
]
+ 2K2‖ cos [2 (φ− φu)]





























cos2 θ sin4 θ (A.58)































+ 2K2‖ cos [2 (φ− φu)]
+ 4K4⊥ cos
2 θ sin2 θ





cos2 θ sin4 θ (A.59)






= sin θ (A.60)
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− 2K2‖ cos2 (φ− φu)
+ 4K4⊥ sin
2 θ + 6
[







2K2‖ cos [2 (φ− φu)] − 36K6‖ sin (6φ) sin4 θ
]
(A.61)

















sin θH sin (φ− φH)
]
− 2K2‖ cos (φ− φu) sin (φ− φu) cos θ
+ 36K6‖ cos(6φ) cos θ sin
4 θ (A.63)








sin θH sin (φ− φH)
]
−K2‖ sin [2 (φ− φu)] cos θ












sin θH sin (φ− φH)
]
− 2K2‖ cos (φ− φu) sin (φ− φu) cos θ
+ 6K6‖ cos(6φ) cos θ sin
4 θ (A.65)










sin θH sin (φ− φH)
]
−K2‖ sin [2 (φ− φu)] cos θ
+ 6K6‖ cos(6φ) cos θ sin
4 θ (A.66)







2 = [−K2‖ sin [2 (φ− φu)] + 30K6‖ cos(6φ) sin4 θ]2 cos2 θ (A.67)
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cos2 (φ− φu) +
4K4⊥
Ms
















cos [2 (φ− φu)] −
36K6‖
Ms


















Input Script File for an OOMMF Simulation
Here, the original code for the initial OOMMF script is shown. This script is initialising a simulation for a nanocone with 30 nm
diameter and height, as well. The chosen box dimension is 2 × 2 × 2 nm3. The results for all generated simulations are summarised in
the last paragraph of the experimental investigations on Cr (5 nm)/Py (20 nm)/Cr (3 nm) deposited on GaSb nanocones [see section 3.1].
# MIF 2.1
# simulation for a 30nm cone 20nm Py on top
# applied field out-of-plane (0.5T)
set PI [expr {4*atan(1.)}]
set MU0 [expr {4*$PI*1e-7}]
proc Cone { Ms x y z } {
set xrad [expr {2.*$x - 1.}]
set yrad [expr {2.*$y - 1.}]
set dist [expr {$xrad*$xrad+$yrad*$yrad}]
set hoehe_1 [expr {0.394736842105263-sqrt($dist)}]
set hoehe_2 [expr {1.-sqrt($dist)}]
if {$z>$hoehe_2} {return 0}













axis1 {1 0 0}
axis2 {0 1 0}}
Specify Oxs_Demag{}
Specify Oxs_UZeeman[subst{
comment {Field values in Tesla; scale to A/m}
multiplier [expr {1/$MU0}]
Hrange{
{0.0 0.0 -0.5 0.0 0.0 0.5 100}
{0.0 0.0 0.5 0.0 0.0 -0.5 100}}}]












Ms { Oxs_ScriptScalarField { atlas :atlas script {Cone 860E3}}}




Physical Constants and Units
Physical Constants
Tab. C.1.: Table of physical constants taken from 2010 CODATA recommended values.
Name of constant Symbol Value
Planck constant h 6.62606957(29) · 10−34 J ·s
Speed of light (vacuum) c0 = 1√µoε0 2.99792458 · 10
8 m·s−1
Magnetic constant (vacuum permeability) µ0 4π · 10−7 N·A−2
Elementary charge e0 1.602176565(35) · 10−19 C
Electron rest mass me 9.10938291(40) · 10−31 kg
Electron g-factor ge −2.00231930436153(53)
Magnetic moment of an electron µe −9.28476430(21) · 10−24 J·T−1
Electron gyromagnetic ratio γ 1.760859708(39) · 10−11 s−1T−1
Electric constant (vacuum permittivity) ε0 = 1µ0c20 8.854187817 F·m
−1
Reduced Planck constant ~ = h2π 1.054571726(47) · 10
−34 J ·s
Bohr magneton µB = e~2me 9.27400968(20) · 10
−24 J·T−1
Units
Here, important relations of the conversion of the cgs- into SI - units are listed. [67]





−4 T = 1 Gauss (G)
emu/cm3 - Gauss: 4π·emu/cm3=1 G.
Conversion relations for the cgs- and SI units (electrodynamics):
magnetic field strength: ~Hcgs =
√
4πµo ~HSI
magnetic flux density: ~Bcgs =
√
4π/µo ~BSI




Therefore, arising from (C.1) the material parameter magnetization ~M can be written as follows:
~Hcgs = ~Bcgs − 4π ~Mcgs  ~HSI =
1
µ0
~BSI − ~MSI (C.2)
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thesis, Freie Universität Berlin (2005).
[358] M. Farle, “Ferromagnetic resonance of ultrathin metallic layers”, Rep. Prog. Phys. 61, 755 (1998).





• D. K. Ball, S. Günther, M. Fritzsche, K. Lenz, G. Varvaro, D. Makarov, A. Mücklich, S. Facsko, M.
Albrecht, and J. Fassbender, ”Morphology-induced magnetic properties of [Co/Pd] multilayers grown
on arrays of GaSb nanocones”, in submission.
• P. Krone, C. Brombacher, D. Makarov, K. Lenz, D. K. Ball, F. Springer, H. Rohrmann, J. Fassbender,
and M. Albrecht, ”Nanocap arrays of granular CoCrPt:SiO2 films on silica particles: tailoring
of the magnetic properties by Co+ irradiation”, Nanotechnology 38, 21 (2010), 385703 (7pp),
DOI:10.1088/0957-4484/21/38/385703.
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